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Abstract  
 
Diffusion of particles has wide repercussions ranging from particle-based soft matter systems to 
solid state systems with particular electronic properties. Recently, in the field of magnetism, 
diffusion of magnetic skyrmions, topologically stabilized quasi-particles, has been demonstrated. 
Here we show that by applying a magnetic in-plane field and therefore breaking the symmetry of the 
system, the skyrmion diffusion becomes anisotropic with faster diffusion parallel to the field axis and 
slower diffusion perpendicular to it. We furthermore show that the absolute value of the applied 
field controls the absolute values of the diffusion coefficients so that one can thereby uniquely tune 
both the orientation of the diffusion and its strength. Based on the stochastic Thiele equation, we 
can explain the observed anisotropic diffusion as a result of the elliptical deformation of the 
skyrmions by the application of the in-plane field. 
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Magnetic skyrmions, topologically stabilized spin structures, allow for a wide range of promising room 
temperature applications in logic, data storage, probabilistic computing, and many other areas [1-6]. 
Skyrmions can be stabilized by the chiral Dzyaloshinskii-Moriya Interaction (DMI) [7-8] arising in bulk 
systems with broken inversion symmetry such as B20 compounds [9-11], as well as in thin multilayered 
films with structural inversion asymmetry [12-14]. It has been demonstrated that it is possible to 
reproducibly write and delete single skyrmions [14-15]. Furthermore, reproducible skyrmion 
displacement in heavy-metal/ferromagnet thin film heterostructures by the highly efficient spin orbit 
torques (SOT) generated through the interface that also provides the homochiral character of the spin 
textures, has been thoroughly investigated [15-19]. While current-induced skyrmion dynamics has 
been a major field of study in skyrmionics research due to the promising applications in storage and 
logic devices, studies investigating thermally induced skyrmion dynamics have been elusive so far. This 
has been frequently based on the common view that thermal diffusion is strongly suppressed in 
magnetic systems in which the damping is typically small [20]. It has just recently been shown that in 
specially tailored low-pinning multilayers pure isotropic skyrmion diffusion at room temperature can 
be achieved [6, 21-23]. By changing the sample temperature, one obtains control over the diffusion 
strength, since the diffusion coefficient depends exponentially on the temperature in case of a non-
flat energy landscape as present in the experimental samples [6]. However, in order to use skyrmion 
diffusion, one needs to control and for instance confine the diffusion along a certain direction which 
can then possibly enable an implementation of skyrmion based Brownian circuits [24].   

While diffusion of skyrmions is a recent finding, it is well established in the field of soft matter, where 
diffusive motion of particles [25] has been observed already in 1827 by Robert Brown and was first 
theoretically described by Albert Einstein, who established a relation between the friction coefficient 
of a Brownian particle and its diffusion coefficient [26]. In the extensive subsequent investigations, it 
was shown that uniaxial fabricated ellipsoid particles exhibit stronger diffusion parallel than 
perpendicular to their long axis leading to anisotropic translational Brownian diffusion [27-28]. This 
suggests that one can control diffusion by changing the particle shape. Nevertheless, in soft matter 
systems one cannot change the particle shape after the experiment has started so that there is limited 
control during the experiment. However, in magnetic systems, a flexible dynamic change of the 
skyrmion shape could be envisaged as a unique approach that provides flexible dynamic control of 
skyrmion diffusion. 
 
Thus, in this study, we explore the effects of applied fields as means to control the diffusive motion of 
skyrmions in a CoFeB-based thin film metal-multilayer system with perpendicular magnetic 
anisotropy. By Kerr microscopy we determine the diffusion properties under the application of an in-
plane (IP) field oriented along a selected direction. We find that application of in-plane fields leads to 
anisotropic diffusion allowing one to control the diffusion direction and amplitude over a wide range, 
which can be explained theoretically based on an extended Thiele equation by a combination of 
analytical and numerical calculations. 
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The investigated Ta(5 nm)/Co20Fe60B20(1 nm)/Ta(0.08 nm)/MgO(2 nm)/Ta(5 nm) materials stack was 
deposited via dc-magnetron sputtering on a Si/SiO2 substrate and the growth details as well as the 
material characterization can be found in Ref. [6] where skyrmion diffusion was established in 
nominally identical samples. We obtain a typical hour-glass shaped hysteresis loop indicating the 
presence of a magnetic stripe or skyrmion phase [29]. A low effective anisotropy and saturation 
magnetization allow substantial changes in the domain alignment by small magnetic field changes. 
 
By changing the applied out-of-plane (OOP) field we can tune the skyrmion diameter, which we set to 
about 1.5 µm by fixing the OOP-field to 0.3 mT. The topologically non-trivial character of the skyrmions 
has been checked by displacement via spin-orbit torques [16]. In order to image the diffusion 
dynamics, we use a magneto-optical Kerr effect (MOKE) microscope with a time resolution of 62.5 ms. 
To achieve significant diffusion that is still detectable within the given time resolution we set the 
sample temperature to 303 K using a Peltier element, leading to an increased diffusion coefficient 
compared to room temperature [6]. We use ImageJ’s TrackMate plugin [30] to identify and track 
skyrmions during their diffusive motion. The hereby obtained skyrmion tracks are then used to 
investigate the time dependence of the mean-squared displacement that is fitted using a linear 
dependence to obtain the diffusion coefficients [6]. 
 
To go beyond the previous observation of isotropic diffusion [6], we need to break the in-plane 
symmetry. To this end, we probe the influence of an in-plane field along a selected direction on the 
diffusion properties. To visualize the effect, we assume the applied field direction as the x-axis and we 
now separately show in Fig. 1 the projected mean squared displacement (MSD): 
 

MSD𝑥 = ⟨(𝑥(𝑡) − 𝑥(0))
2

⟩ = 2D𝑥𝑡      (1) 

 
parallel (MSDx) and perpendicular (MSDy) to the x-axis IP-field as a function of time.  
Firstly, we observe that at zero IP-field the MSD parallel and perpendicular to the IP-field axis overlap 
within the error bars, as expected for the case of isotropic diffusion.  
Next, we study the effect of the IP-field systematically by measuring the diffusive motion for several 
IP-field values. We calculate the diffusion coefficient parallel (Dx) and perpendicular (Dy) to the IP-field 
axis according to Eq. (1) as shown in Fig. 2.  
The first striking observation is that upon IP-field application, a significant decrease of the absolute 
value of the diffusion coefficient occurs (Fig. 2(a)). Therefore, as a first key result, we can tune the 
magnitude of the diffusion coefficient over a sizeable range dynamically, while previous handles to 
change the diffusion coefficient like temperature [6] are less practical as a fast and flexible control 
parameter. 
As the second key result, we see strongly different diffusive behavior parallel and perpendicular to the 
IP-field axis (Fig. 2(a)). The ratio of the diffusion coefficients Dx/Dy is shown in Fig. 2(b). Starting at a 
ratio of 1 indicating isotropic diffusion at zero IP-field, we find that above a threshold field of about 1 
mT, the ratio starts to increase up to a value of (1.46±0.27) at the maximum IP-field of 2 mT used in 
this study. For even higher IP-fields the skyrmions in these samples are destabilized by the IP-field and 
start to break up into stripes so that we cannot reliably determine the skyrmion diffusion.  
 
We therefore find that by applying an in-plane field in a selected direction, we can generate 
anisotropic diffusion. This provides a new means to steer the thermal skyrmion motion. This is 
interesting not just from a fundamental science perspective but also for potential applications, where 
in previous studies the authors have patterned geometrically a skyrmion circuit to steer diffusive 
skyrmion motion [22, 24]. 
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As the next step we need to understand the origin of the observed anisotropic diffusion dynamics. 
Fundamentally, there are different possible origins as the in-plane field changes the skyrmion shape, 
the domain wall delineating the skyrmion, as well as the average in-plane magnetization in the sample. 
In the field of soft matter, it is known that particles with an anisotropic shape such as elongation show 
anisotropic diffusion with different diffusion coefficients along the long and the short axis [27-28]. 
Drawing on this experience, we study the shape of the skyrmion and determine the skyrmion diameter 
size parallel and perpendicular to the IP-field axis. We fit each tracked skyrmion in each frame by a 2D 
Gaussian function: 
 

𝑓(𝑥, 𝑦) = 𝐴 𝑒𝑥𝑝 (− ((
(𝑥−𝑥0)2

2 𝜎𝑥
2 )  +  (

(𝑦−𝑦0)2

2 𝜎𝑦
2 )))    (2) 

 

with the size sx =2√2 𝑙𝑛(2)  𝜎𝑥 parallel and sy =2√2 𝑙𝑛(2)  𝜎𝑦 perpendicular to the IP-field axis given 

by the FWHM. We note that due to the diffusive motion, as well as the influence of pinning sites the 
skyrmion shape might be distorted in single frames, while the small error bars presented in Fig. 3 are 
based on the statistics from averaging over all skyrmions and frames. Averaging over all frames leads 
to the field dependence of the skyrmion size shown in Fig. 3. While the size perpendicular to the field 
direction just slightly decreases with increasing IP-field, one can observe a strong increase of the 
skyrmion size above a field of ca. 1 mT as shown in Fig. 3(a). This in turn leads to an increase of the 
size ratio above a threshold IP-field of ca. 1 mT as shown in Fig 3(b). We note that the threshold field 
for the skyrmion size is in line with the observed threshold field for the diffusion coefficients. 
As a next step we have to thus check theoretically if our result of an anisotropic shape is expected to 
lead to anisotropic diffusion. 
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Figure 1. Mean squared displacement MSDx (blue) and MSDy (red) as a function of time under 
application of a magnetic in-plane field of 0 mT (solid), 1 mT (dashed) and 2 mT (dotted). While the 
displacement without IP-field application shows isotropic diffusion within the error bars, application 
of an IP-field leads to an increasing anisotropic behaviour. 
 

 
Figure 2. (a) Diffusion coefficients Dx and Dy as a function of magnetic in-plane field. The application 
of an IP-field leads to a decrease of the diffusion coefficients as well as (b) an increase of the ratio of 
the diffusion coefficients Dx/Dy identifying anisotropic diffusion. 
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Figure 3. (a) Skyrmion size sx and sy as a function of magnetic in-plane field. The application of an IP-
field leads to an elongation of the skyrmion parallel to the field axis. (b) This subsequently leads to an 
increase of the size ratio sx/sy upon IP-field application. 
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To investigate theoretically the influence of the skyrmion shape on the diffusive dynamics of skyrmions 
we start with an analytical model of skyrmion diffusion. In the first theoretical study [20] of thermal 
skyrmion diffusion the following expression for the diffusion coefficient of a rotationally symmetric 
skyrmion in a rotationally and translationally invariant two-dimensional film was derived from Thiele’s 
equation [31]: 
  

Diso = 𝑘B𝑇
𝛼𝐷T

(𝛼𝐷T)2 + 𝐺2
 (3) 

 

with the gyrocoupling 𝐺 = 𝑀2𝑑 𝛾⁄ ∫ 𝑺 ⋅ (𝜕𝑥𝑺 × 𝜕𝑦𝑺)𝑑2𝑟 = 4𝑄 𝑀2𝑑 𝛾⁄  and 2𝐷T being the trace over 

the dissipative tensor 𝐷𝑖𝑗 = 𝑀2𝑑 𝛾⁄ ∫ 𝜕𝑖𝑺𝜕𝑗𝑺𝑑2𝑟. Note, that only the dissipative tensor depends on 

the skyrmion profile whereas the gyrocoupling is a topological invariant. Eq. (3) describes isotropic 

diffusive motion with MSD𝑥 = MSD𝑦 = 2 Diso𝑡  and its validity was demonstrated via atomistic spin 

simulations [6, 32].   
However, if the rotational symmetry of the magnetic texture is broken, the dissipation tensor becomes 
anisotropic which consequently leads to different dynamics along different axes of the skyrmion. For 
current driven motion of spin structures with broken rotational symmetry the anisotropy of the 
skyrmion dynamics was recently predicted [33-34].  
As anisotropic diffusion dynamics has so far not been treated in literature, we here derive the 
generalization of Eq. (3) for a general dissipative tensor starting from Thiele’s equation. Thiele’s 
equation describes the movement of a rigid magnetic texture and reads as 𝐺 × 𝑣 + 𝛼𝐷𝑣 = 𝐹 where 
𝐺 × 𝑣 is the gyrotropic force, 𝛼𝐷𝑣 is the dissipative force and 𝐹 is an applied force. In the case of 
thermal diffusion, the applied force is a fluctuating, stochastic force leading to a Brownian-type motion 
of the skyrmion. In the so-called “low” noise limit its autocorrelation is given via [35]: 
 

⟨𝐹𝑖(𝑡)𝐹𝑗(𝑡′)⟩ = 2𝛼𝑘B𝑇𝐷𝑖𝑗𝛿(𝑡 − 𝑡′). (4) 

 
By expressing the cross product in the gyrotropic force via a skew-symmetric matrix skew[𝐺] Thiele’s 
equation can be rewritten as: 
 

𝑣 = (skew[𝐺] + 𝛼𝐷)−1𝐹 (5) 

 
which, together with Eq. (4), allows for the calculation of the velocity autocorrelation function 

⟨𝑣𝑖(𝑡)𝑣𝑗(𝑡′)⟩. Finally, time integration 𝑟(𝑡) = ∫ 𝑣
𝑡

0
(𝜏)𝑑𝜏 yields for the diffusion tensor 

 

D =  (
⟨𝑥2(𝑡)⟩ ⟨𝑥𝑦(𝑡)⟩

⟨𝑥𝑦(𝑡)⟩ ⟨𝑦2(𝑡)⟩
) /2𝑡 =

𝑘B𝑇

𝛼2(𝐷𝑥𝑥𝐷𝑦𝑦−𝐷𝑥𝑦
2 )+𝐺2 (

𝛼𝐷𝑦𝑦 −𝛼𝐷𝑥𝑦

−𝛼𝐷𝑥𝑦 𝛼𝐷𝑥𝑥
). (6) 

 
As the diffusion tensor and the dissipation tensor are both diagonalizable and connected via Eq. (6), 
we will choose for the following discussion a coordinate system for which the off-diagonal terms in 
both tensors vanish, i.e. ⟨𝑥𝑦(𝑡)⟩ = 0. For simplicity, the diagonal elements of the diffusion tensor will 
be referred to as D𝑥 and D𝑦 in what follows, with ⟨𝑥2(𝑡)⟩ = 2D𝑥𝑡 and ⟨𝑦2(𝑡)⟩ = 2D𝑦𝑡.  

The anisotropy of the diffusive motion can most readily be characterized by the ratio D𝑥 D𝑦⁄ .  Eq. (6) 

predicts that this ratio can be expressed as 𝐷𝑦𝑦 𝐷𝑥𝑥⁄  which implies anisotropic diffusion for spin 

textures with 𝐷𝑦𝑦 ≠ 𝐷𝑥𝑥. In most systems, skyrmions are found to be of circular shape resulting in 

isotropic behavior with 𝐷𝑥𝑥 = 𝐷𝑦𝑦. However, it has been recently demonstrated [33, 36] that an 

applied in-plane field can lead to an anisotropic skyrmion profile. When we now feed this into our 
generalized calculation, this consequently leads to different dissipation tensor elements for the 
directions along the in-plane field and orthogonal to it. 
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As the deformation can be continuously tuned by varying the strength of the applied in-plane field, 
this should, according to theoretical predictions derived above, allow for a transition from isotropic to 
anisotropic diffusive motion. While we can thus qualitatively understand the experimental results, we 
next test the analytically derived dependence of the skyrmion diffusion on the skyrmion profile by 
micromagnetic simulations using Mumax [37]. The following magnetic material parameters were used: 
Dzyaloshinskii-Moriya interaction (D = 0.0985 mJ/m2), exchange stiffness constant (A = 2.46 10-12 J/m ), 
saturation magnetization (MS = 9.8 105 A/m), perpendicular magnetic anisotropy (Keff  = 6.4 104 J/m3). 
The skyrmion profile was equilibrated under the application of different IP-fields at an OOP-field of 
0.2mT. The size parallel (x-axis) and perpendicular (y-axis) to the IP-field axis is shown in Fig. 4. The 
skyrmion elongates strongly parallel and shortens slightly perpendicular to the IP-field above a certain 
threshold field of ca. 0.75 mT. We here find not only qualitative agreement but also quantitative 
agreement with the experimentally observed behavior, when the used parameters are also 
comparable to the ones obtained experimentally. The size ratio sx/sy shown in Fig. 4(b) reproduces the 
experimental results with a flat behavior up to the threshold of about 0.75 mT followed by an increase 
of this ratio. 

 

Next the simulated skyrmion profile was used to numerically calculate the dissipation tensor elements 
𝐷𝑥𝑥 and 𝐷𝑦𝑦 to obtain also quantitative insights into the expected anisotropy of the diffusion. Since 

the dissipation tensor elements are directly connected to the diffusion coefficients Dx and Dy as derived 
above we directly calculate these as presented in Fig. 5(a), where we assume that α = 0.01. Based on 
the obtained size-field dependence, we obtain above the threshold field of 0.75 mT a slightly increased 
diffusion parallel to the IP-field axis while the diffusion coefficients decrease strongly perpendicular to 
the IP-field. We find that the numerically obtained ratio Dx/Dy of the diffusion coefficients shown in 
Fig. 5(b) agrees with the experimental results. 
 
Thus, by comparing theory and experiment, we identify that the origin of the observed anisotropic 
diffusion induced by an IP-field is the deformation of the skyrmion shape due to this field. Analytical 
calculations reproduce the trend that non-spherical skyrmions lead to anisotropic diffusion due to non-
symmetric dissipation tensor elements and numerical calculations allow us to quantitatively reproduce 
the experimentally found skyrmion shape deformation, which when entered into the analytical 
calculation reproduces the anisotropy of the diffusion even quantitatively with good fidelity. 
 
Finally, we note that our theory does not reproduce all details of the experimental results. In particular, 
we are not able to reproduce the observed strong decreases of both diffusion coefficients upon IP-
field application. This means that there needs to be an additional mechanism, which scales both 
diffusion coefficients in a similar fashion leading to a strong decrease of both coefficients upon IP-field 
application while preserving the anisotropic diffusion ratio. A possible source of this discrepancy is the 
fact that theoretically, we have considered free skyrmion diffusion in a flat energy potential landscape. 
In a non-flat energy potential landscape, it has been shown that the influence of pinning sites leads to 
a clear exponential dependence of the diffusion coefficient on temperature and by that to a deviation 
from the pinning free case [6]. As pinning of the skyrmions can be affected by the change in the shape 
and size, this could then affect the absolute values of the diffusion coefficients. The details of this are 
however beyond the scope of the current investigation and could be studied in future work. 
 
 



9 
 

 
Figure 4. (a) Numerically simulated skyrmion size sx and sy as a function of magnetic in-plane field. The 
application of an IP-field leads to an elongation of the skyrmion parallel to the field axis and a decrease 
perpendicular to it. (b) This in turn increases the size ratio sx/sy upon IP-field application. 
 

 
Figure 5. (a) Calculated diffusion coefficients Dx and Dy following Eq. 6 using the numerically 
determined dissipative tensor elements as a function of magnetic in-plane field. The application of an 
IP-field leads to an increase of the diffusion coefficient parallel to the IP-field axis and a decrease 
perpendicular to it. (b) An increase of the ratio of the diffusion coefficients Dx/Dy and therefore 
anisotropic diffusion upon IP-field application follows. 
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In conclusion, using time resolved MOKE microscopy we observe skyrmion diffusion whose magnitude 
and anisotropy we control by the strength and direction of an applied IP-field. We identify a 
dependence of the anisotropy of the skyrmion shape on the IP-field that is similar to the field-
dependence of the diffusion anisotropy. To understand this, we perform analytical calculations, from 
which we obtain a connection between the diffusion tensor and the dissipation tensor, which depends 
on the skyrmion shape. Carrying out additional micromagnetic simulations and numerical calculations 
we obtain qualitative as well as quantitative agreement with the experimentally observed behavior. 
Thus, our findings reveal how by tuning the shape of the skyrmion by a magnetic field we are able to 
control the diffusive dynamics. Given the fact that the skyrmion shape can be controlled by a variety 
of additional means including dynamic strain and strongly elliptical skyrmions have been observed 
[38], our findings open a range of possible handles to control diffusive dynamics. And it is exactly this 
type of control that will enable the implementation of skyrmion diffusion-based applications such as 
the proposed non-conventional logic [21].  
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