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Introduction _

1. Introduction

Cancer is a worldwide leading cause of death.! Research is now focusing on
improving cancer diagnosis and treatments. As a result, the number of cancer
survivors slowly increases due to advances in early detection and treatment.” Most
diagnostic techniques require contrast agents. Contrast agents for clinical imaging
such as magnetic resonance imaging (MRI) or computed tomography (CT) still
suffer from drawbacks such as high osmotic pressure and high viscosity of the
contrast agent infusion solutions, which cause pain in the veins of the patients. The
time window for the imaging process is limited because most contrast agents are
excreted through the kidneys within minutes.”” A distribution of the contrast agent
over the whole body yields an unnecessary exposure of the rest of the body that is
not in the focus of interest. Additionally, the contrast agent is diluted over the whole
body resulting in a lower contrast enhancing effect that has to be counterbalanced by
applying higher amounts of contrast agents.

Nanomedicine is a promising area in cancer research as it offers benefits that
are not otherwise available. By entrapment into nanocarriers, a cargo, for instance a
drug, is shielded from its environment. This feature allows for the transport of
sensitive molecules such as siRNA.® The toxicity of harmful substances is reduced
because the nanocarriers matrix is shielding entrapped drugs from the environment.
Molecules with poor water solubility are available for biomedical applications in
form of nanoparticles dispersed in water. Selective drug transport using passive or
active targeting further reduces the dose of drug needed for a sufficient therapy.
Osmotic pressure and viscosity are reduced as several molecules are bundled into
one nanocarrier.’ Circulation times can be enhanced by the use of stealth materials,”
extending the time window for the imaging process. The efficacy of MRI contrast
agents can be boosted by their encapsulation into nanocapsules.” The non-invasive
detection of clinically occult metastases was possible with iron oxide-based
nanoparticles via MRI."

The miniemulsion process is a well-known method for the synthesis of
nanocarriers. Droplets in the nanometer range are obtained by high energy input such
as sonication or high pressure homogenization. The droplets act as independent

reaction vessels. Hydrophobic or hydrophilic compounds can be entrapped into
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nanoparticles or nanocapsules dispersed in water. Whereas for hydrophobic
compounds the direct miniemulsion is a suitable synthesis route, hydrophilic
compounds require a two-step route. The synthesis is carried out in a water-in-oil
dispersion. After the synthesis, the nanoparticles can be transferred into water,
making the nanocarriers suitable for biomedical applications.

Upon higher loadings, leakage is limiting the encapsulation capacity of
nanocapsules. The local contrast agent concentration and hence, the contrast
enhancing effect are restricted by leakage from the nanocarriers. To enable a higher
loading capacity of nanocapsules, the issue of leakage has to be addressed. One
possibility to reduce diffusion is the incorporation of crystalline domains into the
nanocapsules shell. Crystalline domains act as obstacles and elongate therefore the
diffusion pathway. Nanocapsules are synthesized using a semi-crystalline polymer.
The shell of the nanocapsules is creating a confinement for the crystallization
process. Moreover, crystallization in confinement is known to differ from bulk. The
degree of crystallinity can be varied by the shell thickness and by the choice of
monomers. The impact of the degree of crystallinity on the diffusion is monitored.

Gadobutrol is a commercial MRI contrast agent. In a previous work it was
observed that encapsulation into nanocapsules can boost the efficacy of MRI contrast
agents.” The encapsulation was so far limited because leakage occurred due to
osmotic pressure. The use of a semi-crystalline shell enables the encapsulation of
higher amounts of contrast agent by maintaining a sufficient water exchange crucial
for MRI contrast agents.

CT requires even higher amounts of contrast agents than MRL'' Aiming at
higher loadings, nanoparticles are presented here as CT contrast agents.

It is suitable to combine diagnostic and therapy. If the medical imaging is
revealing the need for a treatment, it is of interest that nanocarriers target the area of
interest. To enable controlled release at the target site, a protein is included as
trigger.

The thesis is subdivided as follows. After this introductory chapter, the
theoretical background of this thesis is presented in Chapter 2. Short introductions
about the most important techniques relevant for this thesis are given in Chapter 3.
Chapter 4 is subdivided into four sections according to the above mentioned topics.

Each section in Chapter 4 is summarized by an abstract at their beginning, followed
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by an introduction, which is giving a short overview over the state of the art of the
respective topic and highlighting the motivation for the project, by the materials and

methods part, and by the results and discussion part.



W Theoretical Background

2. Theoretical Background

First of all, the terms "nanoparticles" and "nanocapsules" are defined in
Section 2.1. As diffusion is of major importance for the encapsulation of a cargo into
nanocarriers, diffusion and the role of the crystallinity of the matrix are explained.
Section 2.3 deals with crystallization in confinement, as it is the case for
crystallization in nanocapsules. Semi-crystalline nanocapsules are shown to be
suitable for encapsulation of magnetic resonance imaging (MRI) contrast agents.
Thus, the underlying physics of MRI and MRI contrast agents are introduced in
Section 2.4. Furthermore, nanoscale contrast agents for computed tomography (CT)
are presented in this thesis. In Section 2.5, the basic principles of computed
tomography are presented. Since triggered release is an important aspect of drug
delivery, different stimuli and release mechanisms are presented in Section 2.6. In
Chapter 4 the state of the art for each topic is given in the respective introductory

section.

2.1. Nanoparticles and Nanocapsules

IUPAC (International Union of Pure and Applied Chemistry) is defining
nanoparticles as particles of any shape in the nanometer size range. A nanocapsule is
defined by IUPAC as a "hollow nanoparticle composed of a solid shell that

nl2 Thus, the term

surrounds a core-forming space available to entrap substances.
"nanoparticle" includes nanoparticles with a solid core as well as nanocapsules. If
the term "nanoparticle" is used in contrast to nanocapsules, it is often referring to

solid particles consisting of one single phase (Figure 1).
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nanoparticle

nanoparticle nanocapsule

Figure 1: Nomenclature of nanoparticles and nanocapsules. The term "nanoparticle"
summarizes all kinds of solid particles in the nanometer size range. Depending on the
context, the term "nanoparticle" can also refer to solid core nanoparticles consisting of one

phase in contrast to nanocapsules that are exhibiting a core-shell structure.

In this thesis, polymeric nanoparticles with a solid core and nanocapsules
with a liquid core are presented. The synthesis was performed via the miniemulsion
process that will be introduced in Section 4.1.4.1. The miniemulsion process is a
novel method to encapsulate a cargo into nanoparticles. For the encapsulation of a
cargo into nanoparticles, the permeability of the nanoparticle matrix for the

encapsulated cargo and the resulting diffusion processes play a major role.

2.2. Permeability and Diffusion

Permeability through polymer films is a very important property in some
applications such as food packaging'® or membrane filtration.'* Permeability can be
described as the product of sorption and diffusion (eq. 1):"°

P=D-S (1)

Pappenheimer et al. were the first to report the pore theory to describe
exchange mechanism by diffusion in biological membranes.'* Renkin extended the
work of Pappenheimer et al. from biological to artificial membranes and verified the
validity of prediction of diffusion calculations.'®

The nature of the permeant is crucial to predict diffusion. The aggregation
state (gas, liquid, solid), the size, the polarity, the osmotic pressure (which is

depending on the local concentration of the permeant), and the partition coefficient
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of the permeant play a key role in the diffusion process.

The matrix is also important in the diffusion process. Indeed, the nature of
the matrix, the thickness (the length of the diffusion pathway),” and the solubility of
the permeant in the matrix influence the diffusion. The crystallinity of the matrix
also influences the diffusion for two reasons. Firstly, the sorption of the permeant to
the matrix is proportional to the amorphous, i.e. non-crystalline part of the material.
Secondly, the crystalline domains are impermeable obstacles. Therefore, diffusion
takes place through amorphous parts around the crystalline domains, resulting in an

elongated diffusion pathway (Figure 2)."

Figure 2: Crystalline domains (green) act as impermeable obstacles. Thus, the diffusion of a
permeant (orange) has to go around the crystalline domains through the amorphous parts,

resulting in a longer diffusion pathway.

In thin membranes, diffusion might take place very fast due to the short
diffusion pathway. A major drawback of nanocapsules in comparison with
microcapsules is the thinner shell, which can result in leakage of encapsulated
payloads. One way to reduce diffusion is to use a semi-crystalline material as the
shell in nanocapsules.'”"

In polymeric nanocapsules, the crystallites in the shell experience a strong
confinement. Crystallization in confinement is known to differ strongly from

crystallization in bulk. Chapter 2.3 will focus on the confinement effect on the

crystallization behavior.
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2.3. Crystallization in Confinement

Whereas in bulk heterogeneous nucleation is the preferred nucleation
mechanism, in confinement homogeneous nucleation can take place. The absence of
heterogeneous nucleation is observed as a decrease in the crystallization
temperature.20

There are different reported approaches to isolate samples in small volumes
to observe the effect of confinement. The most popular phenomenon, which can be
observed in nature, is the crystallization of water droplets in clouds. The
crystallization temperature of water in clouds is decreased from 0 °C to

near -40 °C.21?

Molecular dynamic simulations of Johnston ef al. show that the
melting temperature in small water droplets is decreasing with decreasing water
droplet size from 4.7 to 1 nm radius.”

Another method is the entrapment of a crystallizable material in pores™* or
encapsulation in micro- or nanocapsules.”> In polymeric nanocapsules with a
semi-crystalline shell, crystallites can only grow inside a thin nanocapsules shell that
is sandwiched between the inner and the outer liquid phase. The growth of the

crystallites is limited by the thickness of the nanocapsules shell as well as by the

curvature of the nanocapsule (Figure 3).

Figure 3: Scheme of possible distribution of crystalline domains (green) in a semi-

crystalline nanocapsules shell.

Schneider et al. calculated the energy of crystalline domains of different
shapes on a spherical surface such as colloidal crystals on emulsion droplets and
studied the impact of curvature on the shape of crystalline domains using continuum
elasticity theory and simulations. They suggest that defects in the crystalline
domains allow for curved shapes to fit the curved surface.?

In this thesis, the focus is on the crystallization of a semi-crystalline polymer




W Theoretical Background

in the nanocapsule shell. In Chapter 4.1, more detailed information on the
crystallization behavior of semi-crystalline polymers in confinements such as

nanocapsule shells will be given.

2.4. MRI Contrast Agents and Possibilities to Increase Relaxivity

In this thesis, nanocontainers with the ability to increase the efficacy of a
commercial MRI contrast agent will be presented. To understand the factors defining

the resulting contrast of an MRI, the basic principles of MRI will be explained.

2.4.1. Basic Principles of NMR, MRI, and Relaxation Times

In a magnetic field, nuclear energy levels split up due to Zeeman splitting and
the nuclear spins align parallel to the magnetic field, resulting in a nuclear
magnetization (Figure 4).%” In terms of classical physics, this nuclear magnetization
is rotating at the Larmor frequency around the direction of the magnetic field (z-axis)
due to its angular momentum and its magnetic moment. In 1946, Edwards Mills
Purcell was the first to demonstrate the absorption of a radio frequency (RF) pulse at
the Larmor frequency by the nuclear spin system, leading to an excitation of the spin
system to a higher energy level.”® In the same year, Felix Bloch observed the
spontaneous emission of RF after excitation.”” These observations were the
beginning of nuclear magnetic resonance (NMR) spectroscopy and were awarded

with a Nobel Prize in 1952, *°
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b
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Figure 4: The nuclear spin system: a) Without magnetic field B, all spins have a random
orientation. b) In a magnetic field, the energy levels split up and the spins are aligning
parallel to the magnetic field. The difference between the energy levels is AE. A nuclear
magnetization M, is observable. c¢) The nuclear spin system after excitation by absorption of

an RF pulse. The resulting nuclear magnetization is now antiparallel to the magnetic field.

To be absorbed, the applied RF pulse has to fit the difference between the
energy levels AE, which can be calculated from the Larmor frequency v and the
Planck’s constant 4 (eq. 2):

AE =hv (2)

The term ‘magnetic resonance’ (MR) is referring to the absorption process of
the resonant RF pulse. To detect an NMR signal, the nuclear magnetization is turned
by 90°, inducing a signal in a nearby coil due to its precession.

The transition from the excited state into the ground state is described by two
processes: the longitudinal and the transversal relaxation. The longitudinal relaxation
process is affecting the total energy of the spin system. The transversal relaxation is
describing the loss of the polarization transversal to the applied magnetic field. To
characterize the relaxation processes, Bloch introduced the relaxation times 7 and
T>.*' Magnetic resonance imaging (MRI) is mapping the distribution of the different
relaxation times. In soft tissue, different water mobilities and therefore different T
and 75 times of the water proton nuclei are present. In a 7 time weighted MRI tissue
with a high water mobility is appearing dark as it exhibits a long 7; time (e.g.,
cerebrospinal fluid in the brain 77 = 3 s at 1.5 T). In tissue where the diffusion of
water molecules is restricted, the 7 time is shorter (e.g., for gray matter in the brain,
T1=921 ms at 1.5 T) and the tissue is appearing brighter.32

MRI contrast agents are used to enhance the contrast in MRI images. The
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magnetic moment of a paramagnetic compound interacts with the magnetization of
the hydrogen nuclei, allowing a faster relaxation process and shorting therefore the
T, time. The most paramagnetic and stable metal ion is Gd** with seven unpaired
electrons, exhibiting a large magnetic moment and a long electron spin relaxation
time. As free Gd*" is highly toxic (intravenous LDs in mice: 0.2 mmol kg '),* stable
chelates of gadolinium are used as MRI contrast agents. By applying a paramagnetic

contrast agent, the tissue appears brighter than before.*

2.4.2. General Factors Affecting Relaxivity

Relaxivity is giving the efficiency of MRI contrast agents to enhance the
contrast by shortening the relaxation time.>* By increasing the efficiency of contrast
agents, their doses and the side effects for the patients can be reduced. Thus,
understanding how contrast agents are influencing the relaxation time of water is
crucial for engineering more efficient contrast agents.

The relaxation of aqueous protons in the presence of paramagnetic ions is
dominated by the interaction between electronic spins of the paramagnetic ions and
the nuclear spins of the water protons. In 1946, Bloch, Hansen, and Packard were the
first to report the influence of paramagnetic ions on the proton relaxation time.** In
1948, Bloembergen, Purcell, and Pound screened different paramagnetic ions for
their impact on the water proton relaxation times 7; and 7>.> Solomon reported in
1955 the proton—electron spin dipole-dipole interaction®® and Bloembergen et al.
showed in 1957 and 1961 the isotropic proton electron spin exchange.’’”* The ion
tumbling time, which can be controlled by the temperature, is influencing the
interaction between protons and electrons.>”

Gd’"chelates are able to bind water molecules in their coordination sphere,
which are chemically exchanged with water molecules from the surrounding bulk
water. The surrounding water protons, which are not directly bond to the metal ion,
are also experiencing the paramagnetic effect. Thus, the interactions between
contrast agent and water protons can be described by an inner and an outer sphere
contribution.

The relaxivity of current contrast agents is mainly limited by the rotation of
the contrast agent molecule and by the water exchange.”® By slowing down the

rotation of the contrast agent (e.g., by increasing its molecular weight), the relaxivity

10
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is increased.”” The water exchange rate is influenced by the choice of the chelating
agents.” The diffusion of the surrounding water molecules is also influencing the

relaxivity (Figure 5).*!

‘vv,

b

" ’(g — *

e’ ‘p
$

Figure 5: Factors influencing relaxivity: The coordinated water molecule can be exchanged
with molecules from the bulk at the exchange rate 'Q . The correlation time T is describing
the rotation of the whole Gd** complex and T the diffusion of the surrounding solvent

molecules. The coordination sphere, surrounding the Gd** ion, is depicted in black.

The mobility of the contrast agent can also be reduced by attachment of the
contrast agent molecules to a nanoparticle surface*> or by confining the space
through encapsulation into nanocontainers while maintaining a high exchange of

4% By chemically binding or

water molecules through the confining matrix.
physically entrapping the contrast agent molecules in nanocarriers, the dilution of the
contrast agents in blood is prevented. Targeting allows the nanocapsules for
accumulating at the respective region of interest which results in high local contrast
agent concentrations. Active targeting can be achieved by binding targeting moieties
on the nanocapsule surface. Passive targeting is describing the cell uptake by
macrophages that recognize any foreign material in the blood stream. Macrophages
transport nanoparticles to the liver and the spleen.” Furthermore, the osmotic
pressure in the blood stream, which correlates with the number of injected
molecules, is reduced, as several contrast agent molecules are bundled to form one
nanocarrier. This is favorable, as all clinically used gadolinium chelate formulations
46,47

are hypertonic.

Local high contrast agent concentrations are not the only requirements to

11
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ensure a high contrast. In combination with targeting moieties on the surface of the
nanocarriers, the region of interest can be directly addressed and the amount of
needed contrast agent further reduced. A sustainable water exchange is crucial for a
high relaxivity. Thus, bundling Gd** ions into nanoparticles is not automatically
yielding high relaxivities. A NaYF4Tm,Yb shell of 4nm grafted on
NaYF,:Er,Yb,Gd particles is enough to decrease the relaxivity of Gd** containing
nanoparticles to nearly zero.***’

Most nanoparticle systems are reporting high relaxivities but low local
Gd concentrations.** In Chapter 4.2, we will show how high concentrations and high

relaxivities can be combined by the use of nanocapsules with a semi-crystalline

polymer.

2.5. Computed Tomography (CT)

In 1895, Rontgen discovered an electromagnetic radiation with a wavelength
in the range of 0.01 to 10 nm and called it X-rays.® Soon after the discovery of X-
rays, the idea came up to use X-ray tomography (Greek: tomos = slice,
graphein = draw) as diagnostic tool in medicine. CT is still one of the most used
clinical diagnostic tools, as it is less expensive, less time consuming, and readily
available compared to other non-invasive imaging techniques.’

Although MRI is not using ionizing radiation and requires fewer amounts of
contrast agents, it is not a suitable method for every patient. Metal-based foreign
matter (e.g., implants, bullets or shrapnel) can cause severe damage to the patient
when brought into a strong magnetic field as it is required for MRL’' Even
non-ferromagnetic metal-based implants, which are considered as MRI-safe, can
cause artifacts during the MRI process.52 Thus, CT is an important alternative
imaging technique to MR

In clinical CT scanners, X-rays are generated when electrons are accelerated
from a cathode to colloid with a metal anode at high voltage (80-150 kVp
(kVp = peak kilovoltage)) in a vacuum tube. CT scanners image the absorption of X-
rays. The absorption is more effective when the density or the atomic number of a
material is high. Thus, bones are absorbing X-rays better than soft tissue. The

absorption of X-rays further increases when the radiation is matching the ionization

12
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energy of the material and an electron of the k-edge of an atom is released. X-rays
belong hence to the ionizing radiation.>*

For visualization of soft tissue by CT, contrast agents are needed. Suitable
CT contrast agents are atoms with a high atomic number, as iodine, barium or gold.
Additionally, the X-ray energy can be adjusted to match the ionization energy of the
applied contrast agent to increase further the absorption. To reach an effective
contrast enhancement, high doses (mM concentrations) of contrast agent are
required, which is an immense disadvantage of CT in comparison with other
non-invasive imaging techniques such as MRI (uM), positron emission tomography
(PET) (uM) or optical imaging (nM).”!

High doses of contrast agent are unfavourable especially in terms of osmotic

pressure, viscosity, and toxicity. Consequently, the reduction of the required dose of

CT contrast agents is an ongoing task.”

2.6. Triggered Release

The transport of a drug is considered successful if the drug is set free once
the target of interest is reached. Triggered release is a very important topic regarding
drug transport. Beside the degradation of the whole nanocarrier, release can be
realized through pores generated by the degradation of predetermined breaking
points in the nanocarriers' matrix. Mesoporous silica nanoparticles are presented as a
model system for the later. Entrapment is achieved by capping the pores, which have
a diameter of a few nanometers. Release is achieved by removing the caps. In
literature, a broad variety of stimuli-responsive gating systems is reported.>* The
stimuli can be a change of pH value, redox state, or temperature, photoirradiation or
enzymatic degradation.

Although this thesis is not dealing with mesoporous silica nanoparticles
(MSN), the release mechanisms presented in this chapter can be transferred to

polymeric nanocapsules.

2.6.1. pH-Responsive Release
Different structures can be triggered by a change of the pH value.

Polyelectrolytes are charged polymers with extended conformation due to ionic

13
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repulsion. By changing the pH value, the charges can vanish, e.g., by protonation of
carboxylic acid, and therefore, the electrostatic repulsion disappears. The gates
consisting of polyelectrolytes can open and the cargo is released.”® The ion—dipole
interaction between bisammonium stalks grafted in MSN surface and cucurbit[6]uril,
serving as a supramolecular cap works in a similar way. At pH 10, the bisammonium
groups become deprotonated and the cap is released together with the cargo.”’ Park
et al. presented a polypseudorotaxane-based gating system, which releases the cargo
upon protonation of a poly(ethylene-imine) at pH 5.5.%

Another approach is the use of materials that become soluble at a certain pH,
e.g., ZnO, which is stable at pH 7.4 but rapidly dissolves at pH < 5 5.7 Acid-labile

61,62

linkers, such as esters,” acetal groups, or boronate esters,’ are reported as gating

systems. At acidic pH, the chemical bonds break up and the gates open.

2.6.2. Temperature-Responsive Release

. . . . 64
By increasing the temperature, chemical bonds such as in azogroups,

peroxides,” or loosely arranged complexes® can decompose. Another phenomenon
observed under heating of a material is melting, e.g., of paraffin caps.”” Some
polymers exhibit a lower critical solution temperature (LCST) and become soluble
under heating, releasing their embedded cargo.®®

For applications in the body, the temperature for the trigger should be in the
physiological range. When higher temperatures are required, only part of some tissue
can be heated locally. Thus, the temperature has to be raised locally. A method to
induce local heating is the use of magnetic nanocrystals. Magnetic nanocrystals react
to magnetic actuation and can heat up their local environment. By targeting or by the
use of a magnet, the magnetic nanoparticles can be accumulated in the region of

interest (e.g., a tumor).64’66’68

The photothermal effect of metallic nanoparticles can
also be used to generate local heat (e.g., gold nanoparticles are able to absorb laser

light and to heat their surrounding medium).®’

2.6.3. Light-Responsive Release

Photo-irradiation can trigger the switch of trans to cis conformation in

molecules and vice versa.” As presented in Chapter 2.6.2, the induction of local

14
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heating by irradiation of metallic nanoparticles (plasmons) converts irradiation into
heat.®® Mal et al. reported photo-responsive coumarin derivatives grafted onto pores.
Upon irradiation, a reversible intermolecular dimerization of the coumarin
derivatives took place, forming a cyclobutane dimer. Release was achieved by

photocleavage of these dimers.”

2.6.4. Redox-Responsive Release

Disulfide groups are an often reported example of redox-responsive units.
Disulfide bonds can be found in proteins, defining their supramolecular structure.
The reduction of disulfide bonds to thiol groups is taking place in the body at many
places and a lot of enzymes are able to perform the reduction. 773

Another example are pseudorotaxanes formed of 1,5-dioxynaphthalene
derivatives as gateposts and cyclobis(paraquat-p-phenylene), a tetracation, as gate.

On reduction of the gate to bisradical dications the gates and the content is

74
released.

2.6.5. Enzyme-Responsive Release

Enzymes are able to disrupt disulfide bonds. Proteins can also be digested by
enzymes. In gating systems based on protein caps’> or whole nanocontainers based
on proteins,’® the release is achieved by enzymatic degradation. As degrading
enzyme, trypsin is often presented as model system.”””’® Other enzymes presented in
literature are, for instance, amidase and urease.’’

In this thesis, proteins are presented as predetermined breaking points. As
enzymes are readily available at the region of interest (cell uptake), the release of the
cargo should start as soon as the nanocontainers have reached their goal. Thus, no

additional action such as irradiation is needed.
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3. Characterization Methods

The characterization methods of major importance for this thesis are
presented and explained in the following chapter. The experimental details for the

characterization methods can be found in Chapter 4.2.

3.1. Inductively-Coupled Plasma Optical Emission
Spectrometry (ICP-OES)

Within this thesis, elemental quantification of gadolinium and iodine was
performed using ICP-OES. Since its invention in the 1960s, ICP-OES has become an
important technique for elemental analysis.”® In plasma environment the sample is
showing characteristic emission, which is wused for characterization and

quantification of the elements therein.”

The plasma, an ionized gas at high
temperatures (4000-8000 K), is formed out of charged particles (Ar" and ¢) that are
moving independently in an alternating electromagnetic field, generated by an
induction coil connected to a radiofrequency generator.*® The setup of an ICP-OES
is schematically shown in Figure 6.

Due to the high temperatures, most samples become completely atomized in
the plasma.®' Upon collision with charged particles, neutral particles become charged
and are excited to emit electromagnetic radiation in discrete lines, which are utilized
for elemental identification. The intensity of the emitted light at a certain wavelength
is proportional to the concentration with a constant linear relationship over 4—6
orders of magnitude. As some parameters in this function are still unknown, a
calibration curve has to be recorded for every element prior to analysis. Matrix
effects have also to be considered. Thus, the emission line should not overlap with

other emission lines from the matrix and the calibration solutions should be

dissolved in the same matrix as the sample.
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Ar plasma

spectrometer.

radiofrequency
generator

nebulizer )
perestaltic

pump

injector
waste gas (Ar) sample

Figure 6: Schematic setup of an ICP-OES: The sample as solution or dispersion is

spray
chamber

transferred to the nebulizer by a peristaltic pump. The nebulizer forms an aerosol out of the
sample and the carrier gas (argon) and sprays it into the spray chamber. Afterwards, the
aerosol in introduced into the plasma where it starts to show characteristic emission. The
emission is analyzed by a spectrometer. A radiofrequency generator is connected to the

induction coil wrapped around the torch to form the plasma via electromagnetic induction.

The benefits of ICP are the high sensitivity down to the ppb scale®® and a
broad concentration range. As all atoms and ions are emitting light in the plasma
environment, ICP is a multi-element technique, i.e. it allows a quick analysis of
several elements simultaneously, in contrary to element-orientated techniques like

AAS.»?
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3.2. Relaxivity

MRI contrast agents enhance the contrast during MRI measurements by
shortening the relaxation times. The relaxivity is the key property of an MRI contrast
agent, describing the contrast enhancing effect per contrast agent molecule. The
overall relaxation rate R is determined by the relaxivity r», the concentration of
contrast agent ¢ as well as the relaxation rate without any contrast agent, which is

called diamagnetic contribution'Y  (eq. 3):

Y Y (3)
The relaxation rate R is the inverse of the relaxation time 7 (eq. 4):
v~ P 4
Yy =
~

To determine the relaxivity of a contrast agent, the relaxation time is
measured for different contrast agent concentrations. The relaxation rate is plotted
against the concentration of the contrast agent and the relaxivity is obtained by a
linear fit.

The relaxivity of the encapsulated contrast agent has been determined for 7
and 7, relaxation times. 7; is the longitudinal relaxation time, 75 the spin—spin

relaxation time, which has been introduced in Chapter 2.4.

3.2.1. Saturation Recovery

Saturation recovery is a favorable method to measure the transversal
relaxation time 7;. To perform saturation recovery measurements, first a 90° RF
pulse is applied, turning the magnetization from the z-axis (direction of the magnetic
field) to the xy-plane. During the saturation delay 7, the nuclear spins evolve parallel
to By and the magnetization increases exponentially. After the time z, another 90° RF
pulse is applied in the same direction as the first pulse to detect the magnetization.
For not measuring the RF pulse itself, the data acquisition is starting after a dead

time (Figure 7). The measurement is repeated at different saturation delays z.
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’ dead
90A T 90A time

pulse ———3» pulse ———3 measurement

Figure 7: Pulse sequence for saturation recovery measurement. First a 90° pulse is applied,
which is disturbing the system. The spins are then allowed to evolve and after a certain time

7, another 90° pulse is applied. Then, after the dead time, the measurement is started.

The relaxation time can be calculated by mono-exponential fitting from the

decay curve of the intensity y plotted against the different saturation delays t
(eq. 5):*
®w Wwop Q) (%)

The equal distribution of spins is also called “saturated spins”. Therefore, this
method is referred to as “saturation recovery”.

Another method often used for measuring transversal relaxation times is the
inversion recovery, which is more accurate. To perform inversion recovery
measurements, the expected 7 time needs to be known prior to the measurement to
ensure that the spin system is relaxed before the next measurement starts.** As the
relaxation time is strongly influenced by several factors such as encapsulation,
saturation recovery was chosen to determine 7 relaxation times. To measure the 7>

relaxation rate, a different pulse sequence is necessary.

3.2.2. CPMG Method
The T, relaxation time was measured using the Carr—Purcell-Meiboom—Gill
spin echo method (CPMG method). This method is named after its inventors'

names.3]
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. dephasing re-phasing
90A of spin system 180A re-phasing complete

pulse ﬁ pulse — echo is formed

* *
271

Figure 8: Pulse sequence of CPMG measurement. First a 90° pulse is applied. The spins are

then allowed to evolve and after a certain time z, a 180° pulse is inversing the direction of
the spin vectors. During the re-phasing, the spins are moving back to meet after exactly 2z in

total, forming an echo.

First, a 90° excitation pulse is applied. During a waiting time 7 the spins
evolve. A 180° pulse (shifted by 90° in the xy-plane relative to the 90° pulse)
reverses the direction of the evolving vectors. The spin vectors are now moving in
the opposite direction and meet exactly after another time z, causing an echo that is
then detected (Figure 8).%°

The measurement is repeated for N times (for one 7) and for different waiting
times 7. The intensity y is plotted against the time 7. A mono-exponential fit gives the

T, time (eq. 6):

w XN (6)
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3.3. Dynamic Light Scattering (DLS)

The size of nanoparticles correlates with the shell thickness and therefore
with the degree of crystallinity and the permeability, affecting the water exchange
and the release profiles. Also, cells interact differently with nanoparticles of different
sizes, expressed for instance by different uptake mechanisms.*® Thus, it is of
uttermost importance to know the nanocapsules size distribution.

Dynamic light scattering (DLS) is a powerful technique to determine the
average hydrodynamic size and the size distribution of colloids. Therefore, the

change in scattering intensity is measured over time at a given scattering angle

(Figure 9).*’

Figure 9: Setup of a dynamic light scattering experiment. The laser beam is irradiating a
cuvette containing the sample. The scattered laser light is measured by the detector at a

scattering angle of 90°.

Since the scattering particles are moving in solution, the intensity of the
scattered light is changing with time and is directly reflecting the Brownian particle
motion. This intensity fluctuation can then be converted into a diffusion coefficient
of the scattering particle via an autocorrelation function. The self-diffusion
coefficient Dgs of this motion is related to the hydrodynamic radius Ry by the Stokes—
Einstein equation (eq. 7):58

QY
¢ Y

O (7)
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If the temperature 7 and the solvent viscosity # are known, the hydrodynamic
radius of the scattering particles can be calculated from the self-diffusion coefficient
measured by DLS.

DLS is well suited for colloids ranging from 2 nm up to several microns.”
Smaller particles show a poor scattering intensity, larger particles are too slow in
their motion.” If the sample is too turbid, multiple scattering might be an issue.
Fluorescent samples might disturb the detection of the scattered light.

The average size and the size distribution of the colloids presented in this
thesis were characterized by DLS measurements, giving intensity weighted values.

Additionally, SEM and TEM were used to obtain a comprehensive particle

characterization.

22



Abstract | NN

4. Results and Discussion

4.1. Crystallinity Tunes Permeability of Polymer Nanocapsules®

In nanocapsules, the thin shell surrounding the liquid core is the only obstacle
for diffusion processes. Upon higher loadings, osmotic pressure is promoting
leakage from nanocarriers. To enable a higher loading capacity of nanocapsules, and
therefore to allow a higher local concentration for a higher contrast the issue of
leakage has to be first addressed. By enhancing the barrier properties of the

nanocapsules shell, the efficacy of MRI contrast agents can be enhanced.

4.1.1. Abstract

Permeability is the key property of nanocapsules because it dictates the
release rate of encapsulated payloads. Herein, we engineer the crystallinity of
polymers confined in the shell of nanocapsules. Nanocapsules with crystalline shells
are formed from polyurea and polyphosphoester (Figure 10). The thermal properties,
such as crystallization temperature and degree of crystallinity, are different from the
bulk. The degree of crystallinity is used to control the shell permeability and,
therefore, the release of encapsulated payloads, such as fluorescent dyes, typically

used as model components for biomedical applications.

'This section is based on the publication “Schlegel, I.; Mufioz-Espi, R.; Renz, P.;
Lieberwirth, I.; Floudas, G.; Suzuki, Y.; Crespy, D.; Landfester, K. Crystallinity Tunes
Permeability of Polymer Nanocapsules. Macromolecules 2017, 50, 4725-4732." Reprinted
with permission. Copyright 2017 American Chemical Society.
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monomer amount

shell thickness

Figure 10: Degree of crystallinity is affected by shell thickness of nanocapsules. By
increasing the amount of monomer used during the nanocapsules synthesis, nanocapsules

with a higher degree of crystallinity are obtained.

4.1.2. Introduction

Nanocapsules (i.e., core—shell nanoparticles with a liquid core) are of
outmost importance in the development of drug-delivery nanocarriers.”™”?
Nanocapsules with an aqueous core are particularly interesting for therapy and
diagnostics, as well as for the combination of therapy and diagnostics named

theranostics,”*”> because they allow for the encapsulation of drugs, peptides,

96-98 100,101

. 99 . . . . 102-
proteins, enzymes, nucleotides, or contrast agents for medical imaging.

1% The shell of nanocapsules is playing a key role in such applications because it
protects the payload and dictates the permeability and, therefore, the release rate of
the payload to the biological environment.'” In the case of nanocapsules with
contrast agents for magnetic resonance imaging (MRI), the shell is even more
important because it is also dictating the rate at which water molecules or protons are
exchanged between the core and the biological milieu. A previous work
demonstrated that precise tuning of the chemistry of the nanocapsules polymer shell
could yield a better performance for contrast agents expressed, in this case, by an
increase in their relaxivity.9

Nanocapsule shells are basically curved nanosheets, sandwiched between a
liquid core and the liquid continuous phase, creating a confined environment for
polymer chains. It is now well-known that polymer chains in a confined environment

107,108

exhibit properties that differ from their bulk properties, such as enhanced

1o, 1 . . . . 11 . . 111
mobility'” and crystallization kinetics,''° nucleation mechanism,

and crystal
orientation.''> For example, although in the bulk the majority of polymers crystallize
via a mechanism known as heterogeneous nucleation, poly(ethylene oxide) confined

in ~100 nm droplets crystallizes in loosely layered lamellae via homogeneous
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nucleation.'"” In addition, recent studies of polymer crystallization within nanometer
size pores demonstrated that by confining polymers to small isolated volumes one
can nearly completely suppress heterogeneous nucleation in favor of homogeneous
nucleation. In a simple view, this finding implies that heterogeneities are impurities
extrinsic to the polymer that are effectively excluded in isolated nanometer size
volumes.”” The degree of crystallinity of different polymers confined in
nanoparticles (e.g., poly(L-lactide), syndiotactic or isotactic polystyrene) was found
to decrease by decreasing the nanoparticle size.'"* Furthermore, the permeability of
polyurea microparticles was also found to depend on the degree of crystallinity of
the polymer shell.'"”

The expectation born from these studies is that the physical properties of the
polymer shell forming the nanocapsule must be significantly different from the bulk.
This is particularly interesting because orientation and arrangement of polymer
chains play a key role in the permeability of polymer materials. Torino et al.
controlled the degree of crystallinity and shell thickness of poly(L-lactide)
nanocapsules with sizes lower than 500 nm produced by thermally induced phase
separation.''® These physical properties induced a change in the hydrophilic drug
entrapment, corresponding to the encapsulation efficiency, which was, however,
below 25%. The authors hypothesized that the reduction in conformational entropy
due to confinement induced more interactions between the polymer chains and the
nanodroplet surface. The release rate was also found to be dependent on degree of
crystallinity and shell thickness, both factors being not decoupled in the experiments
proposed by the authors.

On the other hand, the miniemulsion process is a suitable method to fabricate

"7 1t has been

nanocapsules with hydrophilic core and high encapsulation efficiency.
notably used for encapsulating contrast agents for magnetic resonance imaging
(MRI).”'"® Wang et al. prepared nanosized poly(L-lactic acid) single crystals via
directed polymer crystallization of nanocapsules shells, the latter prepared by the
miniemulsion process.'”’ As expected, the degree of crystallinity decreased with
nanocapsules size. Furthermore, the mechanical properties of the crystalline
nanocapsules, such as the bending modulus, determined by atomic force microscopy

(AFM), were found to be advantageous from typical polymersomes.

Here, we aim at controlling the entrapment and permeability of payloads by
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designing nanocapsules with a semi-crystalline polymer shell. For this study, we
selected two families of semi-crystalline polymers, namely polyurea and
polyphosphonate. We prepared the nanocapsules by (i) interfacial polyaddition in
inverse miniemulsion''” and (ii) using the miniemulsion-solvent evaporation process
already employed with homopolymers,'? copolymers,'?' and triblock copolymers.'**
Both methods lead to the formation of nanocapsules with a continuous shell,

different from other types of nanoobjects derived from micelles and vesicles.

4.1.3. Materials and Methods

Materials

Chemicals were purchased as follows: 1,4-diaminobutane (DAB, 98+%,
Thermo Fisher (Kandel) GmbH), 2-methylpropane-1,3-diamine (98+%, ABCR
GmbH), sodium dodecyl sulfate (SDS, 99%, Alfa Aesar and Fluka),
trimethylsiloxane terminated polydimethylsiloxane (PDMS, M,, = 28,000 g/mol,
Alfa  Aesar), chloroform (99+%, Thermo Fisher Scientific Inc.),
hexamethylene-1,6-diisocyanate (HMDI, >99.0%, Sigma Aldrich), cyclohexane
(HPLC grade, Sigma Aldrich), tetrahydrofuran (THF, HPLC grade, Sigma Aldrich),
Dulbecco’s phosphate buffered saline (PBS, no calcium, no magnesium,
Thermo Fisher Scientific Inc. and Sigma Aldrich), sulfo-cyanine-5-carboxilic acid
(Cy5, Lumiprobe GmbH). The surfactant polyisobutylene-succinimide pentamine
was obtained from Lubrizol, France. Phenoxy-polyphosphoester (M, = 7,500 g/mol,
PDI = 2.32) was synthesized by Hisaschi Tee as described in the literature before.'*
All chemicals were used as received. Milli-Q water (18 MQ cm) was used in all

experiments unless otherwise mentioned.

Synthesis of Polyurea Nanocapsules with Different Shell Thicknesses

The shell thickness of the resulting nanocapsules was adjusted by the amount
of monomers used during the synthesis. Pre-emulsions were prepared in excess to
compensate for washing cycles prior to the homogenization process. A respective
amount of diamine (1.5 mmol, 3.0 mmol or 4.5 mmol, 1 equiv) was dissolved in
PBS (4.2 g). The solution was added to the continuous phase consisting of
cyclohexane (22.5 g) and polyisobutylene-succinimide pentamine (300 mg). The
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mixture was pre-emulsified using an IKA Ultra-Turrax equipped with a dispersing
element SI8N-10G for 1 min at 20,000 rpm. The emulsion was injected into a low
volume microfluidizer LV1, Microfluidics Corp., equipped with a ceramic
interaction chamber F20y-75u. The emulsification was performed at a pressure of
~1,400 bar under cooling with a water bath at 4 °C. The first stroke was discarded to
reduce dilution of the sample. The emulsification process was repeated three times.
HMDI (0.75, 1.5 or 3.0 mmol; 1.5 equiv) was diluted in cyclohexane (2.5 g) and
added dropwise under stirring (900 rpm) to the emulsion (9.1 g). The monomers
were allowed to react for 24 h at room temperature under stirring (900 rpm) in a
closed glass vial. The nanocapsule dispersions in cyclohexane were purified by
centrifugation at 5000 rpm for 1h. The supernatant was removed and the
nanocapsules were dispersed in THF. Afterward, the centrifugation step was

repeated. Nanocapsules were dispersed in cyclohexane and freeze-dried.

Synthesis of Polyurea Nanocapsules Containing Cy5

2-Methylpropane-1,3-diamine (1 mmol) was added to a solution of CyS5
(83 nmol) in PBS (1.4 mL). The aqueous phase was added to the organic phase
consisting of cyclohexane (7.5 g) and polyisobutylene-succinimide pentamine
(100 mg). The mixture was placed in an ultrasonic bath for 10 min to obtain a pre-
emulsion. The pre-emulsion was sonicated under ice-water cooling for 3 min at 90%
amplitude with a pulse/pause regime of 20/10 s, using a Branson W450-D sonifier
equipped with a 1/2in. tip. Afterward, HMDI (1.5 mmol) was dissolved in
cyclohexane (2.5 g) and added dropwise to the miniemulsion under stirring
(900 rpm). The monomers were allowed to react for 24 h under stirring (900 rpm) at
room temperature in a closed glass vial.

The nanocapsule dispersion (1 g) was added dropwise to a SDS solution (5 g,
0.3 wt% SDS in water) during sonication in an ultrasonic bath. Afterward, the
mixture was stirred at 900 rpm for 24 h at room temperature in a glass vial with an

open lid to slowly evaporate the cyclohexane.

Release of Cy5 from the Nanocapsules

The aqueous nanocapsule dispersion was filtrated over Kimwipe tissues to

27



W Crystallinity Tunes Permeability of Polymer Nanocapsules

remove agglomerates formed during the transfer from cyclohexane into water. To
calculate the loss after filtration, the solid content of the filtrated sample was
determined and compared to the theoretical solid content. The aqueous nanocapsule
dispersion (4 g) was filled into a dialysis membrane (MWCO 14 kDa, regenerated
cellulose, Carl Roth) and dialyzed against water (246 g). At certain time intervals
aliquots were withdrawn from the dialysate and the Cy5 concentration was assessed

by fluorescence spectroscopy.

Synthesis of PPE Nanocapsules

PhPPE (30 mg) was dissolved in chloroform (2 g) and PDMS (100 mg) was
added to the solution. The organic phase was added to SDS solution (5 g, 0.2 wt%
SDS in water). The emulsification was performed by sonication as described before
(see polyurea nanocapsules containing Cy5). The miniemulsion was stirred overnight
at 30 °C with an open lid to slowly evaporate chloroform. Purification of the
nanocapsule dispersion was achieved by dialysis for 24 h against demineralized

water. Without PDMS, nanoparticles were obtained.

Analytical Tools

The hydrodynamic radius and size distribution of the nanocapsule dispersions
were determined by dynamic light scattering (DLS) performed with a PSS Nicomp
Particle Sizer 380 at a scattering angle of 90°. For DLS measurements, the
nanocapsule dispersions were diluted with cyclohexane or water. Scanning electron
microscopy (SEM) images were recorded using a LEO (Zeiss) 1530 Gemini field
emission microscope at an extractor voltage of 0.2 kV. Transmission electron
microscopy (TEM) images were measured on a JEOL JEM-1400 electron
microscope operating at an acceleration voltage of 120 kV. The samples for SEM
and TEM were diluted to a solid content of about 0.01 wt% and drop-casted onto a
silicon wafer or a carbon-coated copper grid, respectively. The shell thickness was
assessed from TEM images and averaged over 100 measurements. The solid content
was assessed gravimetrically by weighing 100 uL of sample before and after
freeze-drying. Thermogravimetric analysis (TGA) was carried out using a Mettler

Toledo ThermoSTAR TGA. The experiments were run in a nitrogen atmosphere

28



Materials and Methods _

heating from 25 to 800 °C with a heating rate of 10 °C /min. Differential scanning
calorimetry (DSC) was performed using a Mettler Toledo DSC 3+ calorimeter. The
sample was filled in a 100 pL aluminum crucible and subjected to heating, cooling,
and again heating cycles in a N, atmosphere (30 mL/min) with a rate of 10 °C/min.
DSC of the PhPPE nanocapsules was carried out in dispersion to keep the
nanocapsules confinement intact after melting. The enthalpy of melting was
evaluated as the area under the endothermic signal of the first heating curve.
Integration was performed with automatic baseline correction using the software
STAR® 14.00 provided by Mettler Toledo. X-ray diffraction (XRD) measurements
were performed by Michael Steiert using a Philips PW 1820 diffractometer with
monochromatic Cu Ka radiation (A =1.54 A) at 30 kV (5 s, A@=0.02°). The degree
of crystallinity was evaluated as the ratio of the integrated intensity of the crystalline
reflections to the total area under the XRD pattern. Prior to integration the XRD
patterns were corrected for background scattering. The size of the crystallites L was
calculated using the Scherrer equation (eq. 8).
0 _
G AT ®
where K is a shape factor (K=0.9), 4 the wavelength of Cu Ka radiation
(A=1.54 A), by, the full width at half maximum of the reflection, and 6 the
scattering angle.'*

The concentration of Cy5 was assessed by fluorescence intensity
measurements performed with a Tecan Infinite M1000 plate reader. The
fluorescence intensity was recorded at an excitation wavelength of A, = 646 nm and
an emission wavelength of A., =662 nm, was averaged over 3 measurements and
divided by the solid content of the sample.

Dielectric spectroscopy measurements were performed with a Novocontrol
Alpha frequency analyzer as a function of temperature by the group of Prof. George
Floudas at the University of loannina, Greece. Dielectric spectroscopy measurements
were recorded at different temperatures in the range from 223 to 433 K in steps of
5K for frequencies in the range from 107 to 10’ Hz. The nanocapsule dispersion
was dried by solvent evaporation prior to dielectric spectroscopy measurements. The
complex dielectric permittivity ¢* =¢' —1g”, where ¢ is the real and &" is the

imaginary part, was obtained as a function of frequency @ and temperature 7, i.e.,
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e*(T, w). The analysis of the 7-dependent experiments was made by using the
empirical equation of Havriliak and Negami (HN) (eq. 9).

w-"Y oy
p QO Y ] )

where - Y is the high-frequency permittivity, T “Y is the characteristic

_ z _| FirY _ uY

relaxation time in this equation, @W-"Y - - "Y is the relaxation strength,
m,n (with limits 0<m,n<1) describe, respectively, the symmetrical and
asymmetrical broadening of the distribution of relaxation times, oy is the dc
conductivity, and - is the permittivity of free space. From t , the relaxation time

at maximum loss, Tax, 1S obtained analytically following eq. 10.

1ma pm

fmax: AN 91 Z (l+n) _ m —'Eff) (10)

"

In addition to the nmeasured &"” spectra, the derivative of
¢' (de'/d Inw~ —(2/m)e") was used in the analysis of the dynamic behavior. The
characteristic time of ion mobility is obtained from the crossing of the real and
imaginary parts of &* or, equivalently, of the modulus (M*) representation

(e = 1/ M*),

4.1.4. Results and Discussion

The preparation of nanocapsules is achieved either by inverse or by direct
miniemulsion technique. The degree of crystallinity is varied by the shell thickness
and by the choice of monomer. The impact of the degree of crystallinity in the
nanocapsule shell on the diffusion behavior is investigated using a fluorescent dye as
model component. As alternative to in situ polymerization, a preformed polymer is

used to obtain semicrystalline nanocapsules.

4.14.1. Preparation of the Nanocapsules

To tailor encapsulation and release behavior of nanocarriers, the nature of
nanocapsules shell is of outmost importance. Crystalline domains are known to
hinder diffusion because the solubility and diffusion of the molecule that is

permeating is hindered in crystalline domains.'"

Therefore, engineering crystalline
domains in nanocapsules shells can increase barrier properties. In this work, we have

synthesized semi-crystalline nanocapsules with an adjustable degree of crystallinity.
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The latter was varied either by controlling the shell thickness at a constant
nanocapsules size or by introducing side groups'®® in the chemical structure of the
polymer to change the crystallinity. Two types of polymers were studied: an
aliphatic polyurea formed in situ during the nanocapsules synthesis (Figure 11a) and
a pre-synthesized polyphosphoester that was subsequently emulsified (Figure 11b).
These nanocapsules have hydrophilic/hydrophobic cores to enable encapsulation of
water/oil-soluble substances, respectively.

In inverse miniemulsions, water droplets are dispersed in oil and
nanocapsules having a hydrophilic core will form. The aqueous phase containing a
diamine is dispersed in a cyclohexane phase containing a surfactant to stabilize the
water droplets. Following emulsification, a diisocyanate dissolved in an apolar
solvent is added. The polymerization takes place at the droplet surface to form
nanocapsules. The reaction takes place very fast, and a polyurea surrounding
aqueous droplets is obtained. The droplets and the nanocapsules are stabilized by a
surfactant. After polymerization, the polyurea nanocapsules can be transferred into

water. Nanocapsules displayed a diameter of 300—500 nm (Table 1).

Table 1: The amount of monomers used during synthesis is listed together with the results
from DSL measurements (the hydrodynamic diameter, the size distribution as PDI as well as

).

Monomer amount dy(DLS) /nm | PDI c
333 0.16 | 0.18
352 0.08 | 0.37

0.5x
407 0.10 | 1.08
339 0.10 | 1.75
407 0.14 | 0.22
444 0.10 | 0.33

1.0x
346 0.08 | 3.17
374 0.07 | 0.20
488 0.27 | 4.06
460 0.06 | 4.47

1.5x
408 0.08 | 0.25
417 0.09 | 0.13
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Scanning electron microscopy (SEM) micrographs show nanocapsules,
which are collapsed upon sample preparation (i.e., drop casting followed by drying)
and under the SEM vacuum conditions. Transmission electron microscopy (TEM)

micrographs confirm the hollow structure of the nanocapsules (Figure 11a).

HoN \/\/\NH2 ‘ ‘ — ’
dlamme surfactant diisocyanate
LB ; " 4
i ; @E \2 I HE‘ i‘

H,0 cyclohexane

Figure 11: Synthesis of nanocapsules, SEM and TEM images: a) Nanocapsules with an
aqueous core in an inverse miniemulsion. The water droplets, formed by emulsification and
stabilized by a surfactant, contain a diamine and the cargo (al). Upon addition of
diisocyanate (all), the polymerization is initialized at the water/oil interface to form a
polymer shell surrounding the aqueous core (alll). Following polymerization, nanocapsules
can be transferred into water (alV). b) Nanocapsules with a hydrophobic core in a direct
miniemulsion. The pre-synthesized polymer is dissolved in a chloroform-PDMS mixture and
emulsified in water (bl). The hydrophobic droplets are stabilized by a surfactant. Upon
evaporation of chloroform (bIl) the polymer becomes insoluble and nanocapsules with an

oily core are formed (bIII).
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By direct miniemulsion (i.e., oil-in-water miniemulsion), nanocapsules with a
hydrophobic core are obtained. We selected a polyphosphoester as a nanocapsules

shell material because of its semi-crystalline nature'”

and its low melting
temperature of about 50 °C, which made DSC measurements in aqueous dispersions
possible. The core of nanocapsules was formed by polydimethylsiloxane, a polymer
that is initially miscible with the polymer solution, but immiscible with water. For
preparing semi-crystalline nanocapsules, the polyphosphoester is dissolved in
chloroform, mixed with polydimethylsiloxane and emulsified in water. Upon
evaporation of chloroform, an internal phase separation occurs because the polymer
is insoluble in the core, yielding oil-filled polyphosphoester nanocapsules dispersed
in water with a hydrodynamic diameter of 190 nm and a PDI of 0.11. SEM images

show collapsed nanocapsules and TEM images identify core—shell structures

(Figure 11b).

4.1.4.2. Crystallinity of Nanocapsules

Nanocapsules based on semi-crystalline polymers are rarely reported.''®!'"
The polymeric nanocapsules shell is sandwiched between a liquid core and the liquid
continuous phase, generating therefore a confinement for crystal growth. Crystalline
lamellae are planar, but inside the nanocapsules shell they can only grow in a curved
manner. Hence the growth of the crystalline domains and the overall degree of
crystallinity is limited by the nanocapsules shell thickness as well as by the curvature
of nanocapsules. In the present case, the shell thickness was adjusted by the total
amount of polymer given by the amount of monomers used during the nanocapsules
synthesis. This facilitates a comparison under a fixed nanocapsules size (Table 1).

The increase in shell thickness is visible in TEM images (Figure 12).

33



W Crystallinity Tunes Permeability of Polymer Nanocapsules

monomer amount

0.5x 1.0x

Figure 12: TEM micrographs of polyurea nanocapsules with different shell thicknesses,
adjusted by the amount of monomers used for the nanocapsules synthesis. a) 0.5x monomer
amount resulted in nanocapsules with a shell thickness of 14 ° 3 nm, b) 1.0x monomer
amount resulted in nanocapsules with a shell thickness of 17 ° 4 nm, ¢) 1.5x monomer

amount resulted in nanocapsules with a shell thickness of 23 ° 5 nm.

XRD patterns of polyurea nanocapsules (Figure 13a) exhibit prominent
reflections in the region 15°<20<27° a typical region for polyurea.126 The
reflections indicate the semi-crystalline character of the nanocapsules. XRD patterns
showed an increasing degree in crystallinity (from 75% to 88% relative to the bulk)
with increasing shell thickness (Figure 13b). As expected, nanocapsules were less
crystalline than the bulk polyurea prepared by precipitation polymerization. In the
XRD patterns of the nanocapsules samples a reflection at 26 =32° is observed,

12 .
1”7 present in the nanocapsules. The area under

which can be attributed to the NaC
the reflection caused by NaCl was therefore not included in the calculation of the
degree of crystallinity. The relative intensity of the reflection at 26 = 32° correlates
to the ratio of polymer to NaCl. The degree of crystallinity was further analyzed by
DSC. In the first heating curve, a melting transition was found for all samples
(Figure 13c). To ensure that the nanocapsules confinement was still intact and not
destroyed by melting processes only the first heating curve of the DSC
measurements was taken into account. With increasing shell thickness, an increase in

melting enthalpy was found (Figure 13d), indicating that the nanocapsules were

more crystalline.
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Figure 13: Crystallinity of polyurea nanocapsules. (a) XRD pattern of nanocapsules with
different shell thicknesses normalized to the bulk. The crystalline reflections become sharper
with increasing degree of crystallinity. (b) Degree of crystallinity extracted from XRD
patterns plotted against the nanocapsules shell thickness. The data points were averaged over
four samples each. Error bars represent standard deviations. (c¢) Thermograms during the
1* heating curve in DSC of the dried nanocapsules. (d) Melting enthalpy evaluated from
integral of melting peak plotted against shell thickness. The values were averaged over
4 samples. Error bars represent standard deviations. In the DSC data one outlier (red),
attributed to a degradation process during DSC heating cycle, was identified (significant

outlier, P < 0.01) and not taken into account.

A shift of about 30 °C to lower temperatures for the nanocapsules as
compared to the bulk material was observed for the crystallization temperature

during the DSC cooling cycle (Figure 14).
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Figure 14: DSC thermogram cooling curve of polyurea: All samples exhibit signals
attributed to crystallization. Compared to the bulk material, there is a shift in crystallization

temperature of about 30 °C for the dried nanocapsules.

The shift in crystallization temperature can be explained either by the
occurrence of a different crystalline phase or by confinement effects. The latter
results to higher undercooling derived from the small confining volume of
nanocapsules shells. Moreover, as shown in Figure 13¢, the DSC thermogram of the
bulk and relative thick sample contained two transitions, which is different from the
thinner nanocapsules that display only one transition. Indeed, in the bulk, the broad
and bimodal melting peaks reflect melting of crystals of variable thicknesses. Under
confinement, and especially for the nanocapsules with smaller shell thickness, there
is first a reduction in melting temperature and, second, a single melting peak. Both
observations suggest the melting of a more uniform crystal of reduced thickness as
compared to the bulk. These findings are consistent with finite size effects as
described by the Gibbs—Thomson equation.

Dielectric spectroscopy (DS) measurements were carried out by the group of
Prof. George Floudas at the University of loannina, Greece, on the pure bulk
polyurea, the surfactant polyisobutylene succinimide pentamine, and the
nanocapsules to investigate their molecular dynamics. In contrast to X-ray scattering,
which emphasizes the order within crystalline segments, DS is probing the
segmental dynamics for those segments located in amorphous parts. Since all
crystallizable polymers are semi-crystalline in nature, X-ray scattering and DS
provide complementary information on the structure and molecular dynamics,
respectively. Figure 15 presents representative dielectric loss curves of the

surfactant, the bulk polymer, and the nanocapsules at the same temperature. The

36



Results and Discussion _

curves indicate higher losses for the more polar surfactant.
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Figure 15: Dielectric permittivity (solid symbols) and loss (open symbols) for the pure
surfactant (black), the pure bulk polyurea (orange) and the nanocapsules (green) measured
by the group of Prof. George Floudas at the University of loannina, Greece. All
measurements refer to 22 C. The bulk polymer and the nanocapsules spectra are of low

intensity reflecting the dipolar dynamics in the amorphous part of polyurea.

In addition, the segmental dynamics within the amorphous parts of the bulk
material are effectively plasticized by the surfactant, as indicated by the shift of the

relaxation times at maximum loss to lower temperatures (Figure 16).
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Figure 16: Relaxation map of all dynamic processes in the pure surfactant (black), the bulk
polyurea (orange) and the nanocapules (green) measured by the group of Prof. George
Floudas at the University of loannina, Greece. Crosses indicate the relaxation due to
conductivity obtained from the crossing of the real and imaginary parts. Up triangles gives
the same process from the derivative of dielectric permittivity. Evidently, pure polyurea in
bulk has high conductivity. With squares are molecular processes in the bulk material and
the nanocapsules. These molecular processes reflect the dipolar dynamics of polyurea in its
amorphous part. Regarding the nanocapsules, this process speeds up reflecting the

plasticization of segmental polymer dynamics by the surfactant.

4.14.3. Release of Cargo from Semi-Crystalline Nanocapsules

Release experiments were performed by encapsulating a fluorescent dye in
the polyurea nanocapsules. The Cy5 molecule was selected because it is a dye
presenting a good quantum yield and that is commonly used in biology. The only
difference between the nanocapsules with Cy5 and the aforementioned nanocapsules
was the presence or absence of Cy5. To evaluate the impact of polymer crystallinity
on the diffusion of encapsulated payloads through the nanocapsules shell membrane,
nanocapsules with comparable size and shell thickness should be formed.
Accordingly, nanocapsules differing only in the diamine were synthesized. Side
chain branches act as defects and are known to reduce crystallinity. The methyl
group in methylpropane-1,3-diamine (MPDA) disturbs the packing and results in a
polyurea (PUA) with a lower degree of crystallinity as compared to polyurea
synthesized with 1,4-diaminobutane (DAB). DSC and XRD measurements
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(Figure 17) demonstrated that both types of nanocapsules were semi-crystalline.
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Figure 17: Nanocapsules from MPDA and HMDI. a) Polymerization taking place at the
interface of the aqueous nanodroplets upon addition of HMDI. b) SEM and c) TEM
micrographs of MPDA-HMDI polyurea nanocapsules. The nanocapsules collapsed due to
the measurement conditions. The electron micrographs show nanocapsules formation.
d) Results of DLS measurements. ¢) XRD pattern exhibits one main reflection at 26 = 21°,
f) DSC thermogram of nanocapsules made of MPDA-HMDI. The first heating curve shows
two melting peaks at 199 °C and at 211 °C, the cooling curve two crystallization
temperatures at 128 °C and at 168 °C and the second heating curve two melting peaks at

184 °C and at 234 °C.

The degree of crystallinity of MPDA-PUA nanocapsules was calculated to be
roughly 60% of the degree of crystallinity from corresponding nanocapsules made of
DAB-PUA. No significant difference in the shell thickness was observed (the shell
thickness was 16° 3nm and 16° 4nm for DAB-PUA and MPDA-PUA,
respectively). Subsequently, the release of encapsulated Cy5 from nanocapsules was
measured during dialysis (Figure 18). Evidently, the MPDA-PUA-based
nanocapsules showed a faster release of Cy5 than DAB-PUA-based nanocapsules.

After 72 h, roughly twice of the amount of Cy5 was released from MPDA-PUA as
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compared to DAB-PUA capsules. This confirms that crystalline domains in the
nanocapsules shell may act as barriers that hinder Cy5 diffusion. However, it is
important to notice that properties such as specific volume and molecular weight are
different for the two types of polyurea. This may also influence the release behavior

of the payloads from the nanocapsules.
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Figure 18: Plot is showing the fluorescence intensity / after certain time intervals ¢. The
release of Cy5 from nanocapsules with lower degree of crystallinity (green) is faster as

compared to the release from nanocapsules with higher degree of crystallinity (red).

4.14.4. Semi-Crystalline Polyphosphoester Nanocapsules

To show that the crystallinity of the nanocapsules is not limited to the process
and to the nature of polyurea nanocapsules, we prepared nanocapsules from a pre-
synthesized semi-crystalline polymer (i.e., polymer not formed in a dispersed
medium) in direct miniemulsion. In this case, polymer crystallization is confined
between the core formed by polydimethylsiloxane (PDMS) and the outer interface of
nanocapsules, which are dispersed in water. Firstly, an organic solution of PDMS
and polyphosphoester is prepared and emulsified in an aqueous solution of
surfactant. Small droplets are obtained after sonication. The dispersion is then
subjected to the evaporation of the organic solvent so that PDMS and the
polyphosphoester remain in the dispersed state. Because both polymers are

immiscible, an internal phase separation occurs, leading to the formation of
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core—shell nanoparticles. PDMS is more hydrophobic than the polyphosphoester and
therefore the PDMS is in the core of the nanoparticles.

XRD patterns of the nanocapsules and the corresponding bulk material were
recorded (Figure 19a). Both exhibit a reflection at 20 =21°, corresponding to a
lattice spacing of 4.1 A, which can be assigned to the polyethylene unit cell.'” At
20=12° a halo for PDMS'® is observed. For the phenoxypolyphosphoester, two
crystalline phases were reported: A 2-dimensional orthorhombic unit cell with lattice
parameters a=7.4 A and »=5.0 A and a pseudohexagonal unit cell with lattice
parameters a=82A and b=4.7A."”° The XRD pattern of the nanocapsules
displayed broader reflections than the bulk material. Following the Scherrer equation
(eq. 8), the thickness of the crystals L was calculated from the full width at half
maximum of the reflections. L was found to be 5 nm for the reflections of the
nanocapsules at 26 =21°. This observation indicates that smaller crystallites are
present in the nanocapsules shell as in the bulk material (L = 8 nm).

DSC thermograms of nanocapsules were recorded in the dispersed state to
ensure that confinement is kept intact upon melting. The latter was confirmed by
DLS, SEM, and TEM measurements made after the thermal treatment experienced
during DSC. As for the polyurea nanocapsules also the DSC cooling curves of PPE
nanocapsules (Figure 19 b) displayed a shift of 10 °C in crystallization temperature

as compared to the bulk material.
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Figure 19: Crystalline character of PPE nanocapsules. (a) XRD pattern and (b) DSC
thermogram of nanocapsules (blue) compared to the blend material made of bulk and PDMS

(green) and the bulk material (black).
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This shift in the crystallization temperature was not observed for

nanoparticles made of PPE (Figure 20).
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Figure 20: a) DSC thermogram of PPE nanoparticles. The DSC thermogram was measured
in dispersion to keep nanoparticle confinement upon melting. Melting and crystallization
temperatures do not differ significantly from the bulk material. b) XRD pattern of
phenoxypolyphosphoester: Bulk material as synthesized (black); bulk material (treated like
nanocapsules) (pink); nanoparticles (synthesized in the same way as nanocapsules, but
without addition of PDMS), (red); blend consisting of a mixture of bulk and PDMS (green)
and nanocapsules (blue). All XRDs exhibit a reflection at 26 = 21°, which corresponds to the
PE crystal structure. The blend material as well as the nanocapsules show a halo at 260 =11°
caused by PDMS. For the recrystallized bulk material (green, pink) as well as for the
nanoparticles (red), reflections in the small angle region appear, corresponding to the

crystalline stem of the crystal lamellae.'*’

4.1.5. Conclusions

It is shown that the permeability of the nanocapsules shell and therefore the
release of small molecules depend not only on the thickness of the polymer shell, but
also strongly on the degree of crystallinity of the semi-crystalline polymer. The
degree of crystallinity can be further tuned by the molecular structure of the polymer.
Increasing degree of crystallinity in the shell acts as a barrier and effectively hinders
molecular diffusion from the capsules. This opens the way to construct nanocapsules

with a tunable permeability for defined release kinetics.
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4.2. Highly Loaded Semi-permeable Nanocapsules for Magnetic

Resonance Imaging

The improved encapsulation capacities of semi-crystalline nanocarriers,
presented in Chapter 4.1 are used for the encapsulation of a commercial MRI
contrast agent. An aliphatic polyurea allowed for the synthesis of highly loaded

nanocarriers with improved relaxivity.

4.2.1. Abstract

Magnetic resonance imaging has become an essential tool in medicine for the
investigation of physiological processes and for the detection of tumors in the body.
The key issues related to contrast agents, i.e., substances that are injected in the body
for imaging, are the efficient enhancement of contrast, their low toxicity, and their
defined biodistribution. We describe here polyurea nanocapsules containing the
gadolinium complex Gadobutrol as contrast agent in high local concentration and
high relaxivity up to 40 s 'mmol'L (Figure 21). A high concentration of the contrast
agent inside the nanocapsules could be ensured by increasing the crystallinity in the
shell of the nanocapsules. Nanocapsules from aliphatic polyurea were found to
display higher crystallinity and higher relaxivity at an initial Gadobutrol
concentration of 0.1 M than aromatic polyurea nanocapsules. The nanocapsules and
the contrast agent were clearly identified in cells. After injection, the nanocarriers
containing the contrast agent were mostly found in the liver and in the spleen, which

allowed for a significant contrast enhancement in magnetic resonance imaging.
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Figure 21: Shining light in darkness with hollow sphere nanocapsules containing the MRI
contrast agent Gadobutrol. The contrast enhancing effect of the contrast agent is increased

by a factor of 10 by encapsulation.

4.2.2. Introduction

The identification of tumors in human body is essential to increase the
chances of patients’ early and adequate treatment."*’'*® Magnetic resonance
imaging (MRI) is now a common medical technique that is used in radiology to
visualize the anatomy and the physiology of patients. A good contrast is achieved

only by employing contrast agents, >+

5,139,140

the most common being based on
gadolinium(IIl) complexes, which usually accelerate the relaxation of water
protons in the tissue of the patients.

The key issue is to increase the contrast without adverse effects for the body,
such as toxicity or other side effects. Therefore, one of the main scientific questions
associated to this issue is: How can we increase the relaxivity of gadolinitum(III)
agents with a limited concentration in the body?

This issue was addressed by materials scientists and medical doctors who
designed different types of materials. One strategy is to produce materials with high
local concentration of gadolinium(III) realized by the fabrication of nanoparticles of
gadolinium(Ill) oxide Gd,O3'*'"'*, gold nanoparticles with adsorbed gadolinium

144,145 6

complexes, metal-organic frameworks with gadolinium,'*® conjugates of

.. . . 14 . .. .. 148-151
gadolinium chelates on virus capsids,'*’ dendrimers containing gadolinium,

44,152,153

gadofullerenes, or precipitated complex forming nanoparticles stabilized by
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polyelectrolytes.'™*
In other approaches gadolinium(III) complexes were embedded in lipid-based

1 J . 156.1 .
> and silica nanocontainers."”*"”” Polymer nanoparticles were also

nanoparticles
investigated as nanocarriers for the gadolinium complexes for magnetic resonance
imaging."”®'*? An alternative to the encapsulation of gadolinium complexes is to
design polymer nanocapsules, i.e. polymer nanoparticles with a core-shell structure
consisting of a liquid aqueous core and a polymer shell.”*'% Still, the gadolinium
complex relies here on a fast proton exchange. Since within the nanocapsule, the
water to gadolinium ratio may not be high enough the polymer shell has to be
permeable for protons/water from the continuous phase, while being impermeable
for the gadolinium complex so that the complex is trapped inside. The nanocapsules
can be synthesized by interfacial polyaddition in a water-in-oil miniemulsion

117

system. " Poly(urthane/urea) nanocapsules were prepared by interfacial polyaddition

for the encapsulation of contrast agents based on gadolinium complexes.”!'™!®
Sharma et al. reported on poly(urethane/urea) nanocapsules carrying 2.500° Gd**
complexes per nanocapsule with a particle-based relaxivity of ~10.8 A0° mMm s 16
By co-encapsulating sucrose with the contrast agent, the viscosity and, therefore, the
relaxivity was increased by a factor of 6 compared to an aqueous solution of the
contrast agent’ and to the nanocapsules previously presented by Sharma et al.'®
However, in this study the gadolinium concentration in the nanocontainers was low
(up to ~0.07 M) and encapsulating higher amounts of contrast agent (an initial
Gadobutrol concentration of >100 mM) yielded to a leakage which occurred due to
osmotic pressure.’

To our knowledge it was not possible so far to combine high relaxivity of a
gadolinium-based MRI contrast agent with high local contrast agent concentrations
in nanocapsules. To obtain a MRI signal at low local capsule concentration, the
internal concentration of the gadolinium complex has to be significantly increased.
This requires the construction of shells which can withstand the higher osmotic
pressure inside the capsule, but still allowing water permeability. To entrap the
contrast agent efficiently even at a shell thickness less than 30 nm, the
implementation of crystallinity*® in the shell is thought to be a feasible way.

Herein, we encapsulate the gadolinium(Ill) complex Gadobutrol, a

commercial contrast agent for MRI, in semi-crystalline polyurea nanocapsules with
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the aim to maximize the concentration and at the same time to maximize the
relaxivity of the contrast agent. We compare aliphatic polyurea leading to a higher
crystallinity of the shell and aromatic polyurea with a lower crystallinity of the shell.
By treating nanocapsules with proteins, a protein corona around the nanocapsules is
formed which increases the colloidal stabilization of the nanocapsules and at the
same time determines the biological identity of the nanocarriers.'**'® The protein
corona is analyzed by SDS-PAGE and LC-MS. The initial assessment of the
non-toxicity of the nanocapsules is proven by cell experiments using dendritic and
mesenchymal stem cells. Mesenchymaktemcells were chosen because trsiyow

self-renewalwhile still being multipotent®

Dendritic cellsare primary cells with a

higher sensitivity to toxic agents than immortalized or tumor derived cell lines.
Moreover, endritic cells belong tonte * pr of e s spresentingicells and t i gen
thus are part of the most important cells of the immune sy&teffhey provide

exact information of location, type, and strength of inflammations to T-lymphocytes.

Therefore, they are ideally suited as drug transporting cells.'®® The contrast

enhancement after intravenous application of the nanocapsules was analyzed in mice

by magnetic resonance imaging.

4.2.3. Materials and Methods

Materials

Hexamethylene-1,6-diisocyanate (HMDI, > 99.0%), toluene-2,4-diisocyanate
(TDI, 95%, filtrated over 0.2 um nylon syringe filter (Chromacol) prior to use), and
tetrahydrofuran (THF, HPLC grade) were purchased from Sigma Aldrich.
Cyclohexane (HPLC grade) was purchased from VWR. 1,4-Diaminobutane (DAB,
98+%) was purchased from Alfa Aesar. Sodium dodecyl sulfate (SDS, 99%) was
purchased from Fluka. Dulbecco’s phosphate buffered saline (PBS) (no calcium, no
magnesium) was purchased from Sigma Aldrich. The surfactant polyisobutylene-
succinimide pentamine was obtained from Lubrizol France. The fluorescent dye
Cy5-oligo (an oligonucleotid with the sequence CCACTCCTTTCCAGAAAACT,
modified with Cy5 at 5’ position) was purchased from Thermo Fisher Scientific
GmbH. Gadobutrol (Gadovist, 1.0 M solution for injection) was kindly provided by
Bayer Healthcare. Gadolinium standard for the inductively coupled plasma (ICP)
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measurements was purchased from VWR International GmbH. All chemicals were
used as received unless noted otherwise. Milli-Q water (18 MQ cm) was used for all

experiments.

Synthesis of polyurea nanocapsules

Gadobutrol was diluted with PBS to the desired concentration ranging from
SmM to 1 M. To 1.4 mL of the Gadobutrol solution, 1,4-diaminobutane (DAB,
1 mmol) was added. To visualize the nanocapsules in cells, the fluorescent dye
Cy5-oligo (29.01 nmol) was added to the aqueous solution. The surfactant
polyisobutylene-succinimide pentamine (100 mg) was dissolved in cyclohexane (7.5
g). The aqueous phase was added to the organic phase and the mixture was placed in
an ultrasonic bath for 10 min to obtain a coarse emulsion. Sonication of the emulsion
was performed under ice-cooling using a Branson W450-D sonifier equipped with a
1/2 inch tip. The sample was sonicated for 3 min at 70% amplitude with a
pulse-pause regime of 20 and 10 s, respectively. The diisocycanate (1.5 mmol) was
dissolved in cyclohexane (2.5 g) and added dropwise to the miniemulsion under
stirring (900 rpm). The sample was kept stirring (900 rpm) for 24 h at room
temperature in a closed glass vial. For thermogravimetric analysis (TGA),
differential scanning calorimetry (DSC), scanning electron microscopy (SEM) and
transmission electron microscopy (TEM) measurements, the nanocapsule dispersions
in cyclohexane were purified by centrifugation at 5,000 rpm for 30 min. The
supernatant was removed, the nanocapsules were dispersed in THF, and the
centrifugation step was repeated. The nanocapsules were dispersed in cyclohexane

and freeze-dried.

Transfer of nanocapsules from cyclohexane into water

1 g of non-purified nanocapsule dispersion in cyclohexane was added
dropwise to 5 g of 0.3 wt% SDS solution placed in an ultrasonic bath. Cyclohexane
was evaporated by stirring the sample (900 rpm) at room temperature in a glass vial
with an open lid for 24 h.

The nanocapsules dispersions in water were purified by centrifugation at
5,000 rpm for 1.5 h. The supernatant was removed and the nanocapsules were

dispersed in the same amount of fresh SDS solution as removed before.
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The gadolinium (complex) concentration in the nanocapsule dispersion and
in the supernatant was determined by inductively coupled plasma-optical emission
spectrometry (ICP-OES). The aqueous supernatant was filtrated over a 0.2 pm nylon
syringe filter prior to ICP-OES analysis in order to withdraw nanocapsules that have
not been removed during centrifugation. To monitor the leakage from nanocapsules,
the purification was performed on non-purified nanocapsules in water after 1 week

and after 3 weeks and was compared to the initially encapsulated Gadobutrol

(Figure 22).
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Figure 22: Encapsulation efficiency after the transfer to water EE,% after 7 days compared
to EE,% measured after 24 h. There are only minor differences between the encapsulation
efficiency after 24 h and after 7 days. For the nanocapsules of aromatic polyurea (not

shown), the difference was also negligible.

Purification of nanocapsules dispersions for bioimaging

Nanocapsules synthesized with 100 mM initial Gadobutrol concentration
were tested in bioimaging experiments. After the transfer into water, the
nanocapsules dispersion was stabilized with 2% FBS (Gibco, Thermo Fisher) for 1 h
at room temperature and dialyzed first against sterile water and subsequently against
PBS solution using a 14,000 MWCO regenerated cellulose dialysis membrane
(Carl Roth). After the purification, the nanocapsules in dispersion had a diameter of
~ 500 nm and a solid content of (0.61 + 0.09) wt%. The zeta potential was found to
be -(33.3+£0.3)mV. The Gadobutrol concentration was determined to be
1.2+0.1 mM in the nanocapsule dispersion. The proteins adsorbed on the

nanocapsule surface during the treatment with FBS were analyzed by SDS-PAGE
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and LC-MS (Figure 31).

Polyurea synthesis in bulk

1,4-Diaminobutane (DAB, 2 mmol) and optionally 1 M Gadobutrol solution
(280 pL) were dissolved in a mixture of tetrahydrofuran (THF, 10 mL) and water
(5§ mL). HMDI (2 mmol) dissolved in THF (5 mL) was added dropwise to the DAB
solution. The mixture was stirred at room temperature for 24 h. The precipitate was
purified via centrifugation at 10,000 rpm for 5 min, washed two times with a
THF-water mixture and one time with cyclohexane. The polymer was dispersed in

cyclohexane and freeze dried.

Protein adsorption

The protein adsorption was analyzed by Johanna SiMwrocapsules were
centrifuged (20,000 g, 4 °C) for 5 min and the remaining supernatant was kept for
protein analysis. The resulting nanocapsule pellet was washed with PBS (3x, 1 mL,
Gibco) to remove loosely bound proteins. Proteins were desorbed with 2% SDS +
62.5 mM Tris-HCI (Sigma). Samples were incubated 5 min, 95 °C and centrifuged
(20,000 g, 4 °C). The remaining supernatant contains desorbed hard corona proteins.
The amount of the protein solution was quantified using Pierce 660nm Assay

(Thermo Fisher) according to the manufactors” instructions.

SDS-PAGE

Sodium dodecyl sulfate-polyacrylamide gel electrophoreses (SDS-PAGE) to
identify the proteins adsorbed on the nanocapsules surface was carried out by
Johanna Simon. A total amount of protein (6 pg) was added to NuPage Reducing
agent (4 uL), NuPAGE LDS Sample buffer (10 uL) and loaded onto a NuPage 10%
Bis Tris Gel. The gel was run for 1 h at 100 V in NuPAGE MES SDS Running
Buffer using SeeBlue Pre-Staining Standard as marker. Protein bands were

visualized using Simply Blue safe stain (all Thermo Fisher).

LC-MS

Liquid chromatographynass spctrometry (LGMS) was performed by

Johanna Simon to quantify the proteins adsorbed on the nanocapsules Buikiace.
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to in-solution digestion, SDS was removed via detergent removal columns (Thermo
Fisher) and proteins were precipitated with Proteo Extract protein precipitation kit
(Millipore) overnight. The resulting protein pellet was resuspended with
0.1% RapiGest SF (50 mM ammonium bicarbonate solution, Waters). The solution
was incubated at 80 °C for 15 min and afterwards dithiothreitol (Sigma) was added
(5 mM) to reduce the disulfide bonds (45 min, 56 °C). Iodoacetamide (Sigma) was
added (15 mM) and the protein solution was incubated in the dark for 1 h. Digestion
was performed overnight at 37 °C using a trypsin (Promega) to protein ratio of 1:50.
Hydrochlorid acid (2 pL) was added to stop the digestion and the remaining peptide
solution was centrifuge for 15 min at 4 °C. Peptide samples were diluted 1:5 with
0.1% formic acid and 50 fmol-pL" Hi3 EColi Standard (Waters) was supplemented
for absolute quantification.

Proteomic analysis was performed using a Synapt G2 Si mass spectrometer
coupled to NanoACQUITY UPLC with a C18 analytical reversed-phase column
(1.7 pm, 75 umx 150 mm) and a C18 nanoACQUITY Trap Column (5 pum,
180 um x 20 mm, both Waters). Mobile phase A consists of 0.1% (v/v) formic water
and mobile phase B of 0.1% (v/v) formic acetonitrile. Peptides were injected with a
flow rate of 0.3 pL-min"' over a gradient over 2-40% from mobile phase A to B.
Glu-Fibrinopeptide and Leucine Enkephaline (both Sigma) were infused at a flow
rate of 0.5 pL-min"' and served as reference component. A NanoLockSpray source
was used for electrospray ionization (ESI) in positive ion mode. Data-independent
acquisition (MSe) experiments were performed over a mass to charge range of
m/z 50-2,000 Da, using a trap collision energy (20—40 V), scan time of 1 s and total
run time of 90 min. Data acquisition and processing were carried out using
MassLynx 4.1.

Proteins were identified by Progenesis QI software. For data analysis, the
noise reduction thresholds for low energy (120 counts), high energy (25 counts) and
peptide intensity (750 counts) were set and continunum LC-MS data was post
acquisition lock mass corrected. A protein false discovery rate of 4% was chosen.
Peptides were searched against a reviewed database from Uniprot. The sequence of
Hi3 Ecoli standard (Waters) and porcine trypsin was added. A peptide was identified
if at least three assigned fragments were found and for protein identification least

two assigned peptides and five assigned fragments are needed. Further criteria were
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set: Max. protein mass 600 kDa, one missed cleavage, fixed carbamidomethyl
modification and variable oxidation. With a Top/Hi3 approach the amount of each
protein in fmol was calculated. Relative amounts of each protein were calculated

based on the total amount of all identified proteins.

Distribution of nanocapsules in human mesenchymal stem cells and in

dendpritic cells

The dstribution of gadolinium inhuman mesenchymal stem ce#lad in
dendritic cells was analyzed by DRPRatricia Renz.For the visualization of
fluorescently labeled nanocapsules containing Gadobutrol, approximately
100,000 cells (human mesenchymal stem cells (MSC) cell line and dendritic cells
(DC) from primary monocytes) were seeded in a 24 well plate and were incubated
for 24 h with the polyurea nanocapsules. The incubated cells were stained with cell
mask green (MSCs) or Oregon Green® (DCs) in order to stain the cell membrane.
After the incubation time, MSCs were removed from the substrate by using trypsin.
The imaging was carried out with a Leica SP5 confocal laser scanning microscope

(cLSM).

Cytotoxicity measurements

The cytotoxicity of the nanocapsules was determinedbyPatricia Renz.
Approximately 100,000 to 200,000 cells were seeded and incubated with the
nanocapsules for 24 h the next day. Subsequently the cells were removed with
trypsin, washed with phosphate-buffered saline solution PBS and stained with
2 pg'mL" propidium iodide (PI). Measurements were conducted at a wavelength of

488 nm in a 40 mW Partec CyFlow ML.

MRI experiments

All animal procedures and experiments were carried out according to the
guidelines of the German Regulations for Animal Welfare in collaboration with the
Department ofNuclear Medicine, University Medical Center Mainz, Germanyy
Dr. Stefanie Pektor and Nicole BausbachBfe protocols were approved by the
local Ethical Committee for Animal Experiments (Landesuntersuchungsamt
Rheinland Pfalz). The nanocapsule dispersion was tested in ten 6—8 week old

C57B1/6J mice (Janvier, France). The mice were anaesthetized with 2% isoflurane
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vaporized in 70% O,. The desired amount of nanocapsules dispersion or
non-encapsulated contrast agent was diluted to a total volume of 200 uL. with PBS
solution and injected intravenously via the tail vein. The MRI measurements were
performed with a 1.0 T Mediso nanoScan PM PET/MRI in vivo molecular and
preclinical imager (Mediso, Hungary). A Gradient Echo Spoiled External Averaging
was chosen as 77 weighted 3D sequence. The measurement parameters were:
Tr=13.6 ms, Tg=2.9 ms, Flip Angle: 20°, FOV 60x60 mm, 32 slices, 1 mm slice
thickness, Exc: 2; measurement time ~4 min. The magnetic resonance images were
recorded before the injection (0 min), and 2 min p.i.; 15 min p.i. and 1 h p.i. For one

mouse, the magnetic resonance images were recorded 18.5 h p.i.

Biodistribution of the nanocapsules in mice

After the MRI experiments, the mice were sacrifiGgwl theorgans were
removed by Dr. Stefanie Pektor and Nicole Bausbach&he organs were
freeze-dried, weighted, and digested in a mixture of 65% HNO3 and 35% H,0, (6:4,
v/v) in a closed vessel under microwave heating at 170 °C. The solution was diluted
with MiliQ water and the gadolinium content was analyzed by ICP-OES. Calibration
solutions were obtained by diluting a commercial gadolinium standard in the same
solvent mixture as used for the organs, namely of HNO;, H,O, and water. For
calibration and quantification of gadolinium in the mice organs, the emission lines at
342.247 nm and at 376.839 nm where chosen. The absolute amount of gadolinium
found in the tissue was divided by the injected dose (ID) and the weight of the
respective tissue. The results are presented as percentage injected dose per gram

tissue.

Analytical Tools

Dynamic light scattering (DLS) performed with a PSS Nicomp Particle
Sizer 380 at a scattering angle of 90° was used to determine the hydrodynamic radius
and size distribution of the nanocapsules. The nanocapsule dispersions were diluted
with cyclohexane or water for DLS measurements. The results of DLS
measurements are listed in Table 2. A LEO (Zeiss) 1530 Gemini field emission
microscope at an extractor voltage of 0.2 kV was used to record scanning electron

microscopy (SEM) images. For transmission electron microscopy (TEM) images a
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JEOL JEM-1400 electron microscope operating at an acceleration voltage of 120 kV
was used. The sample preparation for SEM and TEM was performed by drop-casting
the diluted nanocapsule dispersion with a solid content of about 0.01 wt% onto a
silicon wafer or onto a carbon-coated copper grid, respectively. TEM imaging of
biological samples and the energy filtered TEM spectrum imaging were performed
using a FEI Tecnai F20 electron microscope operating at an acceleration voltage of
200 kV. MSCs or DCs were incubated with polyurea nanocapsules for 40 min before
the cells were fixed by high pressure freezing (HPF) followed by freeze substitution
and finally ultramicrotomy by Dr. Patricia RenzZFor every sample, the solid content
of the cyclohexane and aqueous nanocapsules dispersions were assessed
gravimetrically by weighing 100 pL of sample before and after freeze-drying. The
solid contents are listed in Table 2. A Mettler Toledo ThermoSTAR TGA was used
for thermogravimetric analysis (TGA) by Petra Rédder. The experiments were run in
a nitrogen atmosphere and a temperature program heating from 25 °C to 800 °C with
a heating rate of 10 °C-min"'. Differential scanning calorimetry (DSC) measurements
were performed on a Mettler Toledo DSC 3+ calorimeter. DSC measurements were
performed in a closed 100 pL aluminum crucible in a N, atmosphere (30 mL-min™).
In three cycles, the sample was heated, cooled, and heated again with a heating and
cooling rate of 10 °C-min”'. DSC measurement results were analyzed using the
software STAR®14.00 provided by Mettler Toledo. A Philips PW 1820
diffractometer with monochromatic CuKea radiation (1=1.54 A) at 30kV (5s,
AB=0.02°) was used by Michael Steiert for X-ray diffraction (XRD) analysis. The
ratio of the area under the reflexes to the area under the total XRD pattern was used
to calculate the degree of crystallinity. Prior to the integration, a background
correction was performed. The crystalline contribution was obtained by subtracting

the amorphous part from the XRD pattern by underground correction (Figure 23).
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Figure 23: Calculation of the degree of crystallinity from XRD patterns. An amorphous halo
(red) was drawn into the XRD pattern (black). The degree of crystallinity was calculated as
the ratio of the integral under the reflexes, obtained by subtracting the amorphous halo from
the XRD pattern, to the integral of the whole XRD pattern. Prior to the evaluation, a

background correction was performed.

The encapsulation efficiency after re-dispersion in water EE,% was evaluated
from the ratio of the concentration of gadolinium in the filtrated supernatant after
centrifugation of the aqueous dispersion ¢s to the gadolinium concentration in the

nanocapsules dispersion before purification ¢; (eq. 11).

OO hud (11)
P w

To determine the concentration of gadolinium, inductively coupled plasma-
optical emission spectroscopy (ICP-OES) was performed using a Horiba Jobin Yvon
Activa M spectrometer equipped with a Meinhardt-type nebulizer and a cyclone
chamber. The results were collected using the software ACTIV Analyst 5.4. For the
ICP-OES measurements, the following conditions were chosen: 1250 W forward
plasma power, 12 L'min”' Ar flow, and 15 rpm pump flow. The Ar emission at
404.442 nm was chosen as reference line. For calibration and quantification of
gadolinium, the emission lines at 354.936 and at 358.496 nm with a 5 s integration
time were chosen. Five different gadolinium concentrations were used for
calibration. The solutions for the calibration were prepared by dilution of a
commercial gadolinium standard for ICP with 0.3wt% SDS aqueous solution. To
obtain concentrations within the calibration range, the samples were diluted with a

0.3wt% aqueous solution of SDS. The baseline correction and the dynamic
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underground correction were provided by the software ACTIVAnalyst 5.4. The
relaxation times 7 and 7> were measured using a Bruker Minispec mq 20 operating
at 20 MHz (0.5 T). The measurements were recorded at a temperature of 37 °C. The
T and T, relaxation times were measured with a saturation recovery sequence and a
Carr-Purcell-Meiboom-Gill (CPMG) spin echo method, respectively. To determine
the transversal relaxation time 7j, the spectra were recorded and integrated by the
software the minispec (Bruker) for 10 different relaxation delays. The resulting data
points were fitted with a monoexponential curve to give the 7; time. The relaxation
time 7, was obtained by monoexponential fit of the CPMG data. The relaxivities
were obtained as the slope of a linear fit on the inverse relaxation times for
3 different concentrations per sample and pure SDS solution without Gadobutrol as
x = 0. Zeta potential was measured using a Zetasizer ZEN2600 system from Malvern
Instruments. The sample was diluted with 1 mM potassium chloride and three

measurements were run per sample with 10-100 runs per measurement.

4.2.4. Results and Discussion

The contrast enhancing effect of a contrast agent for MRI is directly
correlated with two crucial points, the concentration of the contrast agent and its
relaxivity, ie., the enhancing contrast effect per contrast agent molecule. By
encapsulating contrast agents in polymer nanocontainers, both challenges, increasing
local concentration of the contrast agent and relaxivity, are addressed. Nanocapsules

with an aqueous core were synthesized in inverse miniemulsion.

4.2.4.1. Comparison between Aliphatic and Aromatic Polyurea

Aliphatic and aromatic polyurea as shell material are compared to maximize
the encapsulation efficiency. The aliphatic polyurea is known to exhibit a higher
degree of crystallinity'*® compared to an aromatic polyurea based on the monomers
TDI and DAB. As in TDI the diisocyanate groups are angled, the degree of

169

crystallinity is reported to be rather low. > However, a higher degree of crystallinity

. . . . 116
is expected to increase the encapsulation efficiency.

In addition to the loading
capability, the relaxivity of the encapsulated contrast agent will be addressed, as it is
strongly dependent on the barrier properties of the surrounding nanocapsule shell.

The formation of nanocapsules was confirmed by scanning and transmission
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electron microscopy (SEM and TEM, Figure 24a—b). The amount of Gadobutrol
inside and outside the nanocapsules was quantified by ICP-OES measurements. The
encapsulation efficiency was calculated from ICP-OES results (eq. 11). By using an
aliphatic shell material, the loading after the re-dispersion in water (effective
encapsulation efficiency, EE,%) was increased from ~46% for the aromatic polyurea

to ~70% for the aliphatic polyurea at an initial Gadobutrol concentration of 100 mM.
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Figure 24: Comparison between aromatic (left) and aliphatic (right) polyurea nanocapsules.
a) Relaxivity i (black) and i (red) (left y-axis) and encapsulation efficiency after the
transfer to water FE% (blue, right y-axis). By replacing an aliphatic polyurea as
nanocapsule shell material instead of an aromatic polyurea, the relaxivity is increased by a
factor of 2 and the encapsulation efficiency is increased from ~46% to ~70%. b) SEM and

¢) TEM micrographs of polyurea nanocapsules reveal a core-shell morphology.

Furthermore, the relaxivity 1 increased from ~17 to ~27 s'mmol'L
(Figure 24a). The semi-crystalline character of the nanocapsules was examined by
XRD and DSC (Figure 26). The degree of crystallinity was determined by delimiting
the amorphous halo and comparing the area under the crystalline peaks to the total
area of the XRD pattern. The XRD of the aromatic polyurea revealed a mainly

1 1
69170 \were observed at

amorphous material. Very broad but characteristic reflexes
20 =~11 and ~22°. For the aliphatic polyurea nanocapsules, the reflexes were
sharper than those for the aromatic system and the degree of crystallinity was
evaluated to be about 55%. Reflexes appeared in the angular region 10° <26 <30°,
as reported previously for hexamethylene polyurea  prepared of

hexamethylene-1,6-diamine and hexamethylene-1,6-diisocyanate.'*® Based on the
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XRD patterns, the aromatic polyurea nanocapsules that displayed a very large
amorphous halo were less crystalline than the aliphatic polyurea nanocapsules. In the
DSC thermograms, melting and crystallization peaks were observed only for the
nanocapsules of aliphatic polyurea. TGA measurements revealed that the aromatic

polyurea started to degrade at temperatures above 250 °C (Figure 25).

TGA

aromatic PUA
aliphatic PUA

0 200 400 600 800

T/°C
Figure 25: TGA of aliphatic and aromatic polyurea. The mass of the sample m is plotted
against the temperature 7. The nanocapsules based on aromatic polyurea degrade at lower
temperatures than the aliphatic ones. The TGA of the aromatic polyurea exhibits an

inflection point at 297 °C. The inflection point in the TGA of aliphatic polyurea is shifted of
60 °C to 357 °C. DSC settings were chosen on basis of TGA results.

The endothermic peak observed in the first heating curve of the aromatic
polyurea was not confirmed by other peaks in the cooling or second heating cycle.
For the aliphatic polyurea, melting and crystallization peaks are observed. The
melting peak in the first heating curve exhibits a melting enthalpy that is roughly
three times larger than the endothermic signal measured for the aromatic polyurea,

implementing a larger degree of crystallinity for the aliphatic polyurea.
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Figure 26: Crystallinity of aromatic (left) and aliphatic (right) polyurea nanocapsules.
a) XRD patterns reveal a higher degree of crystallinity for the nanocapsules of aliphatic
polyurea (X, ~0.55) compared to the nanocapsules of aromatic polyurea, which are found to
be mostly amorphous. b) The DSC thermogram of aromatic polyurea exhibits no
crystallization and no melting transitions during the second heating cycle. Only in the first
heating curve, an endothermal peak is observed. For the aliphatic polyurea nanocapsules,

melting and crystallization peaks are observed.

With increasing Gadobutrol concentration from 10 to 100 mM, the
crystallization process observed in the DSC thermograms shifted from the cooling

cycle (Figure 27b) to the second heating cycle (Figure 26).
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a) XRD of nanocapsules b) DSC of nanocapsules filled with Gadobutrol
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Figure 27: Crystallinity of aliphatic polyurea nanocapsules filled with Gadobutrol
(10 mM Gadobutrol as an initial concentration. a) XRD pattern shows similar reflexes as
already observed. The relative degree of crystallinity calculated by comparing the area under
the reflex to the total area was calculated to be X, =~0.49. b) DSC thermogram. The
crystallization point is appearing during the cooling cycle at 186 °C. The sample is melting
at 246 °C (first heating curve) and at 227 °C (second heating curve). With 100 mM initial
Gadobutrol concentration, cold crystallization occurred and the crystallization peak was
shifted to the second heating cycle (see Figure 26b). ¢) DSC thermogram of polyurea (PUA)
made of DAB and HMDI synthesized in bulk in presence of Gadobutrol. d) DSC
thermogram of polyurea made of DAB and HMDI synthesized in bulk without Gadobutrol.

The presence of Gadobutrol changes the thermal behavior of the resulting polymer.

XRD patterns indicate a similar degree of crystallinity for aliphatic polyurea
based nanocapsules filled with 10 and 100 mM initial concentration of Gadobutrol
(Figure 26a and Figure 27a). The shift of the crystallization signal from the cooling
curve to the second heating curve could be attributed to the influence of Gadobutrol
on the thermal properties of polyurea, since mixing of polymers with other
substances 1s reported to result in retarding or accelerating the crystallization

process.'”"'* The presence or absence of Gadobutrol influences the thermal
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behavior of the aliphatic polyurea synthesized in bulk from the monomers
1,4-diaminobutane (DAB) and hexamethylene-1,6-diisocyanate (HMDI) as observed
by DSC (Figure 27¢ and d). The melting temperatures in the first and in the second
heating curve as well as the crystallization temperature in the cooling curve of
polyurea synthesized in bulk are shifted about 20-30 °C to lower temperatures in

presence of Gadobutrol.

4.2.4.2. Relaxivity and Distribution of Gadobutrol in the Nanocapsules
By encapsulating Gadobutrol in nanocontainers of aliphatic polyurea, the
relaxivity 7 increased about 10 times (from ~4 s 'mmol 'L for the non-encapsulated
contrast agent up to ~40 s'mmol'L (Figure 30a). Such an increase in relaxivity for
polymeric nanocontainers was only reported so far if sucrose was co-encapsulated in
addition to the contrast agent leading to an increase of the local viscosity.” Here we
report on the increase in relaxivity without the need for co-encapsulation of sucrose.
The highest relaxivity of ~40 s'mmol'L was observed for the nanocapsules filled
with ~4 mM Gadobutrol, which is a Gadobutrol concentration we expect to exhibit a
similar viscosity as pure water. The relaxivity as well as the encapsulation efficiency
strongly depend on the initial concentration of Gadobutrol used for the synthesis of
the nanocapsules.” In a next set of experiments, the initial Gadobutrol concentration
was varied from 5 mM to 1 M to find the best combination of relaxivity and local
Gadobutrol concentration. The size distribution from DLS measurements and solid

contents are reported in Table 2, the SEM and TEM micrographs in Figure 28.
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Table 2: Characteristics of the polyurea nanocapsules: Monomers used for the synthesis,
initial concentration of encapsulated Gadobutrol, sizes of the nanocapsules in cyclohexane
determined by DLS, with X? and size distribution given as PDI solid contents and standard

deviations of the nanocapsules dispersion in cyclohexane and water.

@ /mM DLS solid content
dy/mm| X* |PDI| dy,/nm | d,,/nm | cyclohexane /% H,O /%
aliphatic polyurea (DAB+HMDI)
5 400 | 0.34 (0.21 43+0.05 0.53+0.01
5 410 |3.15]0.16 4.20 +0.04 0.54+0.08
10 390 |0.26|0.14 434 +0.07 0.67 +0.05
10 360 |0.39(0.04 3.61+0.08 0.41+0.07
100 340 |0.81(0.12 4.98 £0.09 0.74 +0.07
100 380 |0.34(0.08 4.99 £0.03 0.72+0.03
1,000 11.34 100(12.4%)360 (87.6%)| 11.89 £ 0.06 1.0+0.1
1,000 | 280 |3.15(0.28 10.42 +£0.04 0.94+0.05

aromatic polyurea (DAB+TDI)

100 >1 pm >1 pm 5.22+0.08 0.91+0.07
100 >1 um >1 um 449 £0.01 0.95 % 0.06

aliphatic PUA aromatic PUA

5SmM Gd 10 mM Gd ]00 mM Gd m I'M Gd

b) \‘ allphatlc PUA
3 an
A . &34 &
Q oy (5000 | % 500 nm;' 500 nm|

Figure 28: a) SEM and b) TEM micrographs of polyurea nanocapsules. The initial
Gadobutrol concentrations are written in white. The nanocapsules filled with 1 M

Gadobutrol solution did not collapse completely.
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Here we observe a strong dependence of the relaxivity on the concentration
of the encapsulated contrast agent (Figure 30a). Decreasing the amount of
encapsulated contrast agent from the maximum concentration of 0.2 M to the
minimum concentration of 4 mM Gadobutrol solution inside the nanocarriers led to
an increase of the relaxivity from ~22 to ~40 s'mmol'L. As the relaxivity of a
contrast agent is usually independent of its concentration, this trend is an intrinsic
effect of the confinement in nanocapsules and was observed before for polyurea
nanocapsules,” for nanozeolites'’* as well as for silica nanoparticles.**'* It can be
attributed to a saturation effect. The diffusion of the water molecules between the
aqueous core of the nanocapsules and the surrounding water outside the
nanocapsules is hindered by the nanocapsule shell. The water protons inside the
nanocapsule are exposed to the paramagnetic effect of the gadolinium centers. With
increasing Gadobutrol concentration, saturation is observed (note that at 4 mM there
are about 14000 water molecules per 1 Gd complex, whereas 0.2 M there are only
278 water molecules per Gd complex). Therefore additional Gadobutrol is reducing
the average relaxivity. For an initial concentration of Gadobutrol as high as 1 M, a
remarkable increase in relaxivity upon encapsulation was observed (from
~4 s'mmol'L to ~22 s'mmol'L). This generates a powerful contrast agent for MRI,
as it combines high local contrast agent concentrations (~0.20 M Gadobutrol inside
the nanocapsules) with outstanding relaxivity (~22 s 'mmol'L for i ).

The successful encapsulation of the contrast agent was further analyzed by
element-specific analyses by TEM based energy dissipative X-ray (EDX)
spectroscopy on the nanocapsules (Figure 29) and an elemental mapping via energy

filtered spectrum imaging (Figure 30b).
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Figure 29: Energy dispersive X-ray spectroscopy (EDX) analyzed on nanocapsules
containing gadolinium (top), measured by Dr. Patricia Renz. The characteristic peaks for
gadolinium appear in the X-ray spectrum. When no Gadobutrol was encapsulated in the

control sample, no signal was observed (bottom).

The element gadolinium was localized within the nanocapsules. Furthermore,
an inhomogeneous distribution inside the nanocapsules was observed. The
gadolinium was rather located at the nanocapsule shell than inside of the
nanocapsules (Figure 30b). The incorporation in the nanocapsule shell could mean
an immobilization of the gadolintum complexes, which would slow down its
rotation. In turn, the rotational correlation time is related to the relaxivity 34 Thus,
the observed increase in relaxivity could be attributed to the (partial) incorporation of

Gadobutrol into the nanocapsule shell.
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Figure 30: Polyurea nanocapsules filled with the contrast agent Gadobutrol. a) Relaxivity i

and i of encapsulated Gadobutrol (right) and non-encapsulated Gadobutrol (left). The
x-axis gives the concentration of Gadobutrol inside the nanocapsules, calculated from the
initial concentration multiplied by the encapsulation efficiency. b) TEM micrograph of the
capsules with an overlay of the gadolinium distribution (in red) mapped by energy filtered
spectrum imaging, measured by Dr. Patricia Renz. Gadolinium is found to be mainly located

in the nanocapsules shell rather than in the core.

4.2.4.3. Interactions of the nanocapsules with proteins

Once nanomaterials are introduced in biological fluids such as blood or
serum components for in vitro testing, proteins rapidly adsorb on their surface,
creating a protein corona, and hence altering their physicochemical properties. This,
in turn, strongly affects their biological fate in vitro and in vivo. Fetal bovine serum
(FBS) is a common protein source supplemented to cell culture medium. Here, we
exploited the inevitable effect of protein corona formation by adding low amounts of
FBS (2%) in order to stabilize nanocapsule dispersions as we have previously
investigated the stabilization effect of a preformed protein corona.'” In a detailed
proteomic analysis, we identified the proteins that adsorbed on the nanocapsules and
contributed to the stabilizing effect (Figure 31B). Nanocapsules were surrounded by
an outer protein layer consisting of loosely bound proteins that are rapidly
exchanged, the so-called soft corona. Below this layer, tightly bound proteins are
adsorbed on the nanomaterial (hard corona). Protein corona analysis was performed
as previously reported.'®'® Briefly, after the first centrifugation, the supernatant

containing unbound and loosely bound proteins (S§/) was separated and the
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nanocapsules pellet was further washed three times to isolate nanocapsules
surrounded by tightly bound proteins. Finally, in order to identify the hard corona
proteins, the nanocapsules were redispersed with SDS to release the bound proteins.
Serum albumin is the most abundant protein in serum (~45%) and was found in large
amount in the supernatant after the first centrifugation as indicated by SDS-PAGE
(molecular weight ~ 62 kDa) (Figure 31A). LC-MS analysis gave an insight in the
composition of the protein pattern of the hard corona. It should be noted that the
identity and composition of the protein corona strongly depends on the protein

176
source (FBS vs. human serum).

High amounts of a-2-HS-glycoprotein, serum
albumin, o-1-antiproteinase, and serotransferrin were found to cover the
nanocapsules surface. This is important as albumin is supposed to be a protein that
will enhance and prolong the circulation time of the nanocarriers.'”’
a-2-HS-glycoprotein and serum albumin belong to the protein class of fetuins. Their

major biological function is the transport of various substances in blood.'”® The

detailed list of all identified proteins is shown in Table 3.
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Table 3: List of all identified proteins in the protein corona (NC), supernatant (SI) and fetal
bovine serum (FBS), analyzed by Johanna Simon. The relative amount (%) based on all

identified proteins was calculated.

Entry Description FBS NC S1
P63258;P60712 Actin. cytoplasmic 2 0.11 0.07 0.20
Q3YS5Z3 Adiponectin 0.12 0.16 0.02
Q3SZR3 Alpha-1-acid glycoprotein 0.89 0.14 1.71
P34955 Alpha-1-antiproteinase 8.67 10.08 0.85
Q2KJF1 Alpha-1B-glycoprotein 0.45 0.66 0.02
P28800 Alpha-2-antiplasmin 0.15 0.20 0.01
P12763 Alpha-2-HS-glycoprotein 19.33 26.67 0.42
Q7SIH1 Alpha-2-macroglobulin 1.41 0.65 0.46
Q3Sz57 Alpha-fetoprotein 0.74 0.77 0.16
P41361 Antithrombin-I11 0.14 0.14 0.07
P15497 Apolipoprotein A-I 1.89 1.37 1.63
QS5SE9L4 Apoptosis facilitator protein 1.89 1.64 3.20
P17690 Beta-2-glycoprotein 1 0.23 0.35 0.07
Q2UVX4 Complement C3 0.46 0.41 0.13
P01030 Complement C4 (Fragments) 0.06 0.04 0.06
P81187 Complement factor B 0.10 0.07 0.01
P50448 Factor XIIa inhibitor 0.06 0.22 0.01
Q58D62 Fetuin-B 1.44 232 0.02
Q3SX14 Gelsolin 0.05 0.07 0.01
Q28115 Glial fibrillary acidic protein 0.03 0.04 0.01
P02081;P02070 Hemoglobin fetal subunit beta 0.24 0.62 0.05
Q3SzZV7 Hemopexin 0.40 0.39 0.15
P56652 Inter-alpha-trypsin inhibitor H3 0.10 0.13 0.02
Q3T052 Inter-alpha-trypsin inhibitor H4 0.39 0.43 0.06
A1L595 Keratin. type I cytoskeletal 17 0.03 0.13 0.03
Q5XQNS Keratin. type II cytoskeletal 5 0.02 0.06 0.03
AO0JND2 Keratin. type II cytoskeletal 80 1.05 0.84 1.40
P01044 Kininogen-1 0.43 0.43 0.21
P01045 Kininogen-2 0.16 0.18 0.09
P24627 Lactotransferrin 2.74 1.53 2.67
Q2YDF2 Mediator of RNA polymerase 11 0.02 0.07 0.01
Q58CQ9 Pantetheinase 0.04 0.05 0.24
Q95121 Pigment epithelium-derived factor 0.13 0.17 0.14
QIN2I2 Plasma serine protease inhibitor 0.04 0.03 0.01
P06868 Plasminogen 0.34 0.48 1.43
P00978 Protein AMBP 0.37 0.44 0.34
Q2KITO Protein HP-20 homolog 0.03 0.04 0.01
P00735 Prothrombin 0.10 0.09 0.23
Q2KJ39 Reticulocalbin-3 0.03 0.03 0.02
Q29443 Serotransferrin 6.23 791 0.26
A2I7M9;Q9TTELl Serpin A3-2 0.41 0.60 0.01
A2I7N1;A217N2 Serpin A3-5 0.09 0.10 0.04
A2I7N3 Serpin A3-7 0.11 0.12 0.00
A6QPQ2 Serpin A3-8 0.01 0.00 0.01
P02769 Serum albumin 46.37 36.77 83.17
QITT36 Thyroxine-binding globulin 0.07 0.09 0.01
046375 Transthyretin 0.23 0.57 0.18
Q3MHNS5 Vitamin D-binding protein 1.61 1.64 0.06
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Figure 31: Identification of tightly bound proteins adsorbed on nanocapsules. Experiments

were performed by Johanna Simon. A. SDS PAGE: Nanocapsules were centrifuged and
washed three times with PBS to remove loosely bound proteins. After the last washing step,
proteins were desorbed from the nanocapsules (NC) using 2% SDS and analyzed by
SDS-PAGE. The supernatant after the first centrifugation step (S/) and fetal bovine serum
(FBS) served as comparison. B. Heat map: Proteins were digested in-solution and analyzed
by liquid chromatography mass spectrometry (LC-MS). Based on all identified proteins the
relative amount of each protein is calculated (in %) and the most abundant proteins (> 0.5%)

are presented.

4.2.4.4. Localization of the nanocapsules in vitro after cell uptake

In vitro studies were performed for nanocapsules containing Gadobutrol and
the fluorescent dye Cy5-oligo. The uptake of fluorescently labeled nanocapsules in
mesenchymal stem cells (MSCs) and in dendritic cells (DCs) was visualized by
cLSM (Figure 32). After the cells have taken up nanocapsules, the cytotoxicity of the
nanocapsules was investigated by staining the cells with propidium iodide (PI)
followed by flow cytometry analysis. Nanocapsules with different concentrations
showed a very low rate of dead cells. The cell viability was higher than 97% for
MSCs and 93% for dendritic cells (Figure 32 A). Thus, the encapsulated Gadobutrol

did not have a significant effect on the viability of the cells, even at high
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concentration of contrast agent.
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Figure 32: Uptake of the nanocapsules in cells, analyzed by Dr. Patricia Renz. A) The cell
viability was measured by propidium iodide (PI) staining and subsequent flow cytometry.
The PI-negative MSC and DC cells with incorporated polyurea nanocapsules indicate that
the cell viability is as high as 97% and 93%, respectively. The dead cells were excluded
from analysis by PI staining (2 pg-mL™"). B) cLSM micrographs of the uptake morphology
of polyurea nanocapsules into MSC (upper row of micrographs) and DCs (bottom row of
micrographs). The cell membrane is displayed in green, the nanocapsules are displayed in

red.

Whereas fluorescence labeling gives an insight in the localization of the
nanocapsules in cells, it does not necessarily mean that the gadolinium complex is
co-localized with the nanocapsules. Indeed, unwanted leaching of the metal complex

may occur into the biological fluid. Therefore, we carried out element-specific
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analyses by TEM based energy dissipative X-ray (EDX) spectroscopy on the
nanocapsules inside dendritic cells (Figure 33). The nanocapsules were identified
remarkably well as being clustered in the dendritic cells by transmission electron
microscopy as shown in Figure 33. Along the red line displayed in Figure 33, EDX
spectra were recorded and the EDX gadolinium signal was found the strongest at the
position of the nanocapsules shells. This indicates that the majority of the contrast
agent is located in or near the wall of the nanocapsules shell, as already found for
pure nanocapsules (Figure 30b). Furthermore, it confirms that the contrast agent is
present in the cells and not leaking out of the nanocapsules. This feature is important
because it allows for keeping a very high local concentration of gadolinium in the

nanocapsules.

Counts (a.u.) G

0 20 0 ) 80 100
Position (nm)

Figure 33: Visualization of the polyurea nanocapsules in dendritic cells and detection of
gadolinium within the nanocapsules shell. A) The TEM micrograph shows a large cluster of
polyurea nanocapsules inside a dendritic cell. The capsules are contained in large
intracellular vesicles. B) The area marked by the black square in A) is examined by scanning
TEM (STEM) with parallel EDX analysis showing the deformed capsules shell in dark
contrast. Along the red line an EDX line profile was taken and the EDX gadolinium signal
was recorded. C) The gadolinium distribution is correlated to the dark contrast of the STEM

micrograph. This indicates that the gadolinium is distributed inside the nanocapsule shell.

69



B Highly Loaded Semi-permeable Nanocapsules for Magnetic Resonance Imaging

4.2.4.5. Biodistribution of the nanocapsules and invivo contrast

enhancement

The contrast enhancing effect and the biodistribution of the nanocapsules
prepared from DAB and HMDI loaded with the contrast agent was tested in vivo in
mice. As a control experiment, non-encapsulated contrast agent with the same
concentration was also tested. An enhancement of contrast could be clearly
demonstrated by magnetic resonance images. The spleen was easily detected as dark

area present in the highlighted squares in Figure 34 before injection.

0 2 minp.i. 15 min p.i. 60 min p.i.

control:
contrast agent only

nanocapsules
75 yuL

nanocapsules
150 pL

T1 GRE EXT 3D (TR: 13.6, TE: 2.9, Flip Angle: 20°, Exc: 2; ca. 4min) [

Figure 34: MRI images of mice treated with nanocapsules containing Gadobutrol and with
free Gadobutrol as control. The non-encapsulated Gadobutrol was excreted very fast after
the injection via the kidneys in the urine (not shown). The effect of the nanocapsules was
best observed in the spleen (yellow rectangle). The spleen is enlightened after the
application of the nanoparticles. The liver appears also brighter, especially in the first
20 min p.i. The effect was stronger when the volume of nanocapsules dispersion was
increased from 75 to 150 pL, containing 186 nmol Gadobutrol in total, instead of 93 nmol

Gadobutrol.

In the presence of non-encapsulated Gadobutrol, the spleen could still be

identified as dark area. On the contrary, the spleen became significantly brighter
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when the nanocapsules were injected because of their accumulation in this organ.
Also the liver appeared brighter after the injection of nanocapsules. In the liver, this
effect became more visible when 150 uL. of nanocapsule dispersion, containing
186 nmol Gadobutrol, were injected.

After MRI measurements, the mice were sacrificed. Their organs were
removed and analyzed by ICP-OES after digestion to determine their gadolinium

content. The ex vivo biodistribution is shown in Figure 35.

I 150 UL NC 1 h p.i.

160 Gadobutrol 1 h p.i.

0140107 /TS ULNC Thpi.
B1201f 150 uL NC 18.5 h p.i.
‘5100 it il
2 801
5 60
O 40-
R 015555 555 g _ ,

O' CCICC CCICC CI | c

heart blood lung sple kiny
Figure 35: Biodistribution of gadolinium (as Gadobutrol) in mice determined by ICP-OES.
Values are expressed as means and standard deviations of % injected dose per gram tissue
(n.d. =not detectable). A higher (150 uL, 186 nmol Gadobutrol, three mice) and a lower
amount (93 nmol Gadobutrol in 75 uL nanocapsule dispersion, three mice) of nanocapsules
dispersion (NC) were injected to find out the optimum amount needed for a sufficient
contrast enhancing effect. For the mice treated with nanocapsules, the Gadobutrol was
mainly found to be in the liver and in the spleen. The non-encapsulated contrast agent
(186 nmol Gadobutrol in 150 puL. nanocapsule dispersion, three mice) was only found to be
in the kidneys after 1 h. 18.5 h p.i. (186 nmol Gadobutrol in 150 pL nanocapsule dispersion,
one mouse) only ~55% of the injected dose was found, indicating a partial excretion of

contrast agent. Clinically, there were no signs of acute toxicity.

The gadolinium from nanocapsules was mainly found in the liver and in the
spleen. Liver and spleen are typical targets for nanoparticles that are taken up by

macrophages, as it is expected for nanoparticles larger 200 nm in diameter without
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further surface modification or targeting.”*> In MRI, the contrast enhancing effect in
the spleen was easier to observe than in the liver though ICP-OES measurements
revealed that a similar amount of gadolinium per g tissue also accumulated in the
liver. As the spleen is appearing dark in the magnetic resonance images without
contrast agent, it is easy to observe a difference in the brightness. The discrepancy to
the invivo MRI imaging with more significant contrast within the spleen as
compared to the liver might be explained either by saturation effects, by differences
in distributions within the tissue and within the intracellular compartments, or by a
dilution effect since the liver is much bigger than the spldanthe lung,
~20% ID per g tissue were found. For the non-encapsulated contrast agent only
(7 £ 8)% of the injected dose in total was found in the mice, mainly in the kidneys,
as the rest was already excreted in the urine (observed in MRI, not determined
ex vivo). The excretion via the kidneys in urine is known for Gadobutrol.*” 18.5 h p.i.
the amount of gadolinium in the liver decreased from 80 + 10 %ID / g tissue to
38+1% ID/gtissue. The decrease is indicating a partial excretion of the
encapsulated Gadobutrol. In none of the experiments, a significant amount of
Gadobutrol was found in the blood nor in the heart. Thus, the circulation time in
blood is shorter than 1 h for all measured samples. The amount of injected dose of

nanocapsules did not show any significant difference in the ex vivo biodistribution.

4.2.5. Conclusions

We designed nanocapsules with a remarkably high loading of Gadobutrol as
contrast agent. The measured relaxivity was as high as ~40 s'mmol'L. With the
nanocapsules a locally high concentration of the contrast agent could be clearly
achieved and identified in cells by electron microscopy and energy dissipative X-ray
spectroscopy. The contrast agent was co-localized with the nanocapsules, meaning
that unwanted leaching of the contrast agent from the nanocapsules did not
significantly occur. The nanocapsules were injected in mice and the biodistribution
of the encapsulated contrast agent was found to be different from the biodistribution
of non-encapsulated contrast agent. Particularly, the liver and the spleen were highly
loaded, allowing for a clear enhancement of contrast in magnetic resonance imaging.

Thus, it was possible to enhance tissue contrast compared to free Gadobutrol by
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efficient encapsulation of Gadobutrol using less Gadobutrol.
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4.3. Nanoscale Contrast Agents for Computed Tomography

Computed tomography (CT) contrast agents are suffering from similar
drawbacks as contrast agents for MRI. In contrast to MRI, no aqueous surrounding is
needed in the direct contrast agent environment. However, higher doses of contrast
agents are required for CT. Thus, nanocarriers exhibiting an even higher loading
capacity than the nanocapsules introduced in Chapter 4.2 are presented as contrast

agents for CT.

4.3.1. Abstract

After the discovery of X-rays, CT became an important imaging tool in
medicine. In contrast to other clinical imaging techniques, CT is fast and readily
available. A major drawback of CT is the high amount of contrast agent required for
the imaging of soft tissue, due to dilution over the whole body and fast depletion
over the kidneys. By entrapment of contrast agents into nanocarriers, we aim at
reducing the total amount of contrast agent needed for CT imaging.

Herein, we present nanoparticles containing commercial CT contrast agents.
The morphology and the hydrophilicity of the nanocarriers were tuned to combine
high entrapment efficiency with sufficient colloidal stability. Via inverse
miniemulsion, iopromide is entrapped into polyurethane nanoparticles with an
entrapment efficiency of ~94%. Thus, nanoparticles containing ~25 wt% of iodine
were synthesized. Nanoparticle dispersions with an iodine concentration of

~12 ° 3 g/L were obtained.

4.3.2. Introduction

CT is a versatile and non-invasive imaging technique in medicine. Especially
for patients that should not be examined by MRI because of metallic implants or
cardiac pacemakers,”” the use of X-rays instead of strong magnetic fields is a good
alternative as it is completing the tool box of medical examination. "'

The use of contrast agents is crucial for CT because soft tissue is only
showing a poor absorption of X-rays. Common contrast agents are for example
iodine containing molecules. lodine is absorbing well X-rays and can therefore can

enhance the contrast in CT.> A good alternative for patients that are hypersensitive to
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iodine are metal-based CT contrast agents. Additionally, metal-based CT contrast
agents are exhibiting favorable X-ray attenuating properties due to their high atomic
number, high density, and k-edge energy and thus, absorb X-rays stronger than
iodine.® So far, iodine is the only element approved as CT contrast agent for
intravascular administration.’

For a good contrast enhancing effect, high doses of the contrast agent are
typically required. The need for high amounts of contrast agent is a major
disadvantage for CT compared to other imaging techniques such as MRI, PET, and
optical imaging methods.'' Beside toxicity concerns, the high osmotic pressure and
the high viscosity caused by high amounts of contrast agent is causing pain in the
veins of the patients. Additionally, molecular iodinated contrast agents are excreted
rapidly over the kidneys and are therefore limiting imaging times.’

The use of nanoparticles offers a possibility to overcome the issue of high
osmotic pressure and viscosity.” By entrapping the contrast agent inside the
nanoparticles, the number of molecules in solution or dispersion and therefore the
osmotic pressure experienced by the patient are reduced. The option for targeting in
combination with the high local concentration of contrast agent inside the
nanoparticles provide another possibility to reduce the required dose of contrast
agent.®® Furthermore, nanomaterials differ from their bulk or molecular equivalents
in their pharmacokinetics, biodistribution, and toxicity. Benefits of nanoparticles that
are often claimed are accumulation in specific organs or enhanced blood circulation
times.>'"

Some approaches for nanoscale CT contrast agents are reported in

3,7,179-182

literature. The challenge is to include a maximum amount of contrast agent

inside the nanoparticles because the resulting contrast enhancing effect in CT is
directly proportional to the amount of the contrast agent. Approaches to develop

. 1 . 184 -
nanoscale CT contrast agents range from nanoemulsions,'®* micelles,'®* liposomes or

185,186 187,188 189,190

polymersomes to particulate systems like dendrimers, nanocapsules,

191-193
Pan et al.

or nanoparticles of inorganic materials or of coordination polymers.
reported of polymeric nanocapsules with a mixture of lipiodol and polysorbate as
liquid core resulting in a nanocapsule diameter of ~100 nm and an 1odine
concentration of 12 mg/mL. Another type of polymeric nanocapsules made of

Pluronic and PEG as polymeric shell and lipiodol as core with a diameter of
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150 £ 10 nm and an iodine content of ~100 mg iodine/mL was presented by Kong et
al."”® DeKrafft et al. used Zn(NOs), or Cu(NOs), as precursors to coordinate a
molecule containing iodine. The iodinated coordination polymer was forming
nanoparticles with a diameter of 200-600 nm with an iodine content of 63 wt%.""!

Ho et al. prepared nanocapsules of cross-linked micelles and filled with lipiodol

(30z40% w 1odine/v) as oily, iodinated core. The dispersions were colloidally stable

up to a solid content of 40 wt%."”° Some iodinated nanoscale CT contrast agents are
commercially available. Marval Pharma Ltd. is testing an iodinated CT contrast
agent named NCTX™ for blood pool visualization in clinical phase 2 trials.
NCTX™ is a PEGylated liposomal iodixanol injection, containing liposomes with a
diameter in the range of 100~150 nm and an iodine content of 34.8 mg /mL."”* A
clinical phase I study revealed in 2001 that the administration of high dosage (70 and
100 mg I/kg) of a liposomal iodine contrast agent without a PEGylated surface
induced mild and moderate adverse events including back pain, chills, flu-like
symptoms, and nausea with vomiting.'””  ExiTron™ nano 6000  and
ExiTron™ nano 12000 (nanoPET Pharma GmbH) are commercially available
alkaline earth metal-based nanoscale CT contrast agents for visualization of blood
pool, liver, and spleen for preclinical CT of small animals such as mice.
ExiTron™ nano 6000 contains nanoparticles with a mean hydrodynamic diameter of
110 nm and an iodine content of 160 g/ L."® Fenestra® VC (MediLumine Inc.) is a
nanoemulsion-based CT contrast agent with a droplet size of 100—200 nm, an iodine
concentration of 50 g/ L, used for preclinical angiography, liveand spleen imaging
of small animald®’ Due to toxicity issues, the use of Fenestra is still limited to
preclinical animal model®’ However, nanoscale contrast agents for CT
encapsulatig hydrophiliciodine-containing molecukewerenot reported so far.

In this chapter, polymeric nanoparticles entrapping hydrophilic iodine-based
contrast agents are presented. The inverse miniemulsion used for the synthesis of the
nanoparticles offers the possibility of co-encapsulation of other, hydrophilic
substances such as drugs. Additionally, the polymeric nanoparticles are decorated
with amino groups on their surface available for further surface modifications like
targeting. Contrary to systems such as micelles, liposomes, polymersomes or
emulsions, nanoparticles are mechanically stable against dilution or agitation, giving

the possibility for purification via dialysis or centrifugation. Characterization of
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nanoparticles by electron microscopy 1is easily accomplished without time
consuming sample preparation to conserve the nanoparticles morphology. Different
approaches are presented to achieve a high iodine concentration in nanoparticles
suspension. As polymeric matrix for the nanocarriers, polyurea has been chosen as

versatile and biocompatible material.

4.3.3. Materials and Methods

Chemicals:

Chemicals were purchased as follows: hexamethylene-1,6-diisocyanate
(HMDI, >99.0%, Sigma Aldrich); toluene-2,4-diisocyanate (TDI, 95%, Sigma
Aldrich); cyclohexane (HPLC grade, VWR); dimethyl sulfoxide (DMSO, 99.7+%,
Acros Organics); 1,2-diaminoethane (DAE, 99.5%, Carl Roth); 1,4-diaminobutane
(DAB, 98+%, Alfa Aesar); sodium dodecyl sulfate (SDS, 99%, Fluka); dimethyl
formamide (DMF, 99.9%, Acros Organics), NaCl, deuterated dimethyl sulfoxide
(DMSO-dg), and Hexaiodobenzene (Sigma Aldrich), CaCl, (Merck); iodide standard
used for ICP-OES measurements (from Nal, ¢ =1,000 mg L', SPEX CertiPrep).
The surfactant polyisobutylene-succinimide pentamine was obtained from Lubrizol,
France. Iopromide, Ultravist (1.0 M iopromide infusion solution) and Iotrolan were
kindly provided by Bayer Healthcare. All chemicals were used as received if not

noted otherwise. Milli-Q water (18 MQ cm) was used for all experiments.

Synthesis of Polyurea Nanocapsules

Ultravist370 (0.97M iopromide solution, 37@ng iodine per mL) was
diluted with water to the desired concentration. Alternatively, an iopmsailition
was used, obtained by dissolving the respective amount of iopromide in water. To
the iopromide solution(0.7mL), NaCl (2mg) as osmotic pressure agent and
1,4-diaminobutane(50 uL) were added. The aqueous solution was added to a
solution ofpolyisobutylene-succinimide pentamine (50 mg) in cyclohexane (3.75 g).
The mixture was stirred for 1 h at 900 rpm at room temperature to obtain a coarse
emulsion. A miniemulsion was obtained by sonicating the sample undesockng
for 3min at 70% amptude with a puls@ause regime of 20 and $0respectively,

using a Branson W45D sonifier, equipped with a 1/8. tip. Under stirring
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(900rpm) the diisocycanate (0.7Bmol) dissolved in cyclohexane (1.8p was
added dropwise to the miniemulsion. T¢@mple was kept stirring in a closed glass

vial (900rpm, 24h, at room temperature).

Preparation of Nanoparticles

Nanoparticles were obtained using DMSO or DMF instead of water as
solvent for the dispersed phase. If necessary, the iopromide solution was filtrated
over Kimtech science tissues (Kimberly-Clark) to remove undissolved residues and
the iodine concentration of the dispersed phase was assessed using ICP-OES. Due to
the solubility in DMSO, CaCl, (2 mg) instead of NaCl (2 mg) was added as osmotic
pressure agent. No diamine was added. The nanoparticle synthesis was carried out as

described before for the nanocapsules synthesis.

Preparation of Nanoparticles with Various Amounts of TDI

A miniemulsion was prepared using 0.5 M iopromide solution in DMF as
dispersed phase. After emulsification by sonication, 0.35; 0.44 or 0.75 mmol of TDI

were dissolved in cyclohexane (1.25 g) and added dropwise to the miniemulsion.

Preparation of Nanoparticles with Various Amounts of DAE

0.53 or 1.06 mmol of DAE were added to a solution of 0.5 M iopromide and
2 mg CaCl, in DMSO. The miniemulsion was carried out as described prior in this
section for iopromide containing nanocapsules. After sonication, TDI (1.39 mmol)

diluted in cyclohexane (1.25 g) was added to the miniemulsion.

Preparation of Nanoparticles Containing lotrolan

Instead of iopromide, a 0.5 M solution of iotrolan in DMSO (0.7 mL) was
used as dispersed phase. The inverse miniemulsion was obtained as described for
iopromide nanoparticles prior in this section. After sonication, TDI (1.39 mmol)

diluted in cyclohexane (1.25 g) was added to the miniemulsion.
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Transfer of Nanoparticles from Cyclohexane into Water

The nanoparticle dispersion was filtrated over Kimtech science tissues
(Kimberly-Clark) to remove agglomerates formed during nanoparticle synthesis. The
filtrated nanoparticle dispersion in cyclohexane (1 g) was added dropwise and under
stirring to 0.3 wt% aqueous SDS solution (5 g). Cyclohexane was evaporated under
stirring (900 rpm, 24 h, at room temperature) in a glass vial with an open lid. The
nanocapsule dispersions in water were purified in two steps. Firstly, the
agglomerates were removed by centrifugation at 500 rpm for 5 min. The supernatant
was transferred into a new vial and centrifugation was performed at 4000 rpm for
15 min. The supernatant was removed and the nanocapsules were dispersed in fresh
SDS solution. The entrapment efficiency EE;, giving the fraction of iodine remaining
in the nanoparticles in percent, was evaluated by measuring the iodine concentration

before purification @ and in the second supernatant & by ICP-OES (eq. 12).

@
00 p = (12)

Transfer into Water with Sonication

The sample was placed in a sonication bath for ~5 min directly after mixing
the nanoparticles dispersed in cyclohexane with the aqueous SDS solution.
Evaporation of cyclohexane and purification of the nanocapsules in water were

performed as described in the last paragraph.

Analytical Tools

The iodine content was determined by inductively coupled plasma-optical
emission spectroscopy (ICP-OES, Activa M spectrometer, Horiba Jobin Yvon). A
Meinhardt-type nebulizer, a cyclone chamber, and the software ACTIV Analyst 5.4.
were used for the ICP-OES measurements under the following conditions: 1250 W
forward plasma power, 12 L min' Ar flow, and 15 rpm pump flow. As reference
line, the Ar emission at 404.442 nm was chosen. Prior to the measurements, the
ICP-OES spectrometer was flushed with a nitrogen gas flow for at least 4 h. For
calibration and quantification of iodine, the emission lines at 178.214 and
182.976 nm with a 5s integration time were chosen. A calibration curve was

recorded using six different iodine concentrations prepared by dilution of a
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commercial iodine standard with 0.3 wt% aqueous solution of SDS. The nanoparticle
samples were diluted with a 0.3 wt% aqueous solution of SDS to obtain
concentrations within the calibration range. The baseline correction and the dynamic
underground correction were provided by the software ACTIV Analyst 5.4. The solid
content was assessed gravimetricalyweighing 10QuL of the sample before and
after freezedrying. The hydrodynamic radius and the size distribution of the
nanoparticles were measured by dynamic light scattering (DLS) at a PSS Nicomp
Particle SizeB80 at a scattering angle of 90°. Prior DbS measurements, the
dispersions were diluted with the respective solvBiifS measurements in plasma
were performed on an ALV spectrometer consisting of a goniometer and an ALV-
5004 multiple-tau full-digital correlator (320 channels), which allows measurements

over an angular range from 20° to 150°. A He-Ne Laser operating at a laser
wavelength of 632.8 nm was used as light source. For temperature controlled
measurements, the light scattering instrument is equipped with a thermostat from
Julabo. The polyurea nanoparticles, dispersed in 0.3 wt% SDS with a solid content

of (4.9+0.2)% (1 pL), were incubated with human blood plasma (1 mL, citrate
plasma, filtrated over membrane filter with a pore size of 0.22 um (Millex GS
syringe filters), prepared according to standard guidelines, obtained from the blood
transfusion service at the University Medical Center Mainz) for 1h at 37 °C.
Measurements were performed at 20°C at different angles ranging from 30° to 150°.
Scanning electron microscopy (SEM) measurdmewere performed using a
LEO 1530Gemini (Zeiss) field emission microscope at an extractor voltage of
0.2kV. Transmission electron microscopy (TEM) micrographs were recorded at a
JEOL JEM1400 electron microscope operating at an acceleration voltag® &Vv1

The samples for SEM and TEM were prepared by -dagiing the diluted
nanocapsule dispersion with a solid content of about\0t@d onto a silicon wafer

or onto a carbooated copper grid, respectivefd NMR spectra inDMSO-dg
were recorded usingn Avancelll 250 NMR spectromete{BrukerBioSpin GmbH).

The data wascquired using the Topsphl software (BrukeBioSpinGmbH). As
internal standards, the signals of the solvent protons were Bescessing of the
NMR spectra was achieved usinghe MestReNovd1l.0.4 software
(MestrelabResearcts.L.).  Sodium  dodecyl  sulfatpolyacrylamide  gel

electrophoresis (SDBAGE) wascarried outby Johanna SimonAn amount of

80



Results and Discussion _

protein (6pg) was added to Nw#ge Reducing age( pL), NUPAGE LDS Sample
buffer (10uL) and loaded onto a NuPage 1@ Tris Gel. The gel was run forhL
at 100V in NuUPAGE MES SDS Running Buffer using SeeBlue -Btaning
Standard as marker. Protein bands were visualized using Simply Blue safe stain (all

Thermo Fisher).

4.3.4. Results and Discussion

This chapter focuses on two main issues: first the entrapment efficiency and
second the colloidal stability of the dispersion. For the entrapment of the
commercially available iodine-based CT contrast agent iopromide, nanocapsules (as
presented in Chapter 4.1 and 4.2) and nanoparticles were tested. The colloidal
stability was engineered by addressing the hydrophilicity of the nanoparticle matrix,

the size distribution, and the transfer from organic to aqueous medium.

4.3.4.1. Nanocapsules from Ultravist vs. lopromide
The commercially available infusion solution Ultravist contains the CT

contrast agent iopromide (molecular structure see Figure 36) at a concentration of

~1 M.
: e}
Haco/\[r l}l/\‘/\OH
o , CHs OH

lopromide (Ultravist)

Figure 36: Molecular structure of iopromide, an FDA approved CT contrast agent.

To obtain nanocapsules, a similar approach was chosen as presented in
Chapter 4.2 for the nanocapsules containing Gadobutrol. The infusion solution was
diluted with water to the desired concentration and encapsulated into polyurea
nanocapsules via inverse miniemulsion. For the synthesis of polyurea, the
hydrophilic monomer 1,4-diaminobutane (DAB) was added to the aqueous solution
of iopromide. The hydrophilic phase was mixed with a solution of surfactant
polyisobutylene-succinimide pentamine in cyclohexane and emulsified via

sonication. After sonication, the hydrophobic monomer
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toluene-2,4-diisocyanate (TDI) diluted in cyclohexane was added. The
polymerization (Figure 37 A) took place at the water-cyclohexane interface and
nanocapsules with a polyurea shell and an aqueous core were obtained. The
procedure is similar to the one depicted schematically in Figure 11 in
Section 4.1.4.1. After the synthesis, the nanocapsules were transferred into water. To
investigate the encapsulation efficiency, the nanocapsule dispersion was purified via
centrifugation and the iodine content was measured using ICP-OES. The
encapsulation efficiency after the re-dispersion in water EE, was calculated as a ratio
of the iodine content in the supernatant and the total iodine content in the
nanocapsule dispersion prior to purification (Figure 37 B). The morphology was
investigated by SEM, revealing a core-shell structure. The nanocapsules collapsed
due to the evaporation of the encapsulated water upon sample preparation achieved
by drop casting followed by drying and due to the SEM vacuum conditions
(Figure 37 C).
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A) CHs
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1,4-diaminobutane (DAB) NCO

toluene-2,4-diisocyanate (TDI)
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Figure 37: Polyurea nanocapsules filled with an initial concentration of Ultravist or
iopromide of 0.1 M. A) Scheme of the polymerization taking place at the droplet interface,
forming the polymeric nanocapsules shell. B) Encapsulation efficiencies EE, and C) SEM
micrographs of polyurea nanocapsules filled with Ultravist infusion solution (red, left) and
with a solution of iopromide in water (blue, right). Nanocapsule synthesis and SEM of the

Ultravist containing nanocapsules were performed by Kerstin Malzahn.

The infusion solution Ultravist does not only contain iopromide. It contains
further components such as tris(hydroxymethyl)aminomethane (tromethamine,
24 mg/mL) as buffer and calcium disodium edetate (EDTA, 0.1 mg/mL) as

sequestering agent (Figure 38).198
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calcium disodium edetate (EDTA) tris(hydroxymethyl)aminomethane

Figure 38:  Molecular  structures of calcium  disodium edetate (EDTA,
2,2'2".2"-(1,2-ethanediyldinitrilo)tetrakis acetic acid calcium disodium salt, left) and
tris(hydroxymethyl)aminomethane also known as tromethine (right), which can be found in
the formulation of Ultravist beside iopromide. Tris(hydroxymethyl)aminomethane is bearing

three hydroxylgroups and one amino group which can possibly react with an isocyanate.

While EDTA is not exhibiting any functional groups which could react with
isocyanates, tris(hydroxymethyl)aminomethane displays three hydroxyl- and one
amino-group that can react with isocyanates. The reaction between the mono-amine
tris(hydroxymethyl)aminomethane and the diisocyanate might retard the polymer
chain growth during the synthesis, as the reaction rate of the reaction between
hydroxyl groups and isocyanates is ~1000 times slower compared to the reaction rate

of the reaction between amines and isocyanates.199

Though EDTA is not taking part
in the polymerization, it increases the osmotic pressure inside the nanocapsules and
might therefore promote uncontrolled release of the payload. Thus, polyurea
nanocapsules filled with a solution obtained by dissolving iopromide in water were
synthesized and compared to those filled with Ultravist solution, prepared by Kerstin
Malzahn (Figure 37). By encapsulating iopromide solution instead of Ultravist, the
iodine retention was increased from ~13% to ~35%. However, the encapsulation
efficiency of iopromide solution was with ~35% rather low compared to previous
experiments with Gadobutrol (Chapter 4.1 and 4.2). In the next steps, we will try to

identify the factors determining the low encapsulation efficiency and to increase the

encapsulation efficiency by engineering the nanocapsule shell.

4.3.4.2. Semi-crystalline Nanocapsules to Increase Encapsulation
Efficiency
The diffusion of the contrast agent through the nanocapsules shell should be

reduced by the use of a semi-crystalline shell material, as shown in Chapter 4.1
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Thus, polyurea nanocapsules with an aliphatic polyurea as a shell material were

synthesized (Figure 39).

A)

NH
HNT > 2 * oeNT T NCo
1,4-diaminobutane (DAB) hexamethylene-1,6-diisocyanate (HMDI)

Figure 39: Chemical structure of polyurea (A) and SEM image (B) of polyurea
nanocapsules synthesized from DAB polymerized with HMDI and 0.1 M initial iopromide

solution in water.

The use of the linear, aliphatic diisocyanate HMDI instead of the angled,
aromatic diisocyanate TDI resulted in a polyurea shell with a higher crystallinity
degree (see Chapter 4.1). The nanocapsules exhibited a hydrodynamic radius of
dn =290 nm (PDI=0.17), which is smaller than the hydrodynamic radius of the
nanocapsules synthesized with TDI (dy =700 nm, PDI=0.24). Although the
previous results presented in Chapter 4.1 revealed an enhanced density of the
nanocapsules, the retention for iopromide in the nanocapsules was found to be only
2-4%.

Iopromide is bearing four hydroxyl groups and two amides (Figure 36) that

could possibly react with isocyanates (Scheme 1).
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Scheme 1: Reaction between isocyanate and hydroxyl groups (a) and isocyanate and

amides.

Amides exhibit a similar reactivity as hydroxyl groups in the reaction with
isocyanates.'” The increased retention of TDI-based nanocapsules could be
attributed to a side reaction between iopromide and TDI, resulting in a covalent
entrapment of iopromide in the nanocapsules. In contrary to TDI, HMDI is less
reactive than TDI. The reaction rate constant for the reaction of TDI and a hydroxyl
group is reported to be 2.5 times higher than the reaction rate constant for the

200,201

reaction of HMDI and a hydroxyl group. Reactions between HMDI and

hydroxyl groups are rather taking place at higher temperatures (80 °C or higher)

202 .
The reaction between

and/or in presence of catalysts such as dibutyltin dilaurate.
an aliphatic isocyanate and a hydroxyl group is reported to reach 100% conversion
after 15 min reaction time at a reaction temperature of 60 °C in presence of
0.1 mol equivalent dibutyltin dilaurate. With less catalyst (0.001 instead of

0.1 mol equivalent) the conversion reported to be only 32% after the same reaction

time.*"
4.3.4.3. Is Iopromide Chemically Bond or Physically Entrapped into
Nanocapsules?

To monitor whether iopromide is physically entrapped or chemically bond in the
nanoparticles, the reaction between iopromide and TDI was followed by 'H-NMR
spectroscopy. lopromide is exhibiting two amide groups and four OH-groups that
could possibly react with TDI. A solution of iopromide in deuterated
dimethylsulfoxide (DMSO-ds) was prepared and the NMR spectrum was recorded.
TDI was added to the iopromide solution in DMSO-d¢ and the NMR spectrum was
recorded 10 min and 17 h after the addition of TDI (Figure 40).
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—1n

=

DMSO

deuterated dimethylsulfoxide

(DMSO-dy) (), 15 min (b) and 17 h (c) after the addition of TDI. The relative integral of the

hydroxyl protons of iopromide is reduced from 4.22 before TDI addition to 2.88 after 17 h,

implementing a reaction of hydroxyl groups with the isocyanate groups of TDIL.
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The signal of the aromatic protons of TDI was broadening over time and the
signal at 3.34 ppm attributed to residual water in DMSO was vanished after 17 h.
Thus, TDI was reacting with the residual water contained in DMSO-ds. The signals
referring to the amide and hydroxyl groups of iopromide are partially superimposed
with new signals appearing upon TDI addition. The reaction products of isocyanates
with water are urea bonds and, with hydroxyl groups, urethane bonds (see
Scheme 1), both exhibiting protons next to a nitrogen atom that are observed in the
region of 8710 ppm. For integration, the integral of the NMR signal at 9.98 ppm,
corresponding to one amide proton, was set to a value of 1.00 and used as an internal
reference. 17 h after the addition of TDI, the relative integral of the hydroxyl protons
of iopromide, observed at ~4.8 ppm, is reduced from 4.22 measured before TDI
addition, to 2.88, implementing a reaction of hydroxyl groups with the isocyanate
groups of TDI. The integrals of other iopromide related signals remained unchanged.
This might indicate a reaction between iopromide and TDI. To provide further
evidence that a reaction between TDI and iopromide was taking place,
complementary measurements such as diffusion ordered spectroscopy (DOSY NMR)

or Heteronuclear Multiple Bond Correlation NMR (HMBC-NMR) are required.

4.3.4.4. Iopromide Nanocapsules vs. Nanoparticles

Considering that covalent bonds between TDI and iopromide are formed, it
could mean that no amine is needed to form nanocapsules or nanoparticles.
Accordingly, nanocapsules were prepared without the addition of
1,4-diaminobutane. The dispersed phase contained a solution of iopromide in water.
TDI was allowed to react with iopromide. Furthermore, side reactions of TDI with
water and as well as with the surfactant might occur.

Without the presence of 1,4-diaminobutane in the dispersed phase, SEM
images revealed nanocapsule formation (Figure 41). The absence of diamine enabled
the encapsulation of iopromide with a higher initial concentration (0.5 M instead of
0.1 M) at a similar encapsulation efficiency (33% and 35%, respectively), compared
to the nanocapsules presented in Section 4.3.4.1. Nevertheless, with 0.5 M initial
iopromide concentration, the encapsulation efficiency was still rather low (~33%) for
nanocapsules prepared without the addition of 1,4-diaminobutane.

To further increase the encapsulation efficiency, nanoparticles with a solid
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core instead of nanocapsules were synthesized. In contrary to MRI contrast agents,
no aqueous core is required for CT contrast agents. In nanoparticles, the diffusion
pathway for the entrapped payload is longer in comparison to nanocapsules, where
only a thin shell is acting as obstacle. Crespy et al. described the formation of solid
core nanoparticles, when DMSO was used as solvent for the dispersed phase.''’
Accordingly, iopromide was dissolved in DMSO and emulsified in a solution of the
surfactant polyisobutylene-succinimide pentamine in cyclohexane. TDI, diluted in
cyclohexane, was added after sonication. As TDI is miscible with DMSO, the
polymerization is not limited to the droplet interface and nanoparticles are obtained.
Conversely, nanocapsules were obtained when water was used as dispersed phase

(Figure 41).

Figure 41: Electron micrographs of nanocapsules (left) and nanoparticles (right). SEM
(upper row) and TEM images (lower row) of nanocapsules and nanoparticles, obtained using
water or DMSO as dispersed phase, respectively. TEM images were recorded by Alexander
Schoth.

By the use of DMSO as dispersed phase, the entrapment efficiency was
raised from ~33% obtained for nanocapsules to ~94% for nanoparticles. SEM
images revealed a nanoparticle structure with a solid core. No phase separation
between DMSO and the formed polymer was visible in the SEM

micrographs (Figure 41). As no major phase separation is observable and as DMSO
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is still present in the nanoparticles, it can be assumed that DMSO was equally
distributed in the nanoparticles. DLS measurements revealed a mean hydrodynamic
diameter of 310 nm (PDI = 0.39) for the nanoparticles dispersed in cyclohexane.

During the transfer to water, the formation of agglomerates was observed,
which resulted in a lower iodine concentration in the nanoparticle dispersion, as the
precipitated agglomerates were not available for ICP-OES measurements.
Agglomerates were removed in a first centrifugation step at 18 rzb (500 rpm). The
supernatant was then removed and centrifuged a second time at 1820 rzb (5000 rpm).
The entrapment efficiency was evaluated by ICP-OES measurements from the
second supernatant.

Though the entrapment efficiency was found to be ~94%, the iodine
concentration was with ~5 mg/mL of iodine after purification far below the expected
concentration of ~17 mg/mL. This discrepancy can be explained with the loss of
nanoparticles during the first centrifugation step. By increasing the colloidal
stability, the iodine concentration in the nanoparticle dispersion is expected to
increase. Thus, approaches to increase the colloidal stability will be presented in

Section 4.3.4.6 ff.

4.3.4.5. Nanoparticles with Hexaiodobenzene

To investigate whether similar entrapment efficiencies are available for a
molecule that cannot undergo a chemical reaction with TDI and is not chemically
bond in the nanoparticles, nanoparticles containing hexaiodobenzene, which is

bearing no reactive groups towards TDI, were synthesized.

hexaiodobenzene

Figure 42: Nanoparticles filled with hexaiodobenzene. A) Chemical structure of

hexaiodobenzene. B) SEM micrograph of nanoparticles filled with hexaiodobenzene.
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The nanoparticles revealed a mean hydrodynamic diameter of 510 nm
(PDI=0.22) and an entrapment efficiency of (60 + 10)%. The entrapment efficiency
was ~60% for hexaiodobenzene, i.e. lower than for iopromide containing
nanoparticles (~94%). Consequently, the entrapment in nanoparticles is also possible

if no chemical bonds are formed between the matrix and the cargo.

4.3.4.6. Addition of 1,2-Diaminoethane

The iodine content of the nanoparticle dispersion was, so far, limited by the
colloidal stability of the dispersion (see Section 4.3.4.4). One method to improve the
colloidal stability of nanoparticles in water is to increase the hydrophilicity of the
nanoparticle material. The reaction rate of the reaction of isocyanates with primary
amines is about 1000 times higher than the reaction rate of the reaction between
isocyanates and hydroxyl groups or water."”” Thus, addition of amines would reduce

the amount of side reactions such as TDI with water (Scheme 2).

CHjy
A.NCo
CHs (J:HB * U\\fff;’ H H7
A N0 Lo Hol R N on Sk T NN
e 2 N N ~ NCO T =
N —_—
(L ==y e I J
i 0 A~ 0 2 CO, i AN
NCO NH; -0
toluene-2,4-

diisocyanate (TDI)
Scheme 2: Polyurea formation by the reaction of TDI with water. The aromatic isocyanate
groups react with water and release CO, to form the amine. The isocyanate born amines can

react with the remaining isocyanate groups to give an aromatic polyurea.

The density of functional groups in a molecule correlates with its
hydrophilicity. 1,2-Diaminoethane (DAE) was chosen, as it exhibits two primary
amines and two methylene groups (see Figure 43 A) and it is miscible with DMSO.
The isocyanate born amine that might be formed due to the side reaction of TDI and
water is exhibiting seven carbon hydrogen groups and two amine groups and is
accordingly much more hydrophobic than DAE (DAE is miscible with water, the

204 .
% To increase the

solubility of toluene-2,4-diamine in water is 1-5 mg/mL).
hydrophilic character of the nanoparticles, DAE was added to the dispersed phase of

iopromide dissolved in DMSO. The hydrophilic phase was added to the continuous
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phase consisting of polyisobutylene-succinimide pentamine dissolved in
cyclohexane. After sonication and the addition of TDI to the inverse miniemulsion,

nanoparticles were obtained. Two different amounts of DAE were tested and

compared to nanoparticles synthesized without DAE (Figure 43). '’

A) CHs

NH A S /\/H H N -
R
e DS USL

1,2-diaminoethane (DAE)

NCO n
toluene-2,4-diisocyanate (TDI)

B) 100 -

0 053 1.06 0 0.53 1.06
amount DAE / mmol

Figure 43: Nanoparticles synthesized from various amounts of 1,2-diaminoethane (DAE)
and TDI with DMSO as dispersed phase. A) Scheme for the polyaddition of DAE and TDL.
B) Entrapment efficiency FE; and iodine concentration after purification. The data points
were averaged over two samples. Error bars represent standard deviations. C) SEM
micrographs and DLS data are revealing nanoparticle formation a) without addition of DAE,
b) with addition of 0.53 mmol of DAE per batch (ratio DAE:TDI = 1:2.6), and c) with
1.06 mmol of DAE per batch (ratio DAE:TDI = 1:1.3). Per batch, 1.39 mmol of TDI was

used, respectively.

With 0.53 mmol of DAE, the entrapment efficiency was comparable to the
entrapment efficiency obtained without DAE. Nevertheless, the resulting iodine

concentration remained constant. Upon addition of 1.06 mmol of DAE, the
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entrapment efficiency decreased from ~90% to ~34%. Due to the higher hydrophilic
character of the nanoparticle matrix, diffusion of iopromide through the nanoparticle
matrix was promoted. The improved colloidal stability was counterbalanced by a
decrease in encapsulation efficiency. In the following part, no DAE was added
because no increase in the resulting iodine concentration was achieved by addition of

DAE.

4.3.4.7. Iopromide vs. Iotrolan

The size of the molecules is playing a key role in their diffusion behavior
when they are physically entrapped in a matrix. Iotrolan is a dimer of iopromide,
exhibiting roughly a double molecular weight and iodine content while the iodine
content per molecular weight for iopromide and iotrolan is comparable.
Nanoparticles containing iotrolan were synthesized using iotrolan and compared to
nanoparticles containing iopromide with a similar initial iodine concentration

(Figure 44).

93



W Nanoscale Contrast Agents for Computed Tomography

| NH  OH

How OH
OH
A) o |9 HO ~ OH HN OH o} 3—(
N | 0 | NH OH
oy e
o, | CHs OH HO . N
07N OH | Nﬂo
H/\(!)? ) $ .

OH

B) g iopromide iotrolan OH

iopromide iotrolan

Figure 44: Nanoparticles filled with iopromide (left) or iotrolan (right). A) Chemical
structure of iopromide and iotrolan. B) Comparison of resulting iodine concentration in
nanoparticle dispersion after purification by centrifugation. The dispersion containing
iotrolan-based nanoparticles exhibited a lower iodine concentration than the dispersion with
iopromide-filled nanoparticles. C) Electron micrographs of nanoparticles filled a) with

iopromide and b) with iotrolan.

The entrapment efficiency correlating with the amount of free iodine in
solution was similar for both samples. Starting with the same initial concentration of
iodine, only (88 £ 24) and (48 + 3) mg/L of iodine were detected for iopromide and
iotrolan in the supernatant, respectively. For iotrolan, slightly less iodine was found
in the supernatant. This implements an entrapment efficiency of ~ 90%.

Interestingly, iotrolan-based nanoparticles resulted in a larger diameter
(420 nm, PDI=0.39 for iopromide based nanoparticles compared to ~1 um,
PDI = 0.06 for iotrolan based nanoparticles). Though DLS measurements implement

a narrow size distribution for iotrolan based nanoparticles (PDI 0.06), a broad size
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distribution was observed in SEM micrographs, ranging from ~50 nm to several
microns. Larger particles exhibit a stronger scattering intensity than smaller particles,
which complicates the detection of smaller particles in bimodal samples by DLS."’
Due to the larger size, the colloidal stability in water of iotrolan based nanoparticles
was low, which resulted in a decrease of the final iodine concentration (Figure 44B).
As iotrolan-based nanoparticles resulted in a larger hydrodynamic diameter and were
not colloidally stable, iopromide-based nanoparticles were used in the following

section.

4.3.4.8. Influence of Solvent Viscosity on Nanoparticle Size Distribution
SEM and TEM images of nanoparticles revealed a rather broad size
distribution (Figure 41-Figure 44). These nanoparticles were synthesized via inverse
miniemulsion. The emulsification was achieved via sonication. During sonication,
droplets are ruptured to form smaller droplets. Besides the fission of droplets, also
fusion as a consequence of collisions between the droplets occurs.”””> The size
distribution might be attributed to the high viscosity A of DMSO

(h i ;= 2.0mPa s)* in comparison to other solvents. Nazarzadeh et al.

reported the viscosity of the dispersed phase to play a major role regarding droplet
size and droplet size distribution in a miniemulsion. The droplet size distribution is
related to the droplet rupturing mechanism. For emulsions with a low-viscosity
dispersed phase (i.e. 0.49 mPas) it has been reported that the droplets burst upon
sonication to form several smaller droplets of comparable size. For high viscosity
droplets (i.e. 96.5 mPa s), droplet rupturing occurs rather by stretching the droplets
than by bursting, resulting in a bimodal size distribution. Upon longer sonication
times, the bimodal droplet size distribution evolved to a monomodal size
distribution.””’

In this section, DMF is presented as an alternative solvent to DMSO. DMF
exhibits, among other differences, a much lower viscosity than DMSO

(h  ,=0.8mPa 5).2%® Furthermore, DMF is immiscible with cyclohexane and

solubilizes iopromide and TDI. Therefore, it is a suitable solvent as a dispersed
phase in inverse miniemulsion. The nanoparticle formation with DMF as dispersed
phase was confirmed by DLS and SEM measurements (Figure45c). The

encapsulation efficiency was found to be similar to DMSO-based nanoparticles
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(ee = ~96%). DLS measurements revealed a slightly larger hydrodynamic radius but
a narrower size distribution when compared to DMSO-based nanoparticles
(Qr =370nm, PDI=0.13; Q4 =310 nm, PDI=0.39), though also larger

particles have been observed in SEM images.

4.3.4.9. Amount of TDI

The amount of TDI is expected to affect the amount of cross-linking, the
hydrophilicity, and, as a consequence, the entrapment efficiency of the payload
inside the nanoparticles.”® The lower the entrapment efficiency, the more free iodine
can be found in the supernatant after centrifugation of the nanoparticle dispersion.
The result is expressed as encapsulation efficiency after re-dispersion in water after
purification EE.. Especially the hydrophilicity is crucial for the colloidal stability of
the nanoparticle dispersion in water. To remove agglomerated nanoparticles, a first
centrifugation step with 500 rpm was applied. The nanoparticles, which did not
precipitate during this first centrifugation step, were used for further analysis. If the
nanoparticles was not colloidally stable, iodine was neither found in the supernatant
nor in the purified nanoparticle dispersion. As a consequence, the remaining amount
of iodine found in the nanoparticles dispersion after purification was far below the
theoretically expected value, that can be calculated from the initial amount of
iopromide used for the nanoparticle synthesis. The precipitated nanoparticles were
not available for ICP-OES measurements.

The amount of TDI was varied to find the best compromise between
entrapment efficiency and colloidal stability. Nanoparticles with three different
amounts of TDI per batch were synthesized. Nanoparticles were obtained for all

samples (Figure 45).

96



Results and Discussion _

0.35 0.44 0.75 0.35 0.44 0.75
amount TDI / mmol

dy=560 nm (PDI =0.21) 340 nm (PDI =0.17) 370 nm (PDI = 0.13)

Figure 45: lopromide-containing nanoparticles, synthesized using DMF as a dispersed
phase, with different amounts of TDI cross-linker. A) Encapsulation efficiency EE.,
calculated from the ratio of the total iodine amount in dispersion and the iodine content in
the supernatant after centrifugation (left) and the iodine content of the nanoparticle
dispersion after purification via centrifugation (right). The data points were averaged over
two samples, respectively. Error bars represent standard deviations. The encapsulation
efficiency increased with increasing amount of TDI per batch. B) SEM micrographs and

DLS data revealing nanoparticle formation.

With 0.35 mmol of TDI per batch in presence of 0.3 mmol of iopromide and
50 mg surfactant, but without the addition of further diamines, only ~35% of iodine
was found in the nanoparticle dispersion after purification. By increasing the amount
of TDI from 0.35 mmol to 0.75 mmol per batch while keeping the amount of the
other components constant, the entrapment efficiency increased from ~35% to
~96%. In turn, the colloidal stability decreased with increasing amount of TDI,
yielding to no increase of the iodine content in the purified nanoparticle dispersion.
The iodine containing nanoparticles formed agglomerates and precipitated. Thus, the
iodine content measured was with ~4 g/L far below the theoretically expected one of

~19 g/L.
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Because the approaches to engineer the hydrophilicity of the nanoparticle
surface resulted in a higher leakage of the entrapped payload, another approach to

increase the iodine concentration in the final dispersion was tested.

4.3.4.10. Reducing Agglomerates by Sonication

Upon transfer of the nanoparticles from cyclohexane into water, no
colloidally stable nanoparticles dispersions were obtained. The obtained iodine
content in the nanoparticle dispersion was, therefore, far below the theoretical
expected iodine content (see Section 4.3.4.4). Thus, modifications of the transfer step
were performed. By sonication shortly after the mixing of the two phases, the
formation of agglomerates could be reduced. The iodine concentration in water after

purification was measured (Figure 46).

- sonication + sonication

Figure 46: Comparison of the resulting iodine concentration of the nanoparticle dispersion

after purification, transferred from cyclohexane to water without or with sonication.

During the transfer from cyclohexane to water, the hydrophobic nanoparticles
were brought into a hydrophilic environment. By the addition of sodium dodecyl
sulfate (SDS) as surfactant, an electrostatic stabilization of the nanoparticles was
achieved. For iopromide nanoparticles, the colloidal stabilization by the surfactant
was not enough. The formation of agglomerates led to precipitation of the particles
and reduced the total amount of particles in the dispersion and therefore the iodine
content in the dispersion. By the application of sonication shortly after the
introduction into the aqueous phase, the formed agglomerates were separated again
by sonication. The iodine concentration after purification was increased from

7° 4g/Lupto12° 3 g/L by sonicating the sample during the transfer step. The later
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dispersion exhibited a solid content of (4.9 + 0.2)%. By sonication, a suitable iodine

concentration'®’ was reached for in vivo visualization of the nanoparticles.

4.3.4.11. Interaction of the Nanoparticles with Plasma
To investigate whether the nanoparticles are suitable for biomedical
applications, the interaction of the nanoparticles with plasma was examined. DLS

measurements of the nanoparticles in the presence of human blood plasma were

performed (Figure 47).
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Figure 47: Nanoparticle size in plasma: A) DLS results of nanoparticles without plasma:
R =244+ 24 nm, no agglomerates observed. B) DLS of nanoparticles in human blood
plasma: R,=201+27 nm. At 6=30° (most sensitive scattering angle) a second signal
(depicted in red) is observed. Aggregates with R,~ 700 nm (~ 40% of scattered intensity) are
formed. C) Large agglomerates are formed after addition of nanoparticles to human blood
plasma. Agglomerates disappear mostly upon diluting the nanoparticle dispersion with

human blood plasma.

Prior to the addition of human blood plasma, the nanoparticles were found to have a
hydrodynamic radius of 244 +24 nm. Dispersed in human blood plasma, the
hydrodynamic radius of the nanoparticles was found to be 201 £ 27 nm, which is not
significant different from the radius without human blood plasma (P >0.05). At a
scattering angle of 30°, a second signal was observed for the nanoparticles in human
blood plasma, indicating the formation of agglomerates. At higher concentrations of
nanoparticles, the formation of agglomerates was visible (Figure 47 C).

To gain further insight into the interaction of the nanoparticles with plasma,

the proteins adsorbed onto the nanoparticle surface were analyzed by SDS-PAGE by
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Johanna Simon (Figure 48). The nanoparticle dispersion was incubated with human
blood plasma. The loosely bound proteins were removed by centrifugation and the
remaining proteins forming the protein hard corona were analyzed by SDS-PAGE.
As the amount of adsorbed proteins was unknown, different amounts ranging from
0.5 to 2 times 16.25 uL of nanoparticle dispersion were applied, to obtain a good
visualization of the adsorbed proteins. To identify the molecular weight, a marker

was added. For comparison, human blood plasma was also tested (Figure 48).

Marker FBS Plasma Marker 0.5x 1.0x 1.5x 2.0x

(]

_ — — -—
— —
a
-
{

14

10 &

Figure 48: Sodium dodecyl sulfate-polyacrylamide gel electrophoreses (SDS-PAGE),
measured by Johanna Simon: Proteins are separated due to their molecular weight. Blue
lines are marking the proteins. The marker (left row) allows the identification of the
molecular weights (y-axis). As comparison, FBS and human blood plasma was recorded.
The nanoparticles were incubated with human blood plasma prior to SDS-PAGE
measurements. Because the amount of the adsorbed proteins was unknown, different
amounts of nanoparticle dispersion were added, ranging from 0.5 to 2 times 16.25 puL. of

164,1 . .
64165 ¢y obtain a sufficient

sample (referring to the protocol reported in literature),
visualization of the adsorbed proteins. While albumin is the most present protein class in
FBS and plasma, other proteins, ranging from ~38 kDa to ~100 kDa, were more present in

the nanoparticle protein corona.
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As expected, the blue lines are getting more intense with increasing amount
of sample used in the experiment. The SDS-PAGE revealed a different protein
pattern in the protein corona of the nanoparticles hard corona from the protein
composition of the plasma. The band at ~62kDa is still observed for the
nanoparticles, but less intense than in the human blood plasma, indicating that fewer
albumins are present in the protein corona of the nanoparticles. As the band for
albumin is less intense, bands of other proteins become visible. The SDS-PAGE
indicates a high diversity of proteins over the whole detectable molecular weight
range (3 kDa—188 kDa) in the protein corona of the nanoparticles. Possible proteins
corresponding to the molecular weight range of the most intense bands could be
immuniglobolin G (IgG) light chain (~22 kDa), fibrinogen alpha (~47 kDa), IgG
heavy chain (~50 kDa), fibrinogen beta (56 kDa), albumin (~66 kDa), and fibrinogen

209
d.

gamma (63 kDa).'”® Fibrinogen is a coagulation factor in bloo In the protein

corona of nanocarriers it might cause the formation of agglomerates,”' as it was
observed for these particles during DLS measurements (Figure 47 B and C).
Albumin is the most abundant protein in human blood and is a versatile carrier

211212 oG in the protein corona is reported to trigger the cell uptake by

175,213

protein.
macrophages to remove foreign material from the blood stream.
To gain evidence about which proteins are present in the protein corona,

complementary experiments such as LC-MS are required.

4.3.5. Conclusions

This chapter was focused on two main issues: encapsulation efficiency and
colloidal stability. The encapsulation efficiency of iopromide in nanocapsules was
not exceeding ~35%. To overcome the leakage from the nanocarriers, nanoparticles
instead of nanocapsules were synthesized. In polyurea nanoparticles, the entrapment
efficiency of iopromide was increased from ~35% for nanocapsules to ~94%. NMR
spectroscopy experiments indicated a chemical reaction taking place between the
hydroxyl groups of iopromide and the isocyanate groups of TDI. Without the
formation of covalent bonds between the cargo and the nanocarrier matrix, the
entrapment of hexaiodobenzene into nanoparticles was possible with an entrapment
efficiency of ~60%. Iotrolan, a dimer of iopromide exhibiting a lower osmotic

pressure at the same iodine concentration, showed similar entrapment efficiency but
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a lower colloidal stability than iopromide-based nanoparticles.

The colloidal stability is crucial for obtaining a high iodine concentration in
the final dispersion as well as for biomedical applications. The increase of the
colloidal stability was attempted by several approaches. The hydrophilicity was
addressed by addition of 1,2-diaminoethane and by adjusting the amount of TDI in
the formulation. The size distribution of the nanoparticles, which is also crucial for
colloidal stability, was tuned by the viscosity of the solvent used in the dispersed
phase. The transfer step from cyclohexane into water was optimized by sonication to
reduce the formation of agglomerates. Finally, the interaction between iopromide
containing nanoparticles and plasma was analyzed.

The use of a microfluidizer, as presented for DMSO-filled nanocapsules in
Chapter 4.4, is expected to improve the nanoparticle size distribution. Surface
modification might further increase the colloidal stability. Cell experiments and
in vivo experiments shall reveal toxicity and biodistribution of iopromide containing

nanoparticles.
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4.4. Triggered Release from HES-HSA Nanocapsules

Nanocarriers are able to reach targets that are otherwise difficult to access.
Besides nanocarriers as diagnostic tools introduced in Chapter 4.2 and 4.3, the
treatment of the identified tumors is of high interest. For drug delivery, not only a
high loading capacity is important but also the possibility to control the release of

encapsulated payloads.

4.4.1. Abstract

The protein STAT3 (Signal Transducer and Activator of Transcription3) is a
transcription factor. It is critically involved in tumor growth and in tumor escape
mechanisms, which makes it an attractive target in cancer immunotherapy.”'* STAT3
inhibitors inhibit the phosphorylation of STAT3, are soluble in DMSO but
practically insoluble in water, and highly toxic.?'> Entrapped into nanocapsules with
DMSO-core, STAT3 inhibitors can be dispersed in an aqueous environment.
Shielding by the nanocapsule shell hinders the direct contact of the encapsulated
STATS3 inhibitors with the biological environment and reduces therefore the toxicity
of the entrapped STAT3 inhibitors. Moreover the required dose of STAT3 inhibitors
can be reduced as the desired cells can be directly targeted.

A suitable nanocarrier for the transport of STAT3 inhibitors has to fulfill two
major issues. Firstly, the nanocapsules should not be depleted by the immune system
before reaching their target. The "stealth effect" is describing the ability of certain
materials to reduce unspecific cell uptake of nanocarriers and to minimize the
immune response in the body.*'®*'® Therefore, nanocarriers based on the stealth
material hydroxyethylstarch were synthesized. Secondly, the drug has to be released
once the target is reached. Human serum albumin was incorporated into the HES-
based nanocapsules shell membrane as predetermined breaking points to allow the
scission of the nanocapsules and the enzymatic triggered release of the encapsulated
STATS3 inhibitors (Figure 49). As proteins tend to form clusters, we expect a phase
separation between HES and HSA and, therefore, the formation of HES and HSA
domains. Upon enzymatic degradation of HSA, channels are expected to form to

allow for the release of the encapsulated cargo.
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Figure 49: Scheme of nanocontainers based on HSA (multicolored) and HES (yellow). The
cargo (orange) is released upon enzymatic degradation of the proteins that are located in the

shell of the nanocarriers.

4.4.2. Introduction

STAT3 (Signal Transducer and Activator of Transcription3) is an attractive
target in cancer immunotherapy as it is a protein involved in cell growth and,
especially, in tumor growth. Furthermore, hyperphosphorylated STAT3 is found in
tolerance inducing immune cells in the tumor microenvironment, where it is
facilitating tumor escape.”'* STAT3 inhibitors are reported to inhibit the protein
STATS3 by disabling the dimerization or the phosphorylation. But STAT3 inhibitors
are also inhibiting cell growth of healthy cells, making the inhibitors highly toxic.*"’
Besides, the STAT3 inhibitors are soluble in organic solvents such as DMSO (i.e.
solubility of S3I-201 in DMSO: >10 mg/mL | >0.03 M) but practically insoluble in
water (i.e. solubility of S3I-201 in H,O: <0.01 mg/mL| <0.03 mM).*** By
encapsulating them in DMSO-core nanocapsules, STAT3 inhibitors become
dispersible in water and the toxicity is reduced, as the nanocapsule shell is shielding
the payload from the environment.

Atovaquone (Scheme 3) is an FDA-approved drug used against Pneumocystis
carinii pneumonia, a major opportunistic infection in individuals with
immunosuppression such as AIDS,**' toxoplasmosis,””* and cryptosporidiosis.**®
Furthermore, atovaquone is used for the treatment and the prevention of malaria. In
combination with azithromycin, it is effective for the treatment of babesiosis.”** The
STATS3 inhibiting effect of atovaquone was recently discovered.””>**® Some patents

are reporting nanoparticles containing atovaquone.””’** Dearn et al. reported of
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nanosuspensions of atovaquone in the size range of 0.1 to 3 um, prepared by mixing
atovaquone with an aqueous surfactant solution followed by microfluidization.**’
Shubar et al. found nanosuspensions of atovaquone that were coated with
apolipoprotein E and showed an improved uptake into the brain of mice and a
reduced 7. gonadi infection.”>® Recently, Soleimani et al. prepared STAT3 inhibitor
loaded polymeric micelles of PEO, 4-b-PCL;; or PEO;14-b-PBCL;y in the size range
of 40—70 nm for the treatment of melanoma. The encapsulation efficiency was for
the STAT3 inhibitor S31-201 25% maximum, resulting in a drug loading of the
micelles (mg S3I-201 per mg polymer) of 2.3%, which is rather low. The
concentration of S31-201 in the aqueous dispersion was 0.68 mM. In contrary, an
encapsulation efficiency of 94% and a drug loading of 9.2% of the micelles was
obtained for the encapsulation of the STAT3 inhibitor S31-1757, resulting in a
concentration of 1.8 mM of S31-1757 in the aqueous dispersion.>'

Though the stealth effect is widely discussed, to our knowledge no studies
are reporting so far regarding nanocarriers consisting of a stealth material and
containing predetermined breaking points made of HSA to allow for an enzymatic
triggered release for drug delivery of hydrophilic drugs. While a number of
nanoscale atovaquone has been reported in literature, the STAT3 inhibiting effect of
nanoscale atovaquone remains unclear. Nanocarriers of the STAT3 inhibitor S31-201
with sufficient encapsulation efficiency are unreported to our knowledge.

Here, we aim at the encapsulation of two STAT3 inhibitors, S31-201 and

215
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atovaquone, selected as models from the broad variety of STAT3 inhibitors.
contrary to most of the other STAT3 inhibitors, atovaquone is not toxic
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Scheme 3: Chemical structure of encapsulated payloads. STAT3 inhibitors S31-201 and

atovaquone were chosen as models.

The ability of certain materials to reduce unspecific cell uptake of
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nanocarriers and to minimize the immune response in the body is referred to as
"stealth effect". Biocompatible hydroxyethylstarch (HES) is reported to exhibit
stealth properties.?'®*'® Herein, nanocapsules based on HES were synthesized. As
the degradation of HES is taking place on a much longer timescale than the
degradation of human serum albumin (HSA),**** HSA was incorporated into the
nanocapsules shell to accelerate the enzymatic triggered release of the payload
(Figure 49).

For the formation of nanocapsules, TDI was used as cross-linker (Scheme 4).
The isocyanate groups of TDI are meant to react with the functional groups of HSA,
which is bearing hydroxyl, thiol and amino groups, and with the hydroxyl groups of
HES. The reaction rate for the reaction of primary aliphatic amines with isocyanates
is ~1000 times higher than the reaction rate of primary hydroxyl groups.'” The

reactivity of thiol groups is much lower than the reactivity of hydroxyl groups.'****"

235

hydroxyethylstarch (HES) human serum albumin (HSA) toluene-2,4-diisocyanate (TDI)
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Scheme 4: Educts used for the synthesis of HES-HSA nanocarriers. HSA is a protein,
containing functional groups as hydroxy, amino or thiol groups. Hydroxyethylstarch and

HSA are crosslinked with TDI.

4.4.3. Materials and Methods

Materials

Chemicals were purchased as follows: hydroxyethylstarch (HES)
(M= 130,000 g mol ', degree of substitution = 0.4, dialyzed and freeze dried from
infusion solution) (Fresenius Kabi); toluene-2,4-diisocyanate (TDI, 95%, filtrated
over 0.2 pm nylon syringe filter (Chromacol) prior to use) and atovaquone (>98%)
(Sigma Aldrich); sodium dodecyl sulfate (SDS) (Fluka and Alfa Aesar); cyclohexane
(>99%) (VWR); DMSO (99.7+%, Acros Organics); sulfo-cyanine-5-carboxylic acid
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(Cy5, Lumiprobe); CellTracker Green CMFDA (biomol); S31-201 (Calbiochem).
The surfactant poly((ethylene-co-butylene)-b-(ethylene oxide)) P(E/B-b-EO), with a
poly(ethylene-co-butylene) block (My= 3,700 g mol™') and a poly(ethylene oxide)
block (My=2,900 gmol™") was synthesized as described before via anionic
polymerization.”*® All chemicals were used as received unless otherwise noted.

Mili-Q water (18 MQ cm) was used throughout all experiments.

Synthesis of Nanocapsules via Inverse Miniemulsion

The surfactant P(E/B-b-EO) (200 mg) was dissolved in cyclohexane (15 g).
For HES-TDI nanocapsules, HES (200 mg) and CaCl, (40 mg) were dissolved in the
polar phase consisting of a mixture of H,O and DMSO with a DMSO content
ranging from 0%, 50%, 90%, 95% to 100% (v/v). For HES-HSA nanocapsules with
different ratios of HES and HSA, the total amount of HES and HSA was 200 mg and
the ratio was adjusted by varying the amount of the components, respectively. To
avoid denaturation of HSA, no salt (CaCl,) was added as osmotic pressure agent. For
the encapsulation of STAT3 inhibitors, HSA (100 mg) was dissolved in MiliQ water
(1.4 mL) and mixed with a solution of HES (100 mg) in DMSO (1.54 g). In DMSO
were further dissolved the respective fluorescent dyes Cy5 (60 pg) and/or
CellTracker Green (0.2 mg) and, if required, the STAT3 inhibitors S31-201 or
atovaquone (10 mg), respectively.

The two phases were mixed and a coarse emulsion was obtained by using the
Ultra Turrax T18 digital (IKA), equipped with a dispersing tool of the type SIEN10
at 24k rpm for 60s. Subsequently the pre-emulsion was transferred to the
microfluidizer LV1, equipped with a ceramic chamber of the type F20y 75u. The
cooling coil was placed in a water bath of 4—6 °C to cool the sample. The first stroke
was discarded and the sample was pumped 3 times at a working pressure of
1,500 bar through the chamber. To the emulsion (9.2 g) a mixture consisting of
cyclohexane (5 g), P(E/B-b-EO) (30 mg) and TDI (100 mg) was added dropwise.

The sample was allowed to react for 24 h under stirring at room temperature.

Transfer to Water

If not otherwise mentioned, the unpurified nanocapsule dispersion in
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cyclohexane (1 g) was added dropwise to a solution of 0.1 wt% SDS (Fluka) in

water (5 g). The sample was stirred in an open vial to evaporate cyclohexane.

Release of Cy5 from HES-TDI nanocapsules

The HES-TDI nanocapsules dispersed in water (4 mL) were transferred into a
dialysis tube (14 kDa MWCO, regenerated cellulose dialysis tube, Roth) and
dialyzed against MiliQ water (146 mL). The release of Cy5 was evaluated from the
dialysate. After 1, 3, 6, 24, 48 and 72 h, respectively, 1 mL of dialysate was drawn
and the content of Cy5 was determined by fluorescence intensity using the
platereader Tecan i-control infinite M1000 (8= 646 nm, &,= 662 nm). For the
measurement of the fluorescence intensity, 100 pL of sample were placed into a
96 well plate. The fluorescence intensity of each dialysate sample was measured
three times. No correction for the detected signals was used. To determine the
concentration of Cy5, the fluorescence intensity from five different Cy5
concentrations in MiliQ water was recorded and a calibration curve was obtained by
linear regression. No background correction was used for the calibration curve. The
release was calculated by comparing the amount of Cy5 released during dialysis to

the theoretical amount of Cy5 contained in the nanoparticles.

Release of Cy5 upon enzymatic degradation of the nanocontainers

To avoid loss of the fluorescent dye, the nanocapsule dispersions were not
purified. After transfer to water, trypsin was added (444 pL of trypsin solution to
4.00 g of nanocapsule dispersion). The dispersion was stirred at room temperature
for 1 h, transferred into a dialysis tube (100 kDa MWCO cellulose ester, spectra
por), and dialyzed against MiliQ water (146 mL). The release of Cy5 was evaluated
from the dialysate. After 1, 3, 6, 24, 48 and 72 h, respectively, 1 mL of dialysate was
drawn and the content of Cy5 was determined by fluorescence intensity using the
platereader (as = 646 nm, &, = 662 nm). No correction for the detected signals was

used.

HES-TDI Nanocapsules filled with 90%, 95% or 100% DMSO

The surfactant P(E/B-b-EO) (100 mg) was dissolved in cyclohexane (7.5 g).
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HES (100 mg), CaCl, (20 mg) and the fluorescent dye Cy5 (20 png) were dissolved in
the polar phase consisting of a mixture of H,O and DMSO with a DMSO content
ranging from 90%, 95%, 100% (v/v DMSO/H,0), and added to the cyclohexane
phase.

Emulsification was carried out as described prior in this chapter. By using the
Ultra Turrax T18 digital (IKA), equipped with a dispersing tool of the type SISN10
at 24 k rpm for 60 s, a coarse emulsion was obtained. The coarse emulsion was
transferred to the microfluidizer LV1, equipped with a ceramic chamber of the type
F20y 75u. To cool the sample, the cooling coil was placed in a water bath of 46 °C.
The first stroke was discarded. The sample was passed 3 times at a working pressure
of 1,500 bar through the chamber. To the miniemulsion (4.5 g), a mixture consisting
of cyclohexane (2.45g), P(E/B-b-EO) (15mg) and TDI (49 mg) was added
dropwise. The sample was allowed to react for 24 h under stirring at room
temperature. The unpurified nanocapsule dispersion in cyclohexane (400 pL) was
added dropwise to a solution of 0.1 wt% SDS (Alfa Aesar) in water (5 g). The
sample was stirred in an open vial to evaporate cyclohexane. The nanocapsules
dispersed in water (3 mL) were transferred into a dialysis tube (14 kDa MWCO,
regenerated cellulose dialysis tube, Roth) and dialyzed against VE-water (900 mL).
The release of CyS was evaluated from the dialysate after 24 h from the fluorescence
intensity (8= 646 nm, &, = 662 nm). For the detected fluorescence intensity, no

correction was used.

Enzymatic Degradation of Celltracker Green

Purification of the nanocapsule dispersion was performed via dialysis for
24h (MWCO 14 kDa, regenerated cellulose dialysis tube, Roth). To 450 uL of
dialyzed nanocapsule dispersion, 50 uL of trypsin were added. The nanocapsules
were kept shaking at 37°C for 3 h and afterwards at room temperature. The
fluorescence intensity of the nanocapsule dispersions was measured using the plate
reader (& =492 nm, &, = 517 nm). For comparison, the fluorescence intensity was

divided by the solid content of the nanocapsule dispersions.
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Analytical Tools

To determine the hydrodynamic radius and size distribution of the
nanocapsulesiynamic light scattering (DLSneasurements were performed using
PSS Nicomp Particle Siz880 operatingat a scattering angle of 9(Prior to DLS
measurementsthe nanocapsule dispersions were diluted withe respective
solvent(cyclohexane or waterThe solid content of the cyclohexane and aqueous
nanocapsule dispersions were assessed gravimetricalgrbgaring the weight of
100pL of the respectivessample before and after freede/ing. Scanning electron
microscopy (SEM) imagewere recorded with &EO (Zeiss) 1530 Gemini field
emission microscope at an extractor voltage ofk®.2For ransmission electron
microscopy (TEM) imagesa JEOL JEM1400 electron microscope operating at an
acceleration voltage of 12/ was used. The samgléor SEM and T were
preparedoy dropcasting A diluted nanocapsule dispersion with a solid content of
about 0.0wt% was droppednto a silicon wafer or onto a carbooated copper
grid, respectively and the solvent was allowed to evaparaté
ZetasizelZEN2600system from Malvern Instrumentgas used to assess theta
potential. Three measurements were run per sample witR1A@runs per
measurementPrior to zeta potential measurements sample was diluted with

1 mM potassium chloride

Statistical Analysis

Errors given for the measured release of Cy5 after 72 h were calculated using
the Gaussian error propagation.The statistical significance was determined using the
unpaired t-test. A two-tailed P value of less than 0.05 was considered to indicate
statistical significance. The P value was calculated using the free web calculator
GraphPad QuickCalcs ¢ test calculator by GraphPad Software, La Jolla California,
USA.>Y

High Performance Liquid Chromatography

High performance liquid chromatography (HPLC) measurements were
performed using a HPLC Agilent Technologies Series 1200 equipped with a

degasser, quaternary gradient pump, column oven and photodiode detector (all
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Agilent Technologies), and an injection valve 77251 with 20 ul loop (Rheodyne). A
reversed phase column (HD8, Macherey Nagel) with a length of 125 mm, a diameter
of 4 mm and a particle size of 5 um was chosen. The flow was set to 1 mL/min. The
temperature was 20 °C. As eluent, a mixture of acetonitrile (HPLC grade, Fischer)
and water (containing 0.1% TFA, HPLC grade, Merck) was used in the beginning
and was changed to 100% acetonitrile after 10 min. The signal at the UV detector
was recorded at 270 nm or at 254 nm for atovaquone or S31-201, respectively. Prior
to each measurement, the baseline was recorded. Each measurement was run 2 times.
For quantification of the STAT3 inhibitors S3I-201 and atovaquone, a calibration
curve was recorded. 2, 4, 6, 8, 10 uL of a solution of known concentration of
S31-201 or atovaquone were injected and the absorbance signal was integrated. The
encapsulation efficiency was calculated by comparing the amount of STAT3

inhibitor found in the dialysate to the theoretically expected content.

Cell Experiments

Cell experiments were performed in cooperation with the AG Steinbrink at
the University Medical Center Mainz by Tina Hares and Matthias Domogalla to
investigate the effect of the generated nanocapsules on tumor cells, uptake and
viability by the human HeLa cells. The HeLa cell line is an immortal cancer cell line
that was isolated from a cervical cancer of Henriette Lacks in 1952 and hence serves
as an essential tool in cancer research (Greely H. T. & Cho M.K. 2013).%** For cell
culture maintenance HeLa cells were grown in 75 cm” cell culture flasks (Greiner
BioOne) and diluted (with the factor 1/10, v/v) twice a week by trypsinization. Cells
were harvested and seeded at a density 0.5x10° cells in 6 well plates (Costar). After a
resting period of 24 h, nanocapsules were added at a concentration of 10 pg/mL and
25 pg/mL. Past 16 h, cells were obtained, stained with Fixable Viablility Dye
(Thermo Fisher), and analyzed by the BD™ LSR II flow cytometer (BD

Biosciences).

4.4.4. Results and Discussion
Because STATS3 inhibitors are practically insoluble in water (i.e. solubility of

S31-201 in H,O: <0.01 mg/mL ] <0.03 mM) but soluble in DMSO (i.e. solubility of
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S$31-201 in DMSO: >10 mg/mL | >0.03 M),** DMSO was chosen as solvent for the
dispersed phase in the inverse miniemulsion process. On the contrary, HSA, which
was chosen as model protein class because it is readily available, is only slightly
soluble in DMSO (solubility of BSA (same class of proteins as HSA but different
protein source) in DMSO: 5.12 mg/L| 75.29 uM),>° but well soluble in water
(>50 mg/mL).**" Thus, a mixture of water and DMSO was needed to combine all
components. To investigate the impact of DMSO on uncontrolled release, HES-TDI
nanocapsules that contain different ratios of DMSO and water (0/100, 50/50, 90/10,
95/5, 100/0, v/v DMSO/water) were prepared. Subsequently, nanocapsules with
different ratios of HES and HSA were synthesized and the release of the payload
upon enzymatic degradation was examined. Finally, an optimized formulation for the

nanocapsules was chosen for the encapsulation of STAT3 inhibitors.

4.44.1. HES-TDI Nanocapsules

Before focusing on the controlled release of the payload, the impact of the
DMSO amount on the uncontrolled release was monitored. Because the nanoparticle
shell is permeable for DMSO, uncontrolled release might be influenced by the
amount of DMSO encapsulated in the nanoparticles. Furthermore, the morphology
of the nanoparticles is affected, because the morphology is related to the solubility of
TDI in the dispersed phase among other factors. TDI is indeed practically insoluble
(e.g. <0.01 mg/mL| <0.06 mM) in water,”*' but miscible with DMSO.*** Thus,
with DMSO as dispersed phase, the cross-linking reaction is not limited to the
interphase and can take place inside the droplets as well. Nanocapsules were
obtained with water as dispersed phase, whereas nanoparticles were obtained when
DMSO instead of water was used as dispersed phase (Figure 50), as it was reported
before by Crespyetal. for TDI as cross-linking agent.''’ Interestingly, the
hydrodynamic diameter obtained from DLS measurements of the water-core
HES-TDI nanocapsules was with ~200 nm larger than the diameter of nanoparticles

obtained with DMSO as dispersed phase in inverse miniemulsion (~130 nm).
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Figure 50: SEM and DLS results of HES-TDI nanocapsules. a) Filled with 100% DMSO, b)
With 50% H,O and 50% DMSO (v/v), ¢) 100% H,0O. With pure DMSO, nanoparticles are

formed. With water, a core-shell morphology is observable.

HES nanoparticles cross-linked with TDI were synthesized with different
DMSO/water ratios. To monitor the uncontrolled leakage in dependence of the
DMSO/water ratio, the fluorescent dye sulfo-cyanine-5-carboxilic acid (Cy5) was
incorporated into the nanoparticles. The release of Cy5 during dialysis was measured
by fluorescence spectroscopy (Figure 51). After 72 h of dialysis, slightly less Cy5
was released from nanocapsules filled with water ((19+3)%) than from
nanoparticles filled with DMSO ((25 +2)%). The release for the nanocapsules
containing 50:50 (v/v) DMSO/water mixture was (23 + 1)% and is laying between
the two other results. As expected, DMSO was accelerating the release of Cy5. The
difference between 50% DMSO and 100% DMSO was found to be not significant
(P>0.1).
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Figure 51: Release of Cy5 over time from HES-TDI nanocapsules during dialysis. The
fluorescence intensity of Cy5 in the dialysate is plotted against the time of dialysis. The
release from nanoparticles filled with pure DMSO (black) and nanocapsules filled with a

DMSO/water mixture (red) is slightly faster than from nanocapsules filled with water

(green).

The miscibility of TDI in the hydrophilic core determines the morphology of
the nanoparticles (hollow or solid core). Because the morphology of the
nanoparticles e.g., hollow core nanocapsules or solid core nanoparticles, might
influence the release profile, HES-TDI nanocapsules without HSA with a DMSO
content ranging from 90 to 100% DMSO (v/v) were synthesized and the release of
CyS5 after 24 h of dialysis was measured (Figure 52).
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Figure 52: HES-TDI nanocapsules prepared without HSA a) Release of Cy5 during dialysis.
The plot is showing the fluorescence intensity of Cy5 in the dialysate after 24 h of dialysis.
The results show no significant difference in the release of Cy5 during dialysis after 24 h for
the tested DMSO/water ratios ranging between pure DMSO, 95% DMSO or 90% DMSO
(v/v). The error bars represent the standard deviation calculated from 3 fluorescence
intensity measurements. b) SEM micrographs of HES-TDI nanocapsules after purification
and results from DLS measurements. SEM images show some single and collapsed
nanocapsules next to non-collapsed nanoparticles when water was present in the core.
Though DLS measurements implement a similar size for all HES-TDI samples, different

nanoparticle sizes were observed in SEM images.

The presence of DMSO complicated the observation of nanoparticles in SEM
micrographs as DMSO was covering the nanoparticle sample as a film. Thus, the
HES-TDI nanocapsules were purified for SEM images via centrifugation and washed
with THF to remove the excess of DMSO. After purification, the SEM images were
recorded. The size of the nanoparticles differed from DLS results measured prior to
purification. HES-TDI nanocapsules filled with 100% of DMSO shrank to a
diameter of ~100 nm after the excess DMSO was removed. This observation
implements that nanoparticles were swollen by DMSO. In turn, the nanoparticles
prepared with 5 and 10 v% of water as core exhibited a rather broad size distribution

in SEM images ranging from ~100—400 nm after purification. Single nanoparticles
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were collapsed, implementing the formation of some nanocapsules with a hollow
core-shell structure. The different response to purification by washing with THF of
the nanoparticles in the presence or absence of water in the hydrophilic core during
the synthesis might be attributed to a side reaction between water and TDI (see
Scheme 2, p. 91) yielding to the formation of polyurea in the presence of water as
side reaction, resulting in a polymer different from HES cross-linked by TDI.

Though nanocapsules were obtained to some extent, no significant difference
of the DMSO content in the range of 90—-100% DMSO on the release of Cy5 during
dialysis was observed after 24 h. Thus, the addition of water needed to dissolve HSA
did not significantly affect the release profile of Cy5 from HES-TDI nanocapsules
though it affected the nanoparticle morphology.

Because HSA is well water-soluble (>50 mg/mL)**’

but only slightly soluble
in DMSO (solubility of bovine serum albumin (BSA, same class of proteins as HSA
but different protein source) in DMSO: 5.12 mg/L | 75.29 uM),* a mixture of both
solvents was needed to synthesize HES-HSA-TDI nanocapsules. To dissolve a broad
range of HSA amount, a water and DMSO ratio of 50/50 (v/v) was chosen for further

experiments.

4.4.4.2. Release of CyS upon Enzymatic Degradation

HES-HSA nanocapsules with a DMSO/water ratio of 50:50 (v/v) have been
synthesized at a ratio of HSA and HES of 5/95, 10/90, 50/50 wt%/wt%. To monitor
the release, Cy5 was encapsulated. Trypsin was added to the nanocapsule dispersion
to enable enzymatic degradation of the protein units. After 1 h of incubation at room
temperature, the release of Cy5 during dialysis was measured. As a control, the

release of Cy5 during dialysis without trypsin treatment was monitored (Figure 53).
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Figure 53: Release of Cy5 from HESg-HSAo-TDI and HESs5p-HSA5,-TDI nanocapsules,
prepared with 10 wt% and 50 wt% HSA, respectively. The fluorescence intensity of Cy5 in
the dialysate is plotted against the time of dialysis. To trigger the release of the dye from the
nanocapsules, the samples were treated with trypsin prior to dialysis (pink, red). To monitor
the uncontrolled release of CyS5, the same sample without trypsin treatment was taken as
control (green). The values presented are mean values and the error bars result from standard
deviation from three fluorescence intensity measurements. The release behavior from these
nanocapsules based on 10 wt% HSA is not affected by the addition of trypsin. More Cy5
was released after the addition of trypsin to nanocapsules based on 50 wt% HSA.

For the nanocapsules made of 10 wt% HSA, (25 £+ 3)% of Cy5 was released
without trypsin treatment after 72 h. With trypsin treatment prior to dialysis,
(26 £ 1)% CyS5 were released. No significant difference between the treatment with
trypsin and an uncontrolled release was observed (P<0.05).

10 wt% of HSA in the nanocapsule shell was not enough to allow for
enzymatic controlled release. The release could be hindered for several reasons. The
protein units can be shielded by HES and therefore cannot be degraded by trypsin.
Or HSA is not forming clusters but is equally distributed inside the nanocapsule
shell. Thus, enzymatic degradation of the proteins would not result in channels or
holes in the nanocarriers' matrix and would not result in an enhanced permeability
through the opened gates.

In turn, a significant increase in the release of Cy5 was observed with
50 wt% HSA (from (22.0£0.5)% to (27£1)% of Cy5 in the dialysate).
Furthermore, the release profiles of HES-HSA-TDI nanocapsules with a HSA
content ranging from 5-50 wt% after trypsin treatment were plotted in one graph

(Figure 54).
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Figure 54: Effect of HSA ratio on the release of Cy5 after enzymatic degradation. With
increasing amount of HSA, more Cy5 is released after enzymatic degradation using trypsin.
The fluorescence intensity of Cy5 is plotted against the time of the dialysis. Prior to dialysis,
the samples were treated with trypsin. The values presented are mean values and the error

bars result from standard deviation from three fluorescence intensity measurements.

After the addition of trypsin, the release of Cy5 into the dialysate was found
to increase from (21 £ 1)% of Cy5 for 5 wt% HSA to (26 + 1)% for 10 wt.% HSA
and to (27 £ 1)% for 50 wt% HSA in the dialysate after 72 h. Thus, more Cy5 was
released during dialysis when more HSA was incorporated in the nanocapsules shell.
As complementary experiments, another approach was investigated. Herein, the
CellTracker Green dye was used as a sensor for enzymatic degradation. Indeed, as

soon as the dye got in contact with degrading enzymes, fluorescence evolved.

4.4.4.3. Celltracker Green as Sensor for Enzymatic Degradation
CellTracker Green can be used as additional method to monitor the
degradation of the nanocapsules. CellTracker Green becomes fluorescent upon
scission of intramolecular ester bonds (Scheme 5). When the nanocontainers are
degraded, CellTracker Green is released and digested by trypsin. This can be
monitored by the upcoming fluorescence. In turn, when nanocontainers are prepared
with a non-degradable material, CellTracker Green is shielded by the nanocontainer

76
and no fluorescence should be observable.

118



Results and Discussion _

Cl
CellTracker™ Green CMFDA Dye

Scheme 5: Chemical structure of CellTracker Green CMFDA, a molecule that becomes

fluorescent upon scission of ester bonds.

Nanocapsules filled with CellTracker Green have been prepared with
different ratios of HES and HSA (0, 10, 50 and 100 wt% HSA). After purification by
dialysis, the samples were treated with trypsin and the fluorescence was measured

before as well as 3 h and 3 days after the treatment with trypsin (Figure 55).
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Figure 55: Effect of the HSA ratio on the fluorescence of CellTracker Green. The
fluorescence intensity of CellTracker Green is plotted against the HSA content. With
increasing amount of HSA in the nanocapsule shell, more CellTracker Green was converted
in the fluorescent species upon addition of trypsin (blue). 72 h after the addition of
trypsin (green), the fluorescence intensity was higher than after 3 h (blue). Values are

normalized by solid content of nanocapsule dispersions.

To avoid the degradation of non-encapsulated CellTracker Green, the nanocapsules
were purified via dialysis prior to the addition of trypsin. Even without treating the

HES-HSA nanocapsules with trypsin, the CellTracker Green encapsulated in the
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nanocapsules was found to be fluorescent. This indicates a cleavage of the ester
bonds in the CellTracker Green molecule without the presence of enzymes by
hydrolysis of ester bonds in water.*** Differences in the initial fluorescence intensity
can be attributed to differences in the encapsulation efficiency and in the solid
content. When trypsin was added to the nanocapsule dispersions, the fluorescence
intensity increased for all the samples by a factor of 2—3. The fluorescence intensity
increased with the amount of HSA in the nanocapsules (from 1.9 times increase in
fluorescence intensity for 0 wt% HSA to a 2.4-2.6 times increase for 10 wt% HSA
or more, ~30% more increase in fluorescence intensity when the nanocapsule shell
was containing HSA). For 50 wt% of HSA, the fluorescence intensity was ~30%
higher, for 100 wt% HSA ~50% higher compared to the fluorescence intensity of
nanocapsules prepared with 0 or 10 wt% HSA after 3 h incubation time with trypsin.
After 3 h, the scission of CellTracker Green was not completed. The fluorescence
intensity was even higher (~2 times) after 3 days in the presence of trypsin for all
nanocapsules (Figure 55). After 3 days in presence of trypsin, nanocapsules
containing HSA were exhibiting a ~30% times higher increase in fluorescence
intensity than the nanocapsules based on HES only. Over the time the fluorescence
intensity of CellTracker Green increased also without any HSA moieties in the
nanocapsule shell (see sample labeled as 0% HSA in Figure 55). This induces that
trypsin is able to get into contact with the cargo entrapped into nanocapsules from
pure HES-TDI or that hydrolysis of CellTracker Green in water is taking place and is
accelerated at 37 °C in comparison to the hydrolysis at room temperature.

For the nanocapsules prepared from 50 wt% HES and 50 wt% HSA, the
highest release of Cy5 (see Section 4.4.4.2) and the highest fluorescence intensity of
Celltracker Green after 3 h incubation time with trypsin (~30% higher fluorescence
intensity compared to lower amounts of HSA incorporated in the nanocapsule shell)
were obtained. Therefore, this type of nanocapsules was chosen for the encapsulation

of STAT3 inhibitors.

4.4.4.4. Encapsulation of STAT3 Inhibitors
The encapsulation of STAT3 inhibitors was achieved by dissolving them in
DMSO and carefully mixing the solution with HSA dissolved in water.

Subsequently, the synthesis was carried out via inverse miniemulsion. By addition of
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TDI, cross-linking of HES and HSA was achieved and the STAT3 inhibitors were
encapsulated into the nanocarriers. As a control, nanocapsules without STAT3
inhibitor but with Cy5 and CellTracker Green were synthesized. Figure 56 shows
SEM micrographs revealing the formation of nanoparticles with a core-shell
morphology. The structure of nanocapsules was collapsed due to the measurement

conditions.

a) cys +

celltracker green

b) cy5+ cleyyt
S31-201 atovaquone

A
rd

Figure 56: SEM of HESs5-HSA5,-TDI nanocapsules filled with a) Cy5 and CellTracker
Green, b) Cy5 and S31-201, and c¢) Cy5 and atovaquone. For all samples, nanocapsules with

a core-shell morphology were observed.

The characteristics of the prepared samples are listed in Table 4. The
hydrodynamic diameter was around 130 nm for the nanocapsules containing
atovaquone and was similar to the diameter of nanocapsules prepared without
STAT3 inhibitor. For the nanocapsules filled with S31-201, the most abundant
average value was ~200 nm in diameter. This diameter was larger than the diameter
of the other samples and might be indicating the formation of agglomerates in
dispersion. The encapsulation efficiency of Cy5 was calculated from the amount
released during dialysis quantified by the fluorescence intensity. For all three
samples, the encapsulation efficiency of Cy5 was found to be ~88%.

The amount of the STAT3 inhibitors was quantified via HPLC
measurements. In the dialysate, no signal for atovaquone was observed.
Consequently, 100% of atovaquone should be contained in the purified nanocapsule
dispersion. For S31-201, the encapsulation efficiency was calculated to be 38.7%.
Interestingly, two signals were observed in the HPLC chromatogram of the dialysate
of S31-201 containing nanocapsules, implementing that a side product of S31-201

formed during the nanocapsules synthesis. To validate the results from HPLC, the
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diffusion behavior during dialysis of the STAT3 inhibitors needed to be monitored.

Furthermore, HPLC always requires a filtration of the sample prior to measurement.

Thus, the amount of STAT3 inhibitor lost during the filtration step needed to be

quantified.

Table 4: Characteristics of nanocapsules with STAT3 inhibitors. The table is listing the

payload, that was encapsulated, the hydrodynamic diameter measured in cyclohexane dj,cu

and in water dy, o, the solid content and the zeta potential measured after completed

purification by dialysis.

DLS Solid Zeta
Payload .
dhcn / NmM PDI dhmo / NM PDI | content/% | potential / V
Cy5+
130 (41.2%);
CellTracker 130 0.32 - 0.64+£0.06 | —-14.8+0.7
460 nm (58.8%)
Green
22 (0.8%);
Cy5+ 30 (2.3%);
60 (15.4%); - - 10.610+0.004 | -149+0.6
S31-201 170 (97.7%)
200 (83.8%)
Cy5 +
130 0.33 240 042| 0.58+0.02 -16£1
Atovaquone

To monitor cell uptake in HeLa cells FACS measurements were performed in

cooperation with the AG Steinbrink at the University Medical Center Mainz

(Figure 57). The cells were treated with the HES-HSA nanocapsules listed in

Table 4.
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Figure 57: FACS measurements of cells treated with nanocapsules. The counts are plotted
against the uptake of Cy5 (left), of CellTracker Green (middle), or against the viability of the
nanocapsules (right). The top row is showing the control measurements. The middle row and
the lower row represented two amounts of nanocapsule dispersion added to the cells. The
cell experiments revealed no toxic effect of the nanocapsules. Neither Cy5 nor CellTracker

Green was localized in cells.

The cell uptake of HES-HSA nanocapsules in HelLa cells was, with a
maximum of 2.6% rather low compared to previous experiments with HES capsules
(cell uptake ~50%, not shown). CellTracker Green starts to exhibit fluorescence
upon enzymatic degradation. According to the low amount of nanocapsules located
in the cells, only 0.6% of the cells were found to show a signal corresponding to the
fluorescence of CellTracker Green. As most of the nanocapsules were not taken up
by cells, no enzymatic triggered release was observed. The viability of the cells was
unchanged after the treatment with nanocapsule dispersion in comparison to the

control sample, indicating no toxicity of the nanocapsule dispersion.

4.4.5. Conclusions
DMSO was shown to slightly promote the uncontrolled release from
nanocapsules. As a mixture of DMSO and water was needed to dissolve STAT3

inhibitors and HSA a ratio of 50% DMSO and 50% water (v/v) was chosen for the
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synthesis of HES-HSA-TDI nanocapsules. Upon enzymatic degradation, more
fluorescent dye Cy5 was released when more HSA was incorporated in the
nanocapsules shell (from (21 + 1)% of Cy5 released after 72 h with 5 wt% HSA to
(27 = 1)% for 50 wt% HSA). Therefore, nanocapsules of 50 wt% HSA and 50 wt%
HES were chosen to encapsulate STAT3 inhibitors. The content of STAT3 inhibitors
in the nanocapsules was evaluated by HPLC and was found to be 37.8% for S31-201
and ~100% for atovaquone. No cell uptake of the nanocapsules was observed in
FACS measurements. The nanocapsules were found to be non-toxic in cell
experiments.

A phase separation between HES and HSA might be occurring in the
nanocapsules shell. The resulting microstructure in the nanocapsules shell is crucial
for the release pathways available upon enzymatic degradation. To allow a specific
cell uptake, targeting is needed, e.g., by surface modification of the nanocarriers, as

shown for HES nanocapsules with IL-2 linked to their surface.***
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S. Summary

In the present thesis, we highlighted the diverse benefits of nanocapsules for
non-invasive imaging and drug delivery. The issue of unwanted leakage from
nanocapsules was addressed by the use of a semi-crystalline polymer as material for
the nanocapsules shell. This improved system enabled the synthesis of highly loaded
nanocarriers as contrast agents for magnetic resonance imaging (MRI). Aiming at
even higher loadings, nanoparticles were designed as contrast agents for computed
tomography (CT). Finally, the triggered release from the nanocarriers was addressed
by incorporating predetermined breaking points into the nanocapsules shell.

Semi-crystalline nanocapsules were synthesized to enable a higher loading
capacity in the nanocapsules. The nanocapsules shell was found to create a space
confinement for the crystallization. The crystallization inside the nanocapsule shell
differed from the crystallization in bulk in terms of degree of crystallinity and
crystallization temperature. The degree of crystallinity was tuned by varying the
shell thickness of the nanocapsules and by the molecular structure of the polymer.
With increasing degree of crystallinity, the diffusion of a fluorescent dye, used as a
model compound, was found to be reduced.

Semicrystalline nanocg@sules were used to encapsulate a commercial MRI
contrast agent with remarkably high loading capacities (ugihtoretical contrast
agent concentratiomside the nanocapsules~0.2mol L™) and a relaxivity as high
as 40s*mmol™ L. The nanocapsules were-faxalized with the contrast agent and
identified in cells by electron microscopy and energy dissipativayXspectroscopy
(EDX). In vivo experiments anéxvivo biodistribution revealed liver and spleen as
mainly targeted organ¥he amount of contrast agent needed for the enhancement in
tissue contrast was efficiently reduced by the encapsulation of the contrast agent into
semicrystallinenanocapsules compared to free contrast agent.

For CT measurements, even higher concentrations of contrast agents are
required in comparison to MRI experiments. Nanoparticles containing a hydrophilic,
commercial CT contrast agent were synthesized. The balance between entrapment
efficiency and hydrophilicity was controlled to obtain the maximum iodine
concentration in dispersion. Sonication helped to reduce agglomeration of the

nanoparticles during the transfer step from cyclohexane to water. The interaction
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between iopromide containing nanoparticles and plasma was analyzed using DLS
and SDS-PAGE.

To enable an enzymatic triggered release of cargos, proteins were
incorporated into nanocapsules as predetermined breaking points. To avoid
uncontrolled cell uptake, HES was chosen as basic material for the nanocapsules.
The release of a dye upon enzymatic degradation was monitored. The more protein
was incorporated into the nanocapsule shell, the more fluorescent dye was released
during dialysis. STAT3 inhibitors were chosen as a model drug. Because STAT3
inhibitors are slightly soluble in water, DMSO was added to the dispersed phase.
DMSO contained in the core of the nanocapsules was found to promote diffusion of
the inhibitor outside the nanocapsules. Cell experiments revealed no toxicity and no
cell uptake of the nanocapsules.

This thesis gives an insight in how nanocarriers can serve as contrast agents
and as nanocarriers for drug delivery. The approach leading to higher encapsulation
capacity was accompanied by insights in crystallization in the space confinement of
nanocapsules shell. With this method, versatile and non-toxic nanoscale contrast
agents were obtained. Furthermore, the nanocapsules can also serve as sensitive
probes because the relaxivity of MRI contrast agents is strongly dependent on the
water exchange in its environment. The nanocapsules were depicted via MRI/CT and
detected via ICP-OES or EDX. This allows for following the fate of nanocapsules

after cell uptake and the assessment of their biodistribution.
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6. Zusammenfassung

In dieser Arbeit wurden die vielfdltigen Vorteile von Nanokapseln fiir die
biomedizinische Bildgebung und fiir den Wirkstofftransport hervorgehoben. Das
Entweichen aus Nanokapseln wurde durch die Verwendung eines semikristallinen
Polymers adressiert. Dieses verbesserte System ermoglichte die Synthese von
Nanotriagersystemen mit hohem Fassungsvermogen als Kontrastmittel fiir
Magnetresonanztomographie (MRT). Mit noch hoheren Fassungsvermdgen wurden
Nanopartikel als Kontrastmittel fiir die Computertomographie (CT) entworfen.
Letztendlich wurde die gezielte Freisetzung aus den Nanotrdgern durch den Einbau
von Sollbruchstellen in die Nanokapselschale ermdglicht.

Zur Erhohung des Fassungsvermodgens wurden semikristalline Nanokapseln
hergestellt. Die Kristallisation des Schalen bildenden Polymers ist auf das Innere der
Nanokapselschale begrenzt. Diese rdumliche Begrenzung hat zur Folge, dass sich die
Kristallisation des Polymers in der Nanokapselschale in ihrem Kristallinitdtsgrad und
in ihrer Kristallisationstemperatur von der Kristallisation in Substanz unterscheidet.
Der Kiristallinititsgrad wurde durch Variieren der Schalendicke sowie durch die
Molekiilstruktur des Polymers modifiziert. Zur Feststellung des Diffusionsverhaltens
wurde ein Fluoreszenzfarbstoffs als Modellverbindung verwendet. Mit zunehmenden
Kristallinitdtsgrad nahm die Diffusion des Fluoreszenzfarbstoffes ab.

Semikristalline Nanokapseln wurden verwendet, um ein kommerzielles
MRT-Kontrastmittel zu verkapseln. Die Nanokapseln zeichnen sich durch ein
bemerkenswert hohes Fassungsvermdgen aus (bis zu einer theoretischen
Kontrastmittelkonzentration von~0,2 mol L' Gd im Inneren der Kapsel) und einer
Relaxivitit von bis zu 40s 'mmol'L. Das Kontrastmittel wurde mittels
Elektronenmikroskopie und Energie dissipativer Rontgenspektroskopie (EDX) in
den Nanokapseln identifiziert und co-lokalisiert. In vivo-Experimente und ex vivo-
Biodistribution identifizierten Leber und Milz als hauptsidchliche Zielorgane der
Nanokapseln. Die fiir die Verbesserung des Bildkontrasts im MRT bendtigte Menge
an Kontrastmitteln wurde durch dessen Verkapselung in semikristalline Nanokapseln
im Vergleich zu freiem Kontrastmittel effizient reduziert.

Fiir CT werden noch hohere Kontrastmittelmengen bendtigt als beim MRT.

Es wurden Nanopartikel synthetisiert, die ein hydrophiles, handelsiibliches CT-
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Kontrastmittel enthalten. Die Einschlusseffizienz und die Hydrophilie der
Nanopartikel wurden abgestimmt, um eine maximale lodkonzentration in der
Nanopartikel Suspension zu erhalten. Mittels Ultraschallbehandlung konnte die
Bildung von Agglomeraten wihrend des Transfers der Nanopartikel aus Cyclohexan
in Wasser reduziert werden. Im Hinblick auf eine mdgliche biomedizinische
Anwendung wurde die Wechselwirkung zwischen den Iopromid enthaltenden
Nanopartikeln und Plasma unter Verwendung von DLS und SDS-PAGE analysiert.

Um eine enzymatische Freisetzung zu ermdglichen wurden Proteine als
Sollbruchstellen in die Nanokapselschale eingebaut. Zur Vermeidung einer
unkontrollierten Zellaufnahme wurde Hydroxyethylstirke als Ausgangsmaterial fiir
die Nanokapseln gewdhlt. Die Freisetzung nach enzymatischem Abbau wurde unter
Verwendung eines Fluoreszenzfarbstoffs als Modellverbindung iiberwacht. Je mehr
Protein in die Schale der Nanokapseln eingebaut wurde, desto mehr
Fluoreszenzfarbstoff wurde wihrend der Dialyse freigesetzt. STAT3-Inhibitoren
wurden als Modellbeispiele fiir Arzneimittel ausgewéhlt. Da die Wasserloslichkeit
von STAT3-Inhibitoren gering ist, wurde der dispergierten Phase DMSO zugesetzt.
Die Auswirkung der Menge an DMSO im Kern der Nanokapseln auf die Diffusion
wurde untersucht. DMSO begiinstigt die Diffusion durch die Kapselwand.
Zellversuche mit HeLa Zellen zeigten keine Toxizitdt und keine Zellaufnahme der
Nanokapseln.

Diese Dissertation gab einen Einblick dariiber, wie Nanotrdgersysteme als
Kontrastmittel und als Nanotriager fiir den Wirkstofftransport dienen konnen. Das
Vorhaben, die Grenzen des Fassungsvermogens der Nanokapseln zu erweitern,
wurde begleitet von Einsichten in die Kristallisation innerhalb der Nanokapselschale.
Neben dem Gewinn von neuen, nicht-toxischen, nanoskaligen Kontrastmitteln sowie
Nanotrigersystemen fiir den Wirkstofftransport, konnen die Nanokapseln zukiinftig
auch als Sonden eingesetzt werden, um beispielsweise Unterschiede in der
Wasserdiffusion anhand der Relaxivitit zu detektieren. Dabei koénnen die
Nanokapseln mittels MRT oder CT abgebildet und iiber ICP-OES oder EDX
identifiziert werden. Dies eroffnet die Moglichkeit, weitere Erkenntnisse in

Bereichen wie z. B. der Zelleaufnahme oder Biodistribution zu gewinnen.
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